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Executive Summary

The supercritical carbon-dioxide (referred to as SC-CO, hereon) Brayton cycle is being considered for power
conversion systems for a number of nuclear reactor concepts, including the sodium fast reactor (SFR), fluoride salt-
cooled high temperature reactor (FHR), and high temperature gas reactor (HTGR), and several types of small
modular reactors (SMR). The SC-CO, direct cycle gas fast reactor has also been recently proposed. The SC-CO,
Brayton cycle (discussed in Chapter 1) provides higher efficiencies compared to the Rankine steam cycle due to less
compression work stemming from higher SC-CO, densities, and allows for smaller components size, fewer
components, and simpler cycle layout. For example, in the case of a SFR using a SC-CO, Brayton cycle instead of a
steam cycle would also eliminate the possibility of sodium-water interactions. The SC-CO, cycle has a higher
efficiency than the helium Brayton cycle, with the additional advantage of being able to operate at lower
temperatures and higher pressures. In general, the SC-CO, Brayton cycle is well-suited for any type of nuclear
reactor (including SMR) with core outlet temperature above ~ 500°C in either direct or indirect versions.

In all the above applications, materials corrosion in high temperature SC-CO, is an important consideration,
given their expected lifetimes of 20 years or longer. Our discussions with National Laboratories and private
industry early on in this project indicated materials corrosion to be one of the significant gaps in the implementation
of SC-CO, Brayton cycle. Corrosion can lead to a loss of effective load-bearing wall thickness of a component and
can potentially lead to the generation of oxide particulate debris which can lead to three-body wear in
turbomachinery components. Another environmental degradation effect that is rather unique to CO, environment is
the possibility for simultaneous occurrence of carburization during oxidation of the material. Carburization can
potentially lead to embrittlement of structural alloys in SC-CO, Brayton cycle. An important consideration in
regards to corrosion is that the temperatures can vary widely across the various sections of the SC-CO, Brayton
cycle, from room temperature to 750°C, with even higher temperatures being desirable for higher efficiencies. Thus
the extent of corrosion and corrosion mechanisms in various components and SC-CO, Brayton cycle will be
different, requiring a judicious selection of materials for different sections of the cycle.

The goal of this project was to address materials corrosion-related challenges, identify appropriate materials,
and advance the body of scientific knowledge in the area of high temperature SC-CO, corrosion. The focus was on
corrosion of materials in SC-CO, environment in the temperature range of 450°C to 750°C at a pressure of 2900 psi
for exposure duration for up to 1000 hours. The Table below lists the materials tested in the project. The materials
were selected based on their high temperature strength, their code certification status, commercial availabilities, and
their prior or current usage in the nuclear reactor industry. Additionally, pure Fe, Fe-12%Cr, and Ni-22%Cr were
investigated as simple model materials to more clearly understand corrosion mechanisms. This first phase of the
project involved testing in research grade SC-CO, (99.999% purity). Specially designed autoclaves with high
fidelity temperature, pressure, and flow control capabilities were built or modified for this project.

Test Alloys
[200 hours [400 hours_[600 hours [800 hours [1000 hours
- T22 (450°C)
Ferritic up to
450°C
T122 (450°C)
310 S5 (550°C)
Austenitic 347 55 (650°C)

550-650°C Alloy 709 (650°C)
Alloy 709 (750°C)
Haynes 230 (650°C)

SREED IN617 (650°C)
Austenitic IN740 (750°C)

>650°C

Haynes 282 (750°C)

Ceramics SiC - Hexoloy™

>700°C (750°C)

Fe
Reference
Test Fe-12Cr
Alloys

Ni-22Cr

For the ferritic steels tested, an outer magnetite Fe-oxide and a protective inner spinel (Fe, Cr)-oxide layer
developed on the steel surface and the corrosion resistance increased with increasing Cr content (Chapters 3 & 8).
These steels also developed a deep carburized layer which could have an embrittling effect in the bulk of the
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material (Chapter 8). The depth of the carburized region varied inversely as the Cr content of the steel. There was
conclusive evidence that oxidation and carburization phenomena were mechanistically interlinked. An exhaustive
modeling effort (perhaps the most detailed to-date) was undertaken to model the growth of oxide layer (using the
‘available space model’) and the carburized layer in these ferritic steels, with excellent agreement with experimental
data (Chapter 8). The theoretical foundations set forth by this modeling effort could be extended to other alloys and
form the basis for long-term prediction for corrosion in SC-CO, environments. From an oxidation standpoint, the
results indicate that these ferritic steels would not be suitable for temperatures higher than 450°C, and embrittlement
effects of carburization may potentially preclude the use of these steels even at this temperature.

The corrosion of austenitic stainless steels 316 and 310 in SC-CO; environments was compared with that of
alloy 709, an alloy with higher creep rupture strength (Chapter 4). The corrosion performance of alloy 709 was
significantly superior to 316, and also higher than 310 in tests performed at 650°C. The higher Cr content of alloy
709 promoted the formation of an outer Cr-rich oxide layer rather than a less protective magnetite layer that formed
on 316 stainless steel. Thus while 300-grade austenitic stainless steels can used up to 550°C, alloy 709 would be
preferred at this temperature and up to 650°C. The Ni-based superalloys exhibited very good performance at 650°C
and 750°C with protective self-limiting oxide layer growth (Chapter 3). Of the alloys tested in this category, Haynes
230 and 617 exhibited superior corrosion performance. The nature of the oxide layer formed on these alloys has
been evaluated in detail, and mechanisms of corrosion have been explained in detail using the well-known
Boudouard reaction (2CO = CO, + C) as well as chemical equilibrium conditions. Experiments involving exposure
of pure graphite to SC-CO, environments at 650°C and 750°C showed that the kinetics of the Boudouard reaction
occur on time scales relevant to the testing conducted. CO is a ‘self-generated impurity’ in corrosion in SC-CO,
environments and its effects must be considered in carbonization and carbide formation. Silicon-carbide exhibited a
small initial weight loss, followed by a very low corrosion weight gain due to oxidation. Although differences in
corrosion were observed when tested in research grade and industrial grade (99.5% purity) CO,, overall corrosion
performance in the two environments were not statistically significantly. Experiments with intentional additions of
oxygen impurity (10 and 100ppm) showed a dramatic increase in corrosion, suggesting the need to control oxygen
impurity at ppm levels. Carburization was not a significant concern in austenitic stainless steel and Ni-based alloys
although formation of corrosion-induced carbide phase was observed beneath the oxide layer in some cases.

Solid state diffusion bonding is being considered for fabricating compact heat exchangers for the SC-CO,
Brayton cycle. The effectiveness of diffusion bonds of 316/316, 310/310, Haynes 230/Haynes 230 against SC-CO,
corrosion at 650°C was investigated (Chapter 5). The diffusion bonds were fabricated by a private company
specializing in this area. The diffusion bonds performed very well for 310/310 and Haynes 230/Haynes 230
couples, but for 316/316 couple, intergranular carbides close to the edge of the sample exposed to SC-
CO,, were observed indicating that the diffusion bond interface may facilitate material degradation.
Regardless, the high temperatures required for fabrication of diffusion bonds (>1000°C) did lead to
microstructural changes in all three alloys and must be considered in the future. Wear testing of the oxide layers
generated by SC-CO, corrosion was performed to evaluate their mechanical fragility (Chapter 6). The tests were
intended to determine the wear resistance of oxide layers and also their propensity for delamination or mechanical
disintegration under SC-CO, flow conditions. Advanced digital image analysis methods were implemented to
evaluate and establish metrics for oxide wear and spallation. Finally, preliminary tests were conducted to evaluate
the propensity for stress corrosion cracking (SCC) in SC-CO, environments using U-bend tests of 316 stainless steel
and Haynes 230 alloy (Chapter 7). A comparison was made between SCC samples tested in air (as a non-carbon
bearing environment) and in SC-CO, environments. No detectable cracking was observed in the samples exposed to
SC-CO; environment. However, the testing procedure had many limitations and pointed to the need for performing
thin sample tensile tests after SC-CO, corrosion testing or still better, in situ tensile testing in SC-CO, environment.

During its three-year term, the project played an important role in initiating other national research programs
and collaborations in the area of materials corrosion for SC-CO, Brayton cycle application. Collaborations with
Oak Ridge National Laboratory (on the materials aspects) and Sandia National Laboratories (on the SC-CO,
Brayton cycle aspects) organically evolved during this project. The project also involved limited but productive
collaboration with CEA, France (French Atomic Energy Commission) where considerable prior work has been
performed in this area on ferritic steels. The project has provided a rich scientific environment for training and
educating students. Two Masters degree students and a Doctoral degree student (all majors in nuclear engineering)
performed research in this project. Additionally, three undergraduate students and two post-doctoral researchers
were actively involved in this project.

We thank the U.S. Department of Energy — NEUP program for providing the funding for this project.
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CHAPTER 1: SC-CO, BRAYTON CYCLE FOR POWER CONVERSION

1.1. Introduction and Motivation

The US Energy Information Agency (EIA) predicts that worldwide electricity demand will increase by
69% over the timeframe 2012-2040, particularly in developing, non-OECD countries. Figure 1.1 depicts the
predicted world net electricity generation by energy source as a function of time. In light of the competing
interests between increasing electricity demand and emergent concerns about climate change, innovative
technologies are required to ensure that increasing electricity demand can be satisfied while minimizing the
environmental impact of electricity production. The proposed supercritical carbon dioxide (SC-CO,) Brayton
cycle is a versatile power conversion cycle that shows promise for marked improvement in heat transfer
efficiency and can be connected to many different heat sources including, nuclear, coal, natural gas, and
concentrated solar power. As depicted in Figure 1.2, the potential efficiencies of the SC-CO, Brayton cycle
approach 50% and exceed those of helium-cooled or traditional steam Rankine cycles at elevated
temperatures. The SC-CO, Brayton cycle is well-suited for advanced reactor technologies such as HTGR,
SFR, and FHR which will operate in the high temperatures regimes where such a cycle is ideally suited for
providing high efficiencies and improved economics.

40
Petroleum
35
Nuclear
30
25 | Natural gas

20
15 Coal
10

Renewables

2012 2020 2025 2030 2035 2040

Figure 1.1: World net electricity generation by energy source, 2012-2040 [trillion kwH].
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Figure 1.2: Comparison of theoretical efficiencies between different power conversion cycle fluids.
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1.2, Supercritical CO, Brayton Cycle

The basis of the SC-CO, Brayton cycle is the implementation of supercritical CO, as the working fluid.
The use of supercritical fluids in power conversion cycles seeks to take advantage of the fact that these fluids
exhibit properties of both the liquid and gaseous states. Figure 1.3 shows the phase regimes specific to CO..
The critical point of CO, is 30.98°C and 7.38 MPa. The first main advantage of SC-CO, is the
compressibility of the fluid. Figure 1.4 depicts the compressibility factor of CO, plotted for multiple pressures
from 7.3-7.5 MPa where the compressibility is defined as the molecular volumetric ratio of a fluid compared
with an ideal gas. Alternatively, it describes how much the fluid behaves like an ideal gas. When the
compressibility is near unity, it behaves like an ideal gas; when the compressibility is zero it is considered to
be an incompressible fluid. Near the critical point for SC-CO,, the compressibility of the fluid is on the order
of 0.2-0.5, suggesting that the compression work can be substantially decreased within a very small
temperature range near the critical point. This behavior is one of the primary reasons the SC-CO, Brayton
cycle has the potential for increases power cycle efficiency.

As a byproduct of the first advantage described, the second advantage of SC-CO, is the drastically
reduced size of the turbomachinery. Figure 1.5 shows the relative sizes of turbines that are used in a typical
Rankine, a proposed helium-cooled cycle, and the SC-CO, Brayton cycle. The reason that the turbomachinery
can be reduced so drastically is similar to the compressibility of the fluid; the minimum pressure required for
the SC-CO, Brayton cycle is much higher ( 7400 kPa) than the steam Rakine cycle (a few kPa), or gas
Brayton cycle ( 100 kPa) [4]. The fluid is denser due to the higher pressure, and thus reduces the volumetric
flow rate substantially. The third advantage of SC-CO, is the higher outlet temperature of the fluid out of the
turbine, which increases the thermal efficiency of the power conversion system however this advantage
comes with a drawback that the SC-CO, Brayton cycle has a much lower cycle pressure ratio. As a result of
the high outlet temperature and the low pressure ratio, a large amount of heat is required to be recuperated in
order for efficiencies to be realized. Figure 1.6 depicts a typical cycle configuration overlaid atop of a
Temperature-Entropy diagram for a proposed SC-CO, closed Brayton cycle that relies on intercoolers to
obtain high efficiencies. Idealized temperatures and pressures for different iterations of the SC-CO, Brayton
cycle are shown in Figure 1.7.

Theoretically, the SC-CO, Brayton cycle possesses many distinct, positive qualities that show promise
for the development of versatile next generation power conversion system, however, long-term corrosion of
candidate structural materials in SC-CO, continues to be technical gap that must be addressed. This is the
focus of the present project.

supercritical

1,000
fluid

I
1
I
1
1
1
I
I

P (bar)
=
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®triple point gas

T T T mme >
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Figure 1.3: Pressure-Temperature Diagram of CO,; depicting phases including supercritical regime.
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Figure 1.4: CO, compressibility factor near the critical point (30.98°C, 7.38 MPa).

Steam turbine: 55 stages / 250 MW
Mitsubishi Heavy Industries Ltd, Japan (with casing)

Helium turbine: 17 stages / 333 MW (167 MW,)
X.L.Yan, LM. Lidsky (MIT) (without casing)

Supercritical CO, turbine: 4 stages / 450 MW (300 MW,)
| (without casing)
Compressors are of comparable size

Figure 1.5: Comparison of turbomachinery size between different power conversion cycles.
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Figure 1.6: Depiction of T-S diagram and cycle layout for Sandia National Laboratories’ SC-CO, closed

Brayton cycle facility.

Nuclear DOE-NE Efficiency, Size, Water Reduction 10-300 350-700 20-35

Fossil Fuel (Indirect heating) DOE-FE, Efficiency, Water Reduction 300-600 550-900 15-35
DOE-NETL

Fossil Fuel (Direct heating) DOE-FE, Efficiency, Water Reduction, 300-600 1100-1500 35
DOE-NETL Facilitates CO2 Capture

Concentrating Solar Power DOE-EE, Efficiency, Size, Water Reduction 10-100 500 - 1000 35
DOE-NREL

Shipboard Propulsion DOE-NNSA  Efficiency, Size 10-100 500-1000 35

Shipboard House Power ONR Efficiency, Size <1-10 230-650 15—-35

Waste Heat Recovery DOE-EERE,  Efficiency, Size, Simple Cycles 1-10 <230-650 15-35
ONR

Geothermal DOE-EERE Efficiency 1-50 100 - 300 15

Figure 1.7: Idealized operating parameters for proposed SC-CO, Brayton cycle applications in various

energy sectors.
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CHAPTER 2: SC-CO, AUTOCLAVE CORROSION TEST FACILITY, MATERIALS, AND
CHARACTERIZATION

2.1.1. Facility Overview

Three SC-CO, corrosion testing facilities comprising five autoclaves were used in this project. This
section provides a detailed description of these facilities. Although many of these facilities existed prior to
the commencement of the project, a significant expansion of capabilities was undertaken to further
enhance ensure quality assurance and to accommodate the large number of material samples that were
evaluated in this project. A schematic illustration and a photograph of the high temperature SC-CO,
corrosion testing autoclave facility used in this project is shown in Figure 2.1. The autoclave is capable of
withstanding tests at temperatures and pressures of 750°C and 3000 psi, respectively. The facility is
equipped with temperature, pressure, and flow rate control to ensure consistency between various tests.
The dimensions of the autoclave are 127cm x 213cm and 281 cm tall. The system draws approximately
125 amps/240 volts AC power for heaters, 10 amps/120 volts AC power for computing/actuators, and 10
amps/10 volts DC power for heating inlet/outlet lines.

e
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_Mass Spectrometer
(a) (b)

Figure 2.1. (a) Schematic illustration of the SC-CO,; corrosion autoclave test facility used in this project
and (b) photograph of the facility.

2.1.2. Gas Supply System

The gas supply system of the corrosion autoclave supplies the test sections CO, (research or industrial
grade) while also providing the ability to mix impurity species gases such as CO, H,0O, or O,. The system
delivers low but constant flow rate enough to refresh the autoclave about every two hours. Based on this
refresh rate the flow rate from the pumps was calculated to be about 1.7 ml/min of CO, gas.

2.1.3. Pumping System

The CO; gas is pumped through the system using a Chrom Tech HPLC Supercritical 24
dual piston pump. This pump has a pressure threshold of 10,000 psi with an accuracy limit of 60
psi. The pump has a maximum flow rate of 24 ml/min, and an accuracy of +/- 89 microliters/min.
This pump is capable of pressures of up to 10,000 psi with an accuracy limit of 60 psi. Figure 2.2
shows the two pumps used in the project (photographs autoclave and ports for diagnostics, and
sample holder are also shown in this figure). These pumps operate at 3,000 psi, and well under the
maximum flow rate mentioned earlier. For introduction of impurities, separate liquids can be
mixed in a Swagelok tee, and then supplied to the test sections.
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Figure 2.2. Photographs of the components of the SC-CO; corrosion test system: (a) syringe pump (left)
and HPLC pump (right), (b) the autoclave and labelled ports, and (c) Inconel 625 sample holder used for
holding test material samples.

2.1.4. Corrosion Test Autoclaves

Each autoclave is 25 inches long, and made with 2 inch schedule Inconel 625 tubing. The autoclaves
have been tested for durability by testing at high pressures of up to 10,000psi at room temperature. Each
autoclave has six separate ports, three on each side. The ports allow thermocouples for monitoring the
internal temperature of the system, and for measurements of pressure. The autoclave and labeled
ports are shown in Figure 2.2b. Each autoclave has been designed to fit a Greyloc fitting and
Greyloc caps are attached or removed to insert or remove samples from the test chamber.

In order to suspend the samples evenly throughout the autoclave, a custom sample holder is
used (Figure 2.2¢). The sample holder is made with Inconel 625, and the samples are suspended
along a alumina rod that fits down the slot in the center of the holder. Each sample is
separated from the adjacent samples using 1/16 inch alumina spacers to avoid contact
between samples. Each sample holder can hold up to 60 samples, allowing for a total of 120
samples to be tested simultaneously in this system.

2.1.5. Heating

Each test section has separate heating elements to allow for different temperature test in each
autoclave. Nichrome wire is taped to the tubing and heated by DC current. The entry lines are wrapped in
alumina wool insulation. This entry section supplies heat to maintain constant temperatures in the test
section which can reach 750°C. Each autoclave has three sections of attached heating tape which are
powered by AC current. The test sections are wrapped in alumina wool and pyrogel insulations. Figure
2.3a shows the heating system and insulation. Nichrome wire is wrapped around the Greyloc fittings to
supply heat at the ends of the test section, and to maintain thermal consistency throughout the test section.
Once the mixture leaves the test sections, it is cooled from its testing temperature down to 100°C by a
water-cooled exterior line. The water cooling section is shown in Figure 2.3b and the gas mixture is
maintained at 100°C until vented.
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Figure 2.3. Photographs of heating and cooling systems for SC-CO? corrosion facility: (a) heating and
insulation systems and (b) cooling section with water inlet and exit lines.

2.1.6. Temperature Control

Temperature data is collected continuously during the tests. There are several thermocouples that
control heating zones across both test sections. These thermocouples (labeled TCX) and heating
zones (SCRX/zX) are labeled in Figure 2.4. In order to get an accurate temperatureof the CO2 in

the system, three thermocouples are inserted inside the test sections at the front, middle, and
rear of the autoclave. These thermocouples are labeled in Figure 4 as TC1, TC2, and TC3 for test
section one, and TC1l, TC12, and TC13 for test section 2. Test temperature variations are
typically less than +/- 1°C as shown in sampling of values in Table 2.1.

Congd G B o=,
— pap—
[T - — Y

Lut

Figure 2.4. Schematic of test facility showing thermocouple and heating zones.

Table 2.1: Sample temperature control data for test sections 1 and 2.
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Test Section 1 Test Section 2

TC1(°C) TC2(°C) TC3(°C) TC1l1(°C) TC12(°C) TC13(°C)

Average 550.16 550.08 549.84 450.31 450.06 450.08
St Dev 0.78 0.54 0.79 0.83 0.6 0.63
Max 551.72 551.07 551.5 451.82 451.02 451.3
Min 548.36 549.21 548.55 448.84 449.15 448.88

2.1.7. Pressurization

After being cooled to 100°C, the mixture flows to a capillary tube and drops in pressure. The
capillary tube used is 30 micrometer ID silica tubing which is inserted into 1/8 inch stainless tubing
that is wrapped in Nichrome wire to maintain a constant temperature throughoutthe capillary
tubing. It was calculated that approximately 1.5 meters of the capillary tubing would be required to
reach the desired pressure of 3000 psi at the calculated flow rate. Figure 2.5 shows the stainless steel
coils that the capillary tube runs through. Once the gas leaves the capillary tubing, it is vented to
air at close to atmospheric pressure and at less than 100°C.

Figure 2.5. 1/8” stainless steel tubing wrapped in Nichrome wire with 30m ID capillary
tubing.

2.1.8. Pressure Control

A crucial aspect of the SC-CO2 corrosion testing is the ability to maintain a specific pressure
for the duration of the test interval. Pressure readings are recorded every ten seconds by Omega

brand pressure transducers. Table 3 shows the pressure values from the same 100 hour increment
as the temperature readings shown in Table 2.2.

Table 2.2. Characteristics of pressure control statistics of the test facility.

Pressure (PSI)

Average 2900.2
St Dev 1.1
Max 2913.3
Min 2886.6
2.1.9. Flow Rate Control
Corrosion of Structural Materials for Advanced Supercritical Carbon-Dioxide Brayton Cycle 14
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A system refresh rate for CO2 was every two hours. The refresh rate is directly related to the
flow rate of CO2 through the system, which is a function of temperature. Calculations for a

two hour refresh rate showed that flow rates of 0.12 and 0.18 kg/hr for temperatures of 750°C and
450°C, respectively are needed. Mass change of the CO2 bottles is recorded, and based on this

data that the average mass flow rate was determined to be 0.11 kg/hr.

2.1.10 Computer Control

The entire system operation is controlled by Labview. Once the desired pump settings and
initial settings are entered into Labview, the system becomes completely automated. The previous
system has shown that the PID controls can hold the temperature constant within a 1°C variation
for an entire 200 hour run. Temperature and pressure measurements are recorded every 5 seconds,
and saved for analysis at the end of each test.

2.2. Experimental Parameters
2.2.1. Materials for SC-CO, Corrosion Testing

Table 2.3 shows the nominal compositions of materials used in this project. The
materials and test temperature ranges of materials were strategically selected so as to span a wide
range of components in the S-CO2 Brayton cycle operating at different temperatures. The materials
test matrix focuses more on higher temperature ranges where primary materials challenges in S-CO2
Brayton cycle are expected. Simpler model alloys were tested in many of these experiments to aid
in achieving more fundamental understanding corrosion mechanisms. Additionally, a commercial
silicon-carbide, Hexoloy was also investigated. This novel form of silicon carbide is produced by
pressure-less sintering of a-silicon carbide and procured commercially.

Table 2.3: Nominal composition of alloys (materials) investigated in this study.

Reference Composition (wt.%)
Test Alloys
Material | C | Al | Si | Ti | V [Cr | Fe | Co | Ni |Mo| W
- T22 (450°C) Fe 0.1 - 05 - - 225 Bal - - 1 -
ffff;ggo'év‘o T92 (430°C) - Jo12 002 01 - 02 894 BaL - 021 05 191
Austeniti 310 SS (550°C) - 025 - 15 - - 25 Bal - 205 - -
ustenitic ———
550-650°C 347 SS (650°C) - 008 - 1 - - 18 Ba - 11 - -
Alloy 709 (650°C) - 015 - 05 01 - 20 Bal - 25 15 -
sl 01 03 - - - 225 18 03 Bal 12 141
Ni-based (650°0) )
Austenitic IN617 (650°C) Nioce [008 15 - 04 - 21 109 124 Bal 96 -
~650°C INT40 (750°C) - 003 09 - - 18 25 07 20 Bal 05 -
' Haynes 282 . N N -
(750°C) 006 15 - 21 - 20 15 10 - 85 -
Ceramics SiC- Hexoloy™ o
~700°C (7505(| CVD-S1C

2.2.2. Sample Preparation and Evaluation Procedures

Corrosion of Structural Materials for Advanced Supercritical Carbon-Dioxide Brayton Cycle 15
DE-NE0000677 (NEUP 13-4900 Final Report)



Test samples of the above materials were sectioned by electrical discharge machining (EDM) to
dimensions of 0.5” x 0.5” x 0.0625” and a hole 0.125” in diameter was drilled at one of the corners
for suspending the samples in the autoclave from an alumina rod holder as depicted in Figure 2.6a.
The samples were ground with 800 grit silicon-carbide paper on both sides prior to the tests and
cleaned in an acetone bath. An image of a typical, polished, untested sample is shown in Figure
2.6b. The dimensions of the samples were measured with a micrometer which had an accuracy limit
of 0.002mm. Three length and width measurements are taken along the edges, and five thickness
measurements were made across different locations on the surface to accurately calculate the
entire surface area of the samples. Prior to testing, the samples were weighed ten times in a
balance with an accuracy limit of 2 micrograms. Between each individual sample measurement, a
mass standard was weighed to ensure balance calibration.

F—1 116"

116"

9J 1/

i

I
(a) (b)

Figure 2.6. Depictions of samples for SC-CO, corrosion testing: (a) sample dimensions and (b)
photograph of the actual sample testing.

Testing was conducted in 200 hour increments up to 1000 hours. Six samples of a specific
alloy were loaded into the autoclave at the beginning of tests, with one sample being removed
at each 200 hour interval, leaving two samples exposed for 1000 hours. After each 200 hour
increment samples were removed for weight change measurements and analysis. Weight change
measurements (per unit area of sample, as an initial metric of corrosion) was performed using
Sartarious CPA26P high accuracy weighing balance with and accuracy of + 1ug. Scanning Electron
Microscopy (SEM) coupled with Energy Dispersive Spectroscopy (EDS) (LEO 1530 and JEOL
6100) were used for high magnification imaging of corrosion layers both in both plan view and
cross-sectional imaging. EDS was used compositional analysis in the microstructure (both point
analysis and line-scan analysis were used). Bruker D8 Advance X-ray diffractometer was used
to determine the phases constituting the corrosion product layers. Pin-on-disk wear testing was used
to measure the wear resistance of the oxide layers formed on various alloys and a Zygo white-light
interferometer was used to evaluate the dimensions of the wear track produced from wear
experiments. Vickers microhardness measurements were used to evaluate carburization effects, if
any that might occur within the alloys.

2.2.3. Gas Purity
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Testing was conducted in research and industrial grade CO, (purity limits shown in Table 2.4) in 200

hour increments. All testing was performed at a pressure of 2900psi.

Table 2.1: Gas composition specifications received from Airgas Company for research
and industrial grades CO, used in this project.

Research Grade CO, Industrial Grade CO,
Component Purity Component Purity
Limits Limits
CO; 99.999% CO; 99.5%
Ar+0O,+CO <1 ppm Oxygen <50 ppm
Total Hydrocarbons <1 ppm Total Hydrocarbons | <50 ppm
Moisture <3 ppm Moisture <32 ppm
Nitrogen <5 ppm Non-Volatile <10 ppm
Residue

Corrosion of Structural Materials for Advanced Supercritical Carbon-Dioxide Brayton Cycle
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CHAPTER 3: EVALUATION OF CORROSION OF STRUCTURAL MATERIALS IN SC-
CO, ENVIRONMENT (450°C — 750°C)

3.A Evaluation Corrosion in RG SC-CO, at 450°C, 650°C, and 750°C

The weight gain data for after corrosion testing at 450°C is shown in Figure 3.1. At this temperature
we investigated only ferritic steels, given that it would not be cost-effective to used austenitic
alloys, including stainless steels and Ni-based alloys at these relatively low temperatures. As
expected, alloys containing higher Cr exhibit lower oxidation as evidenced by the lower weight
gain. All alloys exhibit a generally parabolic oxide growth trend. Of the commercial alloys, T122
(~12%Cr, HCM12A) exhibited the lowest weight gain whereas T22 (~2%Cr) experiences the
highest weight gain. The weight gain for T92 steel (~9%Cr) was only slightly higher than T122
steel. Interestingly, the reference test alloy Fe exhibits weight gains that are very similar to T122
for the first 400 hours of exposure whereas the Fe-12Cr alloy exhibits the lowest weight gain of all
alloys tested at 450C; however, with a larger deviation in recorded. This could be due to the
nodular growth expected with binary alloys.

Weight Gain 450°C RG CO,

T92
--HCMI2A
-=-Fel2-Cr
-=-T22

-+-Fe

0.012

=
=
—

0.008
0.006

0.004

Weight Gain [mg/mm?]

0.002

0 200 400 600 800 1000
Time [hours]

(a)
Figure 3.1. Weight gain for ferritic steels after testing in RG SC-CO2 at 450°C.

SEM and EDS analyses were conducted on alloy T92 after exposure to 450°C SC-CO, for 1000
hours. Figure 3.2 shows cross-sectional SEM micrograph of the oxide layer and the corresponding EDS
elemental line-scan analysis. A duplex oxide layer was observed to form on the T92 ferric steel exposed
to 450 °C SCO, for 1000 hours, the top layer primarily comprised of a magnetite iron-oxide and the layer
underneath was comprised of (Fe-Cr)-oxide spinel oxide layer.
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Figure 3.2: (a) SEM cross section micrograph and (b) corresponding EDS line-scan of alloy T92 after
exposure to 450°C RG SC-CO, for 1000 hours.

The weight gain data for after corrosion testing in RG SC-CO2 at 650°C is shown in Figure 3.3.
Ferritic steels were not tested at this temperature due to the anticipated high corrosion rate and
spallation. 347 stainless steel exhibited oxide layer spallation as evidenced by weight loss, while
316 stainless steel exhibited para-linear oxide growth behavior and unacceptable levels of weight
gain. Ni-based alloys 617 and Haynes 230 exhibited very low weight gains, while alloy 709 and 310 steels
also performed significantly better than 316 and 347 stainless steels.

Weight Gain at 650°C and 2900psi RG SCO,

0.03
-=-Haynes 230

0.025 34788
=e-Inconel 617
-=-316S8S
-=-3108S
-=-Alloy 709

=
=
)

0.015

Weight Gain [mg/mm?]

0.01
0.005
0
-0.005
-0.01
0 200 400 600 800 1000
Time [hours]
(a)

Figure 3.3. Weight gain for austenitic alloys after testing in RG SC-CO2 at 6500C.

Of particular interest is rather poor performance of the widely used, code certified 316 stainless steel.
Figures 3.4 and 3.5 show the cross-sectional SEM micrographs presented earlier where both oxide layers
were present and not present. Figure 3.4 depicts a plan view SEM micrographs shows the development of
an oxide layer as well as oxide cracking. Figure 3.5 shows an accompanying EDS elemental mapping for
the SEM micrograph depicted in Figure 3.4. Areas of crystalline oxide development appear to be a
duplex oxide magnetite/spinel with a non-negligible contribution from carbon, whereas areas of oxide
cracking appear to be chromium rich with signal from Ni, Mo and Mn.
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Figure 3.4: (a) SEM plan view micrograph of 316 stainless steel after 200 hours exposure to 650°C in
research grade CO, depicting (b) oxide layer formation and (c) cracking of the oxide layer.
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Figure 3.5: SEM plan view micrograph of 316SS after 200 hours exposure to 650°C in research grade
CO; and accompanying EDS elemental mapping depicting the formation of two different oxide layer
phases and spallation.

Testing at 750°C was performed for Ni-based alloys Haynes 230, Haynes 282, and Inconel 740,
model binary alloy Ni-22%Cr and SiC ceramic (Figure 3.6). All Ni-base alloys and model alloy Ni-
22%Cr exhibited diffusion-limited protective oxide layer growth - Haynes 230 exhibited the smallest
weight gain and Haynes 282 exhibited the highest weight gain - however, the magnitude of the weight
gain was small enough such that the alloys should not be necessarily ranked from this data in terms of
corrosion resistance. SiC exhibited an initial weight loss followed by weight gains, and effect that could
be attributed to the initial removal of carbon from SiC through the Boudouard reaction followed by the
creation of a protective SiO, oxide layer.
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Figure 3.6. Weight gain for austenitic alloys after testing in RG SC-CO, at 750°C.
Section 3.B: Corrosion in SC-CO, with impurities

Thus far we have reported results using research grade CO,, however we are also investigating
corrosion industrial grade CO, as well. The available compositions of the two grades of CO, provided by
the commercial vendor are shown in Table 3.1. Preliminary data indicates that corrosion rates are lower in
industrial grade CO, for nickel-based alloys. It is hypothesized that an impurity present in the industrial
grade CO; that is not present in the research grade CO, may be responsible for this unexpected behavior.

Table 3.1: Gas composition specifications received from Airgas Company for research
and industrial grades CO..

Research Grade CO, Industrial Grade CO2

Component Purity Component Purity

Limits Limits

CO, 99.999% CO, 99.5%
Ar+O,+CO <1 ppm Oxygen <50 ppm
Total Hydrocarbons <1 ppm Total Hydrocarbons | <50 ppm
Moisture <3 ppm Moisture <32 ppm
Nitrogen <5 ppm Non-Volatile <10 ppm

Residue

Figure 3.7Figure shows SEM plan view images of Haynes 230 after exposure in 650°C SC-CO, for
400 hours. The most notable difference between corrosion of this alloy in the two grades of CO, was the
presence of carbon clusters on the surface of the samples tested in research grade CO,. Elemental x-ray
mapping showed these clusters to be composed of carbon due to decomposition of CO,. These carbon
clusters did not form on the surface of the sample tested in industrial grade CO,.
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Figure 3.7. SEM surface images and elemental x-ray maps of Haynes 230 after corrosion testing in SC-
CO2 at 6500C for 600 hours: industrial grade (top row) and research grade (bottom row).

Table 3.1 details the difference between research and industrial grade CO,. The purity limits do not
define the composition of the gas, but rather they merely set as a minimum standard for which the gas can
be classified as industrial or research grade. In order to understand how impurities may be contributing to
the reduced corrosion rate of samples in the industrial grade CO,, a sample of the industrial grade CO,
was sent to an external testing facility (Airborne Labs) for analysis to determine the composition of the
gas more accurately. Airborne Labs tested the concentration of approximately 50 different impurities in
this sample and the results of their analysis are shown in Table 3.2.

The total hydrocarbon concentration was less than 0.1 ppm. Since no hydrocarbons were detected, the
detectable impurities, nitrogen and oxygen, were investigated using HSC Chemistry software to develop a
rationale on what effect they could have on corrosion rates.

Table 3.2: Results of composition analysis of
industrial grade CO, from Airborne Laboratories.

Test Description Result LOQ (ppm)
CO, Purity 99.99+ 5

Water vapor " 1

Oxygen (O, +Ar) 5.4 10
[Nitrogen 27 10

Total Hydrocarbon nd 0.1

Sulfur 0.011 0.01
Carbonyl Sulfide (COS) [0.011 0.01

The first step in determining the effect of both of these impurities was to check the free energy of
formation for any reaction that that could occur given a base metal (nickel and chromium), CO,, and
varying amounts of the impurity. HSC chemistry software was used to determine equilibrium
concentrations for as a function of impurity concentration. The system was set to 650°C, 20 MPa, and the
impurity concentration was increased from 0 to 40% gas concentration. The results of the HSC analysis
are shown in Figure 3.8.
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Figure 3.8. HSC Equilibrium calculator for base metal 75%Ni-25%Cr) with 1 kmol of CO2, and 0-.4
kmol N2 (left) O2 (right). Note the different scales for each plot.

The left graph in Figure 3.8 shows the effect of increasing the nitrogen concentration for the
equilibrium of all possible oxides and carbides that can form. There is almost no change for the two
oxides that appear under these conditions. The right graph shows the effect of increasing the oxygen
concentration. This plot shows that there are some changes in the oxide formation, and that the oxygen
concentration has an effect on the equilibrium concentrations.

Based on the HSC results, the effect of oxygen as the impurity was analyzed in greater detail. Free
energy diagrams for the oxidation of carbon and CO are shown in Figure 3.9. These reactions are very
favorable based on the large negative AGy values. Free energy values can only be used to determine final
equilibrium concentrations, but it is important to point out that the shift in the favorability of these
reactions as temperature increases. As temperature increases, the oxidation of carbon to CO becomes
more favorable, the oxidation of carbon to CO, remains constant, and the oxidation of CO to CO,
becomes less favorable. This effect is due to the entropy changes from the change in the number of moles
of gas produced in each reaction. These reactions give some insight on why carbon is observed in the
research grade (no O,), and no carbon is observed on the surface in industrial grade CO, (5.4 ppm O,).
The increased oxygen concentration will react with the free carbon left over from the oxidation of the
base metal to form CO/CO, that is flushed out of the system. It is our hypothesis presently that the
additional oxygen may be stabilizing the protective oxide layer. This hypothesis will be tested by
intentionally adding up to 100ppm of oxygen to research grade CO, and evaluate corrosion performance
of materials.

Free Energy Diagram for CO2 Reactions
0
-50

100 W w1

-150 —e—2C0(g) + 02(g) = 2C02(g)

AGF

-200 —8—C + 02(g) = CO2(g)

-250 2C+02(g) = 2C0(g)

-300
0 500 1000 1500

Temperature (C)

Figure 3.9. Free energy diagram of various surface reactions with increasing temperature.

Testing of superalloys Haynes 230 (H230) and Haynes 625 (H625) was completed at temperatures of 550,
650, and 750°C in CO, purities of industrial grade, research grade, 7ppm oxygen-doped research grade,
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and 100ppm oxygen-doped research grade CO,. Testing of the two alloys at 550°C showed very little
weight gain, as was expected for chromia forming superalloys. SEM imaging confirmed that very there
was little oxide growth on samples exposed to 550°C (in Figure 3.30). More significant oxidation was
observed as temperatures increased to 650 and 750°C. These samples started to show more uniform and
complete oxides on the surface of the materials (Figure 3.30). The weight change data has been converted
to oxide thickness values by an averaged oxide density. This data is plotted in Figure 3.10 for the two
alloys at both 650 and 750°C in all purities of CO,. The average density was calculated to be 1.79 £+ .25
g/cm3.
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Figure 3.10. Weight change data for H230 and H625 at different temperatures and CO, purity.

Statistical evaluation of data in Figure 3.10 for samples removed at the 1000 hour time interval was
compiled. The following data sets are not statistically different according to a 95% confidence interval:
H230 650°C IG vs RG, H230 750°C 7ppm O2 vs 100ppm O2, H230 750°C 1G vs 7ppm O2, H625 750°C
RG vs IG. Using the calculated thickness measurements in Figure 3.10, yearly estimates of the oxide
thickness were calculated using a power law. These results are plotted in Figure 3.11.
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Figure 3.11. Extrapolated thickness values for all conditions using power law fit.

All of the extrapolated data in Figure 3.11 shows less than 30 microns per year of oxide growth.
Cross-sectional SEM images for the samples after 1000 hours of testing in each condition are shown in
Figure 3.30. A list of null hypotheses were constructed to evaluate the differences in corrosion between
RG and IG CO,.

» Alternate Hypothesis 1: The corrosion rate for Haynes 625 samples exposed to Research Grade
CO, is greater than Haynes 625 samples exposed to Industrial Grade CO,, all other conditions

being held equal.
— For 550/650, not 750

* Null Hypothesis 2: The corrosion rate for Haynes 230 samples exposed to Research Grade CO,
is not greater than the corrosion rate for Haynes 230 samples exposed to Industrial Grade CO,), all

other conditions being held equal.

— For 550,650,750 (Very close, statistically significant, but not physically relevant compared to
oxygen doped testing)

Since 1G CO; has a wide range for impurities and concentration limits, it was necessary to select a
given impurity to mix with RG CO, in order to eliminate any other factors. The main goal of mixing
impurities into CO, was to characterize the effects that changing the partial pressure of oxygen (pO,) and
activity of carbon (ac) have on the system. Since pure CO, has a significantly lower pO, than air, the
oxidation reactions for several metals were studied to determine if some reactions were not possible in
CO,. The pO, needed to oxidize a given metal has been plotted as a function of temperature in figure
3.12. The pO, produced from pure CO, dissociation as well as 50 ppm and a 1% carbon monoxide
mixture is plotted as well to determine which oxides were thermodynamically allowed in each condition.

Corrosion of Structural Materials for Advanced Supercritical Carbon-Dioxide Brayton Cycle 26
DE-NE0000677 Final Report (NEUP Ref: 13-4900)



Partial Pressure of Oxygen Needed to form Oxide

ﬁgip\dd\f\oﬂ

273 473 673 873 1073 1273
Temperature [K]

Figure 3.12. Partial pressure of oxygen needed to form oxides of Nickel, copper, and chromium in sCO2
environments.

The thermodynamics presented in figure 3.12 show that oxides of chromium, nickel, and copper can
all form from the partial pressure of oxygen produced from the dissociation of pure CO,. Once 50ppm of
carbon monoxide is added, copper and nickel oxides become unfavorable at some temperatures. When
1% carbon monoxide is added, the formation of copper and nickel oxide only form at very high
temperatures. It is important to point out that these calculations are only valid for 100% pure CO, and a
pure metal atoms with no restrictions, and an infinite amount of time. In order to understand kinetics,
actual testing had to be conducted.

The development of a procedure for mixing minute impurities into the CO, gas was implemented
previously in order to quantify the effect of small impurities in CO, has upon corrosion rates. Initial
studies have focused on additions of small amounts of oxygen to research grade CO,. As described in the
previous yearly reports, an Alpha-Omega Series 3000 Trace Oxygen Analyzer is used for determining the
oxygen impurity levels in CO, gas during impurities testing in the inlet and outlet sections of the
autoclave. In order to establish a baseline for the behavior of the corrosion testing system with respect to
the addition of the oxygen impurity, a dry test run was first performed without the presence of any
samples in the dual autoclave. Figure 3.13 depicts the oxygen concentration measured at the three points
described and the oxygen consumed in each autoclave (calculated by subtracting the outlet concentration
from the inlet concentration for each autoclave) as a function of time for this baseline test. The purpose of
the test was to investigate the potentiality of a measurable oxygen reaction rate. Three features of the plot
are elaborated upon:

1) Apparent in both Figure 3.13 and Figure 3.14, the decreasing oxygen concentration as a function
of time is the result of the mixing procedure. The oxygen injected is calculated assuming a
homogeneous mixing and solubility of oxygen in the entire CO, mass within the bottle.
However, the CO, in the bottles used is a two phase mixture with the liquid phase at the bottom
of the bottle and the gas phase at the top of the bottle. The bottles contain a dip tube and draw
CO, from the liquid phase of the gas. Oxygen is injected into the CO, bottle through the dip tube
however, oxygen is more soluble in the gas phase of the CO, compared to the liquid phase. As
more liquid CO, is drawn through the dip tube in time, the volume of the CO, gas phase increases
and oxygen preferentially migrates from the liquid phase to the gas phase due to the greater
solubility; thus, the oxygen concentration in the CO, available to the autoclaves decreases as a
function of time.
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2) Outlet oxygen concentrations from approximately 0 minutes to 600 minutes appear to decrease
significantly and then increase slightly, and then decrease again. This behavior is believed to be
attributable to that the system not being flushed of all atmosphere. The increase is believed to be
the result of a steady state reaction being established by the system.

3)

A temperature modification was made around 2200 minutes (designated by “Temp Change (-
50C) on both Figure 3.13(a) and (b)) and was done so to investigate if changing the temperature
would have an effect on the reaction rate. The outlet oxygen concentration changes significantly
in both autoclaves and is believed to be the result of the establishment of a new steady state

reaction rate for oxygen within the autoclave.

The data obtained from the test indicates that there exists a steady state reaction rate for the oxygen
within the autoclave. Figure 3.13(b) demonstrates that between approximately 1500 minutes and 2200
minutes and between 2800 minutes and 3500 minutes a steady state oxygen reaction rate is established for
both autoclaves. The figures also demonstrate that the oxygen reaction rate is greater at higher
temperatures (i.e. the reaction rate is greater at 750°C than at 650°C).

02 Concentration for Inlet and Exit Lines

Figure 3.13. (a) oxygen concentration and (b) oxygen consumed in autoclaves measured as a function of
time for the baseline impurity test which contained no samples.
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A 200 hour oxygen impurities test that contained samples was conducted. Figure 3.14 depicts a
similar plot to that depicted in Figure 3.13: (a) oxygen concentration measured at the inlet and outlets and
(b) the oxygen consumed in each autoclave as a function of time. Similar reaction rate behavior was
exhibited in this test. At approximately 2700 minutes and 4200 minutes bottles were changed out and the
oxygen concentration dramatically changes. Figure 3.14(b) demonstrates that the reaction rate re-
establishes equilibrium oxygen reaction rate values after the bottle is swapped. Figure 3.14 also
demonstrates that the oxygen reaction rate is greater at 750C than at 650°C.
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Figure 3.14. (a) Oxygen concentration and (b) oxygen consumed in autoclaves measured as a function of
time for a portion of the first oxygen impurity test containing samples.

Figure 3.15 depicts the oxygen concentration as a function of time for the test containing samples. It
appears as if in the first 1600 minutes a reaction between the bare samples occurs because the measured
oxygen concentration at the outlet is much lower than the steady state concentration depicted in Figure
3.13 (i.e. the oxygen reaction rate is much greater in the first 1600 minutes than at steady state).
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Figure 3.15. Oxygen concentration measured as a function of time for a portion of the first oxygen
impurity test containing samples.

As depicted in previous yearly reports, amorphous carbon deposits were found on the surface of
samples exposed to RG SC-CO, but not found on IG SC-CO,. It was believed these deposits were not
present on samples exposed to IG SC-CO, due to a higher O, concentration in the IG gas compared to the
RG gas. It is believed the chemical reaction responsible for this behavior is given in Equation 1, also
known as the Boudouard reaction.

2C0 = CO, +C (1)

The software program HSC chemistry was used to calculate the thermodynamic favorability of this
reaction at 650°C and 2900psi, along with a reaction describing the reaction of O, with free carbon to
create CO given in Equation 2, as a function of temperature and is depicted in Figure 3.16.
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Figure 3.16. Gibbs free energy diagrams for carbon removal in CO2 and 02

The results obtained from HSC Chemistry align with weight gain trends observed in that the
Boudouard reaction becomes favorable around 700°C, suggesting that free carbon will be removed when
the reaction becomes favorable.

In order to prove that CO, reacts with carbon in the system, two independent tests were set up. The
first test was designed to determine how reactive CO, is to carbon. Reactor grade graphite (NBG-18) was
exposed to RG SC-CO, at 650°C and 750°C for 400 hours. After 400 hours of testing at 750°C,
significant weight loss was observed, along with severe attack of the surface of the samples. 750°C
testing was concluded after 400 hours due to extreme spallation from the surface leading to larger
inaccuracies of weight change measurements. 200 hours of testing at 650°C indicates that weight loss is
much less dramatic than at 750°C. The data for graphite weight loss is depicted in Figure 3.17 below.

Further testing of research grade CO, with 100ppm O, has been conducted in order to quantify the
effect of small impurities in CO, has on corrosion rates. The weight loss of samples exposed to 650°C RG
containing 100 ppm of O, (imp 650C) is much greater than samples exposed to 650°C RG CO,. The data
for graphite weight loss is depicted in Figure 3.17 below. Images showing the surface attack and resulting
porosity on the graphite samples is shown in Figure 3.18.
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Figure 3.17. Weight loss experienced by graphite exposed to RG SC-CO2 at 650°C (denoted RG
650C), RG SC-CO2 at 750°C (denoted RG 750C) for and RG doped with 100 ppm O2 at 650°C
(denoted Imp 650C) at 200 and 400 hours of exposure.

The graphite testing confirms the occurrence of the Bououard reaction at higher temperatures, causing
CO; to react with carbon, thus dramatically affecting the weight change of the samples. The purpose of
the impurities testing with graphite was to demonstrate that in the presence of oxygen, corrosion rates
were greater than those samples exposed to environments devoid of oxygen. This is to be expected
because oxygen should be the most reactive species in the mixed environment.

(b) (©

Figure 3.18. Graphite samples exposed to (a) 0 hours, (b) 200 hours, and (c) 400 hours of RG CO2 at
750°C

The second carbon mechanism hypothesized with SC-CO, is the removal of carbon from metal
carbides. In order to test this theory, silicon carbide was purchased and tested at 650 and 750°C in RG,
IG, and 100 ppm O, impurity testing. The weight change data for SiC is plotted in Figure 3.19 below.
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Figure 3.19. Weight change data for silicon carbide exposed to SC-CO2 at various temperatures and gas
purity.

All silicon carbide samples had an initial weight loss followed by weight gains. This would indicate
the initial removal of carbon from SiC followed by the creation of a SiO, oxide layer. Cross sectional
SEM and EDS analyses were performed on SiC exposed to 750°C RG SC-CO, for 1000 hours and are
presented in Figure 3.20 and 3.21, respectively.

Mag= S500KX H EHT = 3.00 kW' WD = 51mm Signal A = SE2

Figure 3.20. SEM cross section micrograph on SiC after exposure to SC-CO, at 650°C for 1000 hours.
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Figure 3.21. SEM cross section micrograph and EDS scan on SiC after exposure to SC-CO, at 650°C for
600 hours (a) SEM image, EDS map of (b) Carbon, (c) Oxygen, and (d) Silicon.

As depicted in Figure 3.21, both silicon and oxygen are present within similar regions of the EDS
scan, indicating the formation of a silicon oxide both on the surface of SiC and within SiC itself. There
are also pits within SiC, potentially corroborating the hypothesis that removal of carbon from the material
is occurring. Figure 3.22 is a compilation of all weight gain data tabulated for 650°C and 750°C testing in
RG, IG, 100ppm O,, and 7ppm O, impurity environments.
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Figure 3.22. Weight change data for materials exposed to (a) 650°C RG CO2, (b) 750°C RG CO2, (c)
650°C IG CO2, (d) 750°C I1G CO2, (e) 650°C RG CO2 with 100ppm O2, (f) 750°C RG CO2 with 100ppm
02, (g) 650°C RG CO2 with 7ppm 02, (h) 750°C RG CO2 with 7ppm O2 as a function of exposure time

The following trends have been observed for weight gain data:
e 650°C

0 Samples exposed to IG SC-CO, generally exhibit similar weight gain than samples exposed
to RG SC-CO,

0 Samples exposed to 100 ppm O, in RG SC-CO, generally exhibit less weight gain than
samples exposed to pure RG SC-CO,, except for 347SS.

= Spallation present on 347SS exposed to RG SC-CO,

0 Samples exposed to IG SC-CO, generally exhibit similar weight gain than samples exposed
to RG SC-CO,

0 Samples exposed to 100 ppm O, in RG SC-CO, generally exhibit more weight gain than
samples exposed to pure RG SC-CO,

It is hypothesized that at temperatures less than approximately 700°C, oxygen will react with carbon
and carbides to form CO (thus, reduce weight gains); at temperatures greater than 700°C, CO, will affect
the equilibrium concentration of the reaction described by Boudouard reaction and will not promote the
formation of carbon/carbides.

This hypothesis is hampered by the observation that weight gains in 100ppm O, RG SC-CO, at
750°C are greater than RG SC-CO.. It is believed that at 750°C, there are multiple phenomena occurring
that account for this trend: carbon is being removed by O,, but excess oxygen present is simply allowing
for more oxidation to occur after carbon deposits are removed. Figure 3.23 is an expanded version of
Figure 3.22(e) that includes the full range of data to show 347SS weight gains in 100ppm O, RG SC-CO,.
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Figure 3.23. Weight change data for materials exposed to 650°C RG CO2 with 100ppm O2 as a
function of exposure time.

SEM analysis of Haynes 230 exposed to 750C SCO,, both RG and 100ppm O, doped CO, has been
conducted, and shown in Figure 3.24. As may be noted the introduction of oxygen impurity increases the
oxide layer thickness.

Mag= 500KX WD =128mm EHT = 500kv Sighal A=SE2 Date :6 Nov 2015
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Figure 3.24. Comparison of SEM cross sectional micrographs depicting oxide thicknesses for Haynes 230
after 1000 hours in 750°C (a) RG and (b) 100 ppm O2 doped CO,.

Figure 3.25 compares the SEM micrographs and accompanying EDS linescans of Haynes 230
exposed to 750C SC-CO, for 1000 hours in pure RG and doped RG with 100 ppm O,. Oxide thicknesses
are significantly larger for samples tested in oxygen doped CO, which corroborates weight change data
depicted in Figure 3.22. Another interesting feature visible in the line scans are larger chromium depletion
zones, highlighted with a red box in the line scan, where the chromium composition lowers before
increasing for the oxide layer. Chromium depletion can lead to the formation of voids resulting in lower
oxide adherence (observed in all oxygen-doped samples above). Chromium depletion zones are more
prevalent in oxygen-doped systems than research grade conditions perhaps as a result of chromium
diffusion being the rate limiting factor in oxide development in high O, concentrations, whereas oxygen
availability is the limiting factor in research grade corrosion. Also highlighted in red are peaks in
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chromium deep beneath the oxide which could indicate formation of chromium carbides along grain
boundaries.

230-54(6) 230-54(6)

230-54 1000 RG 750°C

230-80 1000 hours 100ppm O,
750°C

Figure 3.25. SEM micrograph and accompanying EDS linescan of alloy Haynes 230 after 1000 hours of
exposure to 750°C (a)(b) RG SCO; and (c)(d) RG SCO, doped with 100 ppm O,

Figure 3.26 depicts an EDS cross sectional mapping of alloy Haynes 230 after 1000 hours of
exposure to CO2 doped with 100 ppm O2 at 750°C. An outer layer composed of iron and nickel was
observed on top of a chromium rich inner layer. The nickel oxide found on the surface is a result of the
higher environmental pO, as discussed for Figure 3.12 above. Nickel rich oxides did not form in the
lower pO, environments. A large chromium depletion layer beneath the oxide layer was observed.
Another important distinction is the presence of an aluminum rich zone beneath the oxide layer. This
suggests the initiation of a protective alumina layer, although at this time exposure, the layer is not fully
developed and does not provide additional protection to the base material. The SEM image additionally
shows the formation of voids beneath the oxide. This may be caused by rapid diffusion of chromium and
other elements out of the base material due to the rapid oxidation at the surface exposed to the oxygen
rich environment.
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Figure 3.26. 2D EDS cross sectional mapping of alloy Haynes 230 after 1000 hours of exposure to CO2
doped with 100 ppm O2 at 750°C

Additionally, further doped RG SCO, tests have been conducted through 1000 hours where the
impurity level is 7ppm O,. Weight gain results are compiled in Figure 3.22. The weight gain trends
observed for 7ppm O, are larger than other testing conducted, preliminary SEM analysis has been
conducted. While no visible spallation was observed on the samples exposed to 100ppm O2, it is
theorized that the spallation happened during the initial 200 hours on the 7 ppm samples and therefore
was not observed. The spallation and future growth of a more uniform oxide for the 7ppm O2 test is
shown for two time exposures in Figure 3.27 below.

Figure 3.27. Photograph of the entire sample surface showing spallation on exposed to 10ppm O2 doped
CO2 at 750°C after (a) 200 hours and (b) 600 hours (c) 1,000 hours.

Since visible spallation was observed on the surface, EDS analysis was used to map the surface
composition of the sample after 200 hours. The EDS surface mapping in Figure 3.28 shows the different
oxides forming on the sample, along with the large spallation regions on the surface of the H230 sample
after 200 hours.
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Figure 3.28. EDS surface mapping of H230 exposed to 7ppm CO2 at 650C after 200 hours.

Based on Figure 3.28, it is theorized that the base layer of oxidation consists of oxides from most of
the elements in the base material. These oxides are not thermodynamically allowed when only exposed to
CO2 due to the low associated partial pressure of oxygen (~10*atm). Once the oxygen impurity was
added, the thermodynamics of these oxides became stable. From the base oxide layer, chromia clusters
grow from the surface. Since there is no limit to the amount of oxygen, chromium is able to diffuse very
rapidly. This rapid diffusion leads to the formation of voids at the oxide metal interface (SEM images in
Figure 3.25). The mixture of the oxides and void formation causes stress in the oxide metal interface that
did not exist in the non-doped trials. This stress causes eventual spallation of the oxide. It is observed that
the top oxide spalls off, then the inner concentrated chromia layer is left as a protective barrier against the
formation of the other oxides. This initial build up and spallation was not found on the H230 samples
exposed to 100ppm oxygen. This can be explained by 3.29, which shows the oxygen consumption during
the 100ppm doped test. Although an equilibrium was eventually reached at around 7ppm consumed (for
650C), the initial 20 hours consumed as much oxygen as the first 200 hours in the 7ppm test. This means
that the buildup and spallation was most likely done before the test was complete, and therefore only the
protective chromia layer was left.
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Figure 3.29. Oxygen concentration at inlet and exit lines of the first 200 hours of the 100ppm oxygen

doped test.
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Figure 3.30. SEM cross section images for oxides grown on the surface of Haynes 230 after 1000 hours of
exposure to sCO2

The thickness values presented in Figure 3.30 show that the samples exposed to oxygen impurity
containing CO, doped cases produced significantly thicker oxides. Thickness values also increased as a
function of temperature for the uniform oxides. Due to the nodule formation in the 10ppm oxygen
containing tests, the thickness values are only presented for the oxide clusters sampled in the image.
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Carbides along grain boundaries have been highlighted on each line scan with red boxes in Figure
3.30. The carbides observed along grain boundaries in the vicinity of the oxidized surface are composed
of primarily tungsten and chromium. However, large clusters of tungsten carbides were observed along
grain boundaries on unexposed samples which were obviously not a result of sCO, exposure. As a
confirmation, an EDS line scan was performed for the unexposed sample as well as throughout the middle
of the tested sample to determine if the elevated temperature was the cause of the increased chromium
carbide concentration beneath the oxide. The results of the line scans are depicted in figure 3.31, where it
appears that significantly less evidence of chromium-rich carbides was observed in non-exposed samples.
More analysis on the carburization beneath the oxide is necessary to fully understand the carbon uptake
during CO, exposure.
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Figure 3.31. EDS line scan of unexposed Haynes230 sample (top), and middle of Haynes 230 sample
after exposure at 750°C (bottom) showing presence of tungsten carbide clusters.

Chromium depletion zones were observed for each alloy and are also shown in Figure 3.30 (in red
boxes directly beneath oxide). The depletion of chromium is linked to fast outward diffusion of chromium
to form the oxide. As the chromium diffuses toward the oxide interface, the chromium from the base
material does not diffuse at the same rate producing a lower concentration which is observable in the EDS
line scans. The magnitude of the depletion zones for oxygen added sCO, samples was significantly larger
than the depletion zones in the RG samples which were non-existent, or very small. EDS elemental
mapping analysis was performed to determine the composition of oxide, potential carburization, and
chromium depletion beneath the oxide layer and is shown in Figure 3.32.
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Figure 3.32. Cross-sectional EDS mapping of alloy Haynes 230 after 1000 hours of exposure to CO, with
10 ppm O, at 750°C.

EDS mapping shows a chromium and manganese rich oxide. It also shows nickel and chromium
depletion along grain boundaries, as well as aluminum enrichment. The chromium depletion region
matches what is observed in figure 3.30. If outward diffusion of chromium is fast enough void formation
can occur through the Kirkendall Effect. It is believed that the voids present beneath the oxide layers
present in the 750°C and oxygen doped tests are due to this effect (observed in figure 3.30 above).
Increased concentration of voids at the oxide interface could potentially initiate oxide spallation. Some
voids in the 750°C 100ppm oxygen tests were characterized by very low chromium concentration, and
found to have a large enrichment of aluminum. This is more readily observed in Figure 3.32 in which the
contrast gradient in the voids is clearly visible. Similar results were observed by Chien and Brown
[Chien, 1992]. The composition of the intergranular void region found high concentration of chromium
and aluminum rich oxides. It is theorized that these oxides act as pegs which increase the adhesion of
subsequent oxide formation by reducing the thermal expansion mismatch of the oxide and base material.
SEM of the same region beneath the oxide from figure 3.32 is shown in figure 3.33 below.
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Figure 3.33. SEM imaging showing intergranular chromium and aluminum rich oxides in Haynes 230
sample exposed to CO, at 750°C with 10ppm O, addition.

Haynes 230 samples exposed to oxygen-doped CO, exhibited growth of large oxygen nodules. These
nodules covered almost the entire surface of the samples exposed to CO, with 10ppm oxygen, and very
few nodules were observed on the surface of samples exposed to 100ppm oxygen. Only samples exposed
to 10ppm of oxygen doped CO, showed significant surface spallation, and this effect was considerably
larger in the first 200 hours than during the following exposure times. A more uniform surface
morphology was observed as testing progressed further out to 1000 hours. It is believed that this
spallation is a result of the increased stresses that occur during the heating and cooling of the samples
during the start and end of each test. In order to obtain bonding information of the different oxides,
Raman spectroscopy and XRD was conducted. Raman Spectroscopy was completed on a sample exposed
to research grade CO, after 800 hours, and grazing incidence XRD analyses was performed on each of the
samples after 1000 hours of testing. The Raman spectra were collected using 532nm laser, and compared
to the RRUFF database spectrum for chromia in Figure 3.34 below. The XRD spectra was collected using
a Co Ko target. An incident angle of two degrees was used for each sample, with the results plotted in
Figure 3.35 below along with an untested (labeled as “bare”) Haynes 230 sample.
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Figure 3.34. Raman spectrum from surface of Haynes 230 sample exposed to RG CO, at 750°C after 800
hours, along with standard spectrum for Cr,Os.
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Figure 3.35. X-Ray diffraction patterns from surface of Haynes 230 samples exposed to RG, 10ppm O,,
and 100ppm O, CO; at 750°C after 1000 hours.

Both the Raman spectra, as well as the XRD analysis showed the bonding structure of the surface
oxide to correspond to Cr,O;. The XRD spectra also showed the presence of a chromium-manganese
spinel (Cr,MnQ,) in the oxide. Since XRD penetrates through the outer oxides, it is believed that the
oxides containing other elements were not observed.

3.B Modeling of Chromium Oxidation and Carburization in CO, Environments

As CO, oxidizes metal, carbon monoxide is produced as one potential corrosion product. A gas
chromatograph (GC) was used to measure the concentration of carbon monoxide both before and after the
autoclave in order to observe the reaction rate of the total system (Figure 3.36). The GC has a lower limit
of detection of about 50ppb with an accuracy of +/- 2.5 ppb. The concentration of CO was found to be
lower than the detectable limit of the GC before entrance to the autoclave since no reaction has occurred
by this point. The CO concentration vs time at the exit of the autoclave has been plotted in figure 2.36
(left). The CO concentration measured at the exit of the autoclave is a function of the flow rate of CO,
(.1kg/hr), surface area of the samples, and reaction rate of each alloy in the autoclave.
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Figure 2.36. CO concentration for the first 240 hours of a SC-CO? test conducted at 550°C (Left).
Integrated CO concentration vs time for the same test (right).

The CO concentration starts out high, and quickly drops over the first 200 hours before reaching a
semi-steady-state condition. This was expected since the alloys exposed to CO, in this test all have been
shown to produce protective oxides which have a reaction rate of roughly time”.5 power. If the CO
concentration vs time graph is integrated, the total CO production from the system can be calculated. This
is a useful number since it represents the about of CO that a closed loop (zero flow) would have as a
function of time due to corrosion of the system. The integrated CO data is plotted in figure 2.36 (right),
and shows that after around 200 hours, in this test, the total CO concentration was about 1%. It is
therefore important to understand the role that CO has on corrosion rates as it may be highly concentrated
in the sCO, Brayton Cycle.

A large effort has been completed in order to model CO, corrosion, and more generally oxidizing and
carburizing environments. Initially, it is very surprising to observe carburization in an environment that is
highly oxidizing such as CO,, but by making assumptions about the oxide interactions with the
environment, carbon deposition becomes reasonable. The most prevalent studies in CO2 corrosion
currently support the Available Space Model, which was proposed back during studies on the MAGNOX
reactors [Holmes, 1974], and more recently extended by Rouillard and Young [Rouillard, 2016],[ Gong,
1974]. This model was proposed for iron-chromium alloys which produce a duplex oxide, and while the
nickel-chromium alloys behave different, many similarities arise between the two. One important
distinction is that the corrosion rate for nickel chromium alloys is significantly lower, and therefore, the
boundary conditions in this study will be solved based on thermodynamics, and not kinetic data (as done
for the available space model). The approach being used inherently incorporates the model proposed for
the VHTR He corrosion mechanisms set forth by Quadakkers [Quadakkers, 1985]. In order to correlate
this model to the CO2 environment, a few assumptions are made during subsequent calculations:

e Activity coefficients of all species are all equal to 1

e Chromium depletion is neglected (concentration equal to 1)

e Chromium is the only reactive species with oxygen and carbon

e pO2 at oxide-environment interface is fixed using the testing conditions

o pO2 at metal-oxide interface is constant, and based on phase equilibrium of Cr and Cr203

The first step was to re-create the Cr-O-C stability diagram observed in the studies above. This was
done by using the chemical and equilibrium equations used to form chromia and chromium carbides. An
example of the formation of chromia is listed in equations 1-4. All thermodynamic data was acquired
using HSC software [Lencka, 1993]. From the chemical balance, the equilibrium equations can be found
and are listed next to each chemical equation. At this point, it is usually of interest to look where the two
phases are in equilibrium with each other with respect to the reactive species (pO2 and aC). This is done
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for equation 3 by setting ac and aCr,O; equal to one, leaving just pO, in the equation. Finally, the
equilibrium equation is related to the Gibbs Free Energy shown in equation 4, and solved for the relevant
pO, and ac values. The same method is used for each carbide species as well as the equilibrium between
the oxide and carbide. The equilibrium between the oxide and carbide is a slightly more complicated
system as the phase equilibrium results in an equation containing both a. and pO,. The result of these
equations produce the volatility diagram given by the left graph in figure 3.37.
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Figure 3.37. Volatility diagram for Cr-C-O phases at 750°C at 1 atm. Left: Basic volatility diagram.
Middle: Basic volatility diagram with environmental conditions for RG CO2, 100ppm O2 mixed and
19%CO mixed CO2. Right: Basic volatility diagram with environmental conditions with lines representing
mass balance of pO2 and aC through the oxide.

The basic volatility diagram in figure 3.37 shows which phases should be present given a partial
pressure of oxygen and activity of carbon. This can be expanded explicitly to the CO, environments in
this study by implementing the gaseous equilibrium given by equations 5 and 6. The environmental
conditions of interest are research grade CO, (considered 100% pure), 100ppm oxygen mixed RG CO,,
and 1% CO mixed RG CO,. The pO, and ac values for the environmental dissociation are plotted by red
points on the basic volatility diagram in the middle graph of figure 3.37.

2C0, & 2C0 + 0, 5

2C0 & 2C + 0, 6

The testing environment sets the boundary condition for the oxide-environment interface. A more
important boundary condition is the one between the metal and oxide. This boundary condition controls
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the corrosion process, and will determine whether oxidation or carburization occurs. As discussed earlier,
the partial pressure of oxygen should be roughly equal to the equilibrium pO, calculated between the Cr
and Cr,O; phases since both are present at the interface. Since this pO, is different from the
environmental condition, the activity of carbon must also change in order to maintain the chemical
equilibrium. In order to calculate the new ac, the most reactive species must be considered. For example,
in the 100ppm oxygen doped testing, only oxygen was consumed during oxidation. For this reason, it can
be assumed that only pO2 changes throughout the oxide, and ac stays the same. This would result in a
horizontal line being drawn on from the environmental condition on the volatility diagram to the Cr-Cr,O4
vertical line.

The more complicated environments are RG CO, and 1%CO mixed environments, in which the
activity of carbon is directly linked to the partial pressure of oxygen. In these cases, the oxidation reaction
either occurs due to reduction of CO, or CO. In either case, oxygen is consumed to form the oxide,
resulting in a higher carbon activity. This is observed in equations 7 and 8. Since it is unknown which
species is most reactive with the metal, it is useful to consider both reactions in order to create a range of
possible carbon activities as a function of partial pressure of oxygen. Equations 7 and 8 can be reduced to
5 and 6 by writing the half reactions, and realizing that the pO, and ac values are only relevant to the
chemical equilibrium of CO, and CO. Using the equilibrium equations 4.7 and 4.8, and varying pO,
values from environmental to oxide-metal interface conditions, the activity of carbon was calculated. This
result gives a range of values for the activity of carbon as the partial pressure of oxygen drops through the
scale to the value at the oxide interface. This is represented by the dashed blue lines plotted on the right
graph in Figure 3.38.

3C0 + 2Cr - Cry,03 + 3C 7

3 3
ECOZ+2CT'—>CT'203 +§C 8

In order to test the thermodynamic model with samples that were tested in these conditions, SIMS
analysis was performed by EAG Laboratories. A sputtering technique was used to observe carbon
concentration as a function of depth through the oxide, and into the base material. The carbon profile was
analyzed on alloy Haynes 625 exposed to RG CO,, RG with 1% CO, and RG with 100ppm O,. The
results are summarized in figure 3.38 (left). The value for the carbon concentration for as received Haynes
625 has also been plotted in figure 3.38. It is observed from the SIMS profile that the max carbon
concentration is higher in the 1% CO environment compared to RG. The sample exposed to 100ppm
oxygen mixed CO2 had an oxide that was too thick to penetrate using SIMS, and therefore, the carbon
profile is only in the oxide (where carbon should be very low). Another observation is that the carbon
profile for the sample exposed to 1% CO mixed CO, has a more diffuse profile, indicating that the carbon
has diffused further into the sample. Using the SIMS profile, the max value for the concentration of
carbon can be obtained. This should be the carbon concentration at the oxide metal interface where
thermodynamics predicts that the activity of carbon should be highest. By dividing by the number density
of the as received 625 alloy, the atomic percent of carbon at the interface was calculated. As received 625
has roughly .1% carbon, post exposure RG sample showed a max carbon value of .45% , and the 1% CO
sample had .8% carbon at the interface. These values were compared to the predicted values and plotted
in figure 2.38 (right).
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Figure 3.38. Left: SIMS carbon profile for Haynes 625 exposed to CO2 for 1000 hours at 750°C in RG,
RG with 1% CO, and RG with 100ppm O2. Right: Volatility diagram for Cr-C-O phases at 750°C, 1 atm

for RG and 1%CO mix with SIMS results for carbon activity.

The predicted range for the carbon activity is significantly higher than the observed results from the SIMS
testing. A couple possibilities for these deviations are:

Kinetics have not reached a uniform layer of carburization
Surface roughness and internal oxidation causes lower aC values
SIMS sputtering plane is not lined up perfectly with metal-oxide interface

Strong oxidizers such as Aluminum and titanium will cause internal oxidation, which will alter
carbon values

All activity coefficients were assumed to be one, which is not true when concentrations are high
enough

Concentration of chromium was not considered in this model. Haynes 625 starts with 20%
chromium, and there was a significant depletion zone from oxidation

Particularly interesting from the SIMS profile is the evidence of carbon throughout the oxide in the
1% CO mixed case. Carbon in the oxide (pO2 > 10 *") should exist as amorphous carbon since it is lower
than the ac required for carbide formation. Carbon in the base material should form carbides if the pO2 is
set by carbide-oxide limit and pure cr-cr203 limit. This is corroborated by the TEM studies presented by
KAIST in which they observed amorphous carbon throughout the oxide of the nickel based superalloy,
and carbide formation along grain boundaries [Lee, 2016]. As received Haynes 625 contains roughly .1
atomic percent carbon. This exists at an aC value of -3 which would indicate precipitation of
Cr7C3/Cr23C6 phases over the Cr3C2 phase. SIMS analysis found the atomic percent of carbon at the
interface for the 1% CO and RG cases to be .80 and .45 respectively. If the pO2 value predicted by the
thermodynamic equilibrium is accurate, the carbides that exist at the oxide-metal interface should be a
mixture of Cr3C2 and Cr7C3. In order to check some of these conclusions, SEM/EDS was used in order
to look at the Haynes 625 sample exposed to 1%CO mixed CO, at 750C for 1,000 hours. Figure 3.39
shows the cross-sectioned SEM image.
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Figure 3.39. Cross-Sectional SEM imaging of Haynes 625 alloy exposed to sCO2 at 750C, 2900psi for
1,000 hours.

SEM and EDS showed a chromium manganese rich oxide which is typical for corrosion of nickel
based superalloys in these conditions. Figure 3.39 also showed molybdenum and niobium rich carbides
beneath the oxide at the interface which was predicted by the thermodynamic model. Figure 3.39 also
supports several of the flaws not captured by the model, such as the surface and interfacial roughness of
the sample, and the kinetics limited non-uniform carbide layer. In order to continue with the modeling
effort, molybdenum and niobium carbides should be considered instead of only chromium rich carbides.
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CHAPTER 4: HIGH TEMPERATURE CORROSIONOF 316 AND 310 STAINLESS STEELS
AND ALLOY 709 IN SC-CO,

4.1. Introduction and Motivation for Alloy 709: Alloy 709 is receiving considerable attention for
implementation into a sodium fast reactor (SFR) but there is interest in the compatibility of alloy 709
in SC-CO2 because there is interest in using the SC-CO2 Brayton cycle as the power conversion
cycle for the SFR. The alloy has a higher Cr (which promotes chromia formation on the surface) and
Ni content than conventional austenitic stainless steel (e.g., 316, 310) and contains a small amount of
Mo. Alloy 709 has shown the best overall performance for austenitic stainless steels in terms of
yield strength, tensile ductility, thermal aging resistance, resistance to sodium exposure, creep

resistance, weldability, and high temperature toughness. Figure 4.1 summarizes some of the
attributes of alloy 709.

1000
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Figure 4.1: (a) General properties of alloy 709, (b) creep rupture life as a function of time at 700°C
for alloys 709 and 316SS

In this project, alloy 709 samples procured from Oak Ridge National Laboratory (ORNL) were
tested high temperature, high pressure SC-CO2 and the performance of alloy 709 was benchmarked
against 310 and 316 austenitic stainless steels. Tests were performed at 650°C for total exposure
duration of 1000 hours in increments of 200 hours in research grade (RG) SC-CO2 in the autoclave

test facility as described earlier. Samples were copper coated before cross sectional analysis to
preserve the oxide layer from edge rounding and to provide a distinct separation between the
mounting material and the oxide layer.

4.2. Results and Analysis: As shown in Figure 4.2a, 316SS exhibited a much greater weight gain than
310SS or alloy 709. This metric indicates that 316SS has significantly lower corrosion resistance than
310SS and alloy 709. Alloy 310SS and alloy 709 perform very similarly and exhibit diffusion-limited
protective oxide layer growth, due to the formation of a cohesive, protective chromia oxide layer, while
316SS exhibited para-linear oxidation behavior indicating that excessive oxidation. Figure 4.2b shows an
expanded version of Figure 4.2a and shows alloy 709 to have superior in regards to corrosion resistance
than 310 stainless steel due to its slightly higher Cr content.
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Figure 4.2: Weight change measurements as a function of exposure time in RG SC-CO, at 650°C, (a)
compressed scale and (b) expanded scale.

Figure 4.3 shows cross-sectional SEM micrographs of 310SS indicating the progress in after
exposure for (a) 200, (b) 600, and (c) 1000 hours at 650°C. The oxide layer thicknesses were
measured and determined to be 0.49 um, 0.76 um, and 3.00 um, respectively for 200, 600, and
1000 hours, respectively.
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Figure 4.3: Cross-sectional SEM images showing the development of oxide layer on 310 stainless

steel as a function of exposure time in RG SC-CO; at 650°C, (a) 200 hours, (b) 600 hours, and (c)
1000 hours.
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Figure 4.4 shows the cross-sectional SEM micrograph of alloy 310 exposed to SC-CO2 at
650°C for 1000 hours with a corresponding EDS elemental mapping. The oxide was observed to be
an approximately 3.00 um thick chromium-rich spinel with a region of nickel enrichment and
chromium depletion in the substrate directly under the oxide/substrate interface. Oxide cracking is
apparent, indicating further oxidation of the metal may readily occur.

310-96(3)
Cu platini i 1 5535
Oxide i
310
28 m

Figure 4.4: (a) Cross-sectional SEM image of oxide layer on 310 stainless steel exposed to RG SC-
CO; at 650°C for 1000 hours, (b) EDS line-scan across the oxide layer.

Figure 4.5 shows cross-sectional SEM micrographs of 316SS indicating the progress after
exposure for (a) 200, (b) 600, and (c) 1000 hours at 650°C. As may be noted 316 SS exhibits a
significantly thicker oxide layer than 310SS. The oxide layer formed on 316SS also showed
significant spallation as can be seen from plan view images and EDS elemental maps shown in
Figure 4.6.
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Figure 4.5: Cross-sectional SEM images showing the development of oxide layer on 316 stainless

steel as a function of exposure time in RG SC-CO; at 650°C, (a) 200 hours, (b) 600 hours, and (c)
1000 hours.
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Figure 4.6: SEM plan view images of oxide layer on 316 stainless steel after exposure to just
200hours in RG SC-CO; at 650°C and EDS elemental analysis

Figure 4.7 shows the cross-sectional image of the oxide layer developed on 316SS after
exposure to 600 hours in RG SC-CO, at 650°C and EDS elemental analysis. The outer layer is a
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fragile magnetite layer that may be prone to spallation and an inner spinel (Fe, Cr)-oxide layer.

Figure 4.7. SEM cross-sectional image of the oxide layer developed on 316SS after exposure to 600
hours in RG SC-CO; at 650°C and EDS elemental analysis showing an outer Fe-oxide magnetite
layer and an inner spinel (Fe, Cr)-oxide layer.

Figure 4.8 shows cross-sectional SEM micrographs of alloy 709 indicating the progress in after
exposure for (a) 200, (b) 600, and (c) 1000 hours at 650°C. The oxide layer formed on this alloy
was substantially thinner than on 316 stainless steel and slightly thinner than the one that formed on
310SS.
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Figure 4.8: Cross-sectional SEM images showing the development of oxide layer on alloy 709 as a

function of exposure time in RG SC-CO, at 650°C, (a) 200 hours, (b) 600 hours, and (c) 1000
hours.

Figure 4.9 shows a direct comparison of the oxide layer that forms on the three alloys after exposure
to RG SC-CO, at 650°C for 1000 hours.
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Figure 4.9: Cross-sectional SEM images showing the oxide layer formed after exposure in RG SC-
CO; at 650°C for 1000 hours, (a) 316 stainless steel, (b) 310 stainless steel, and (c) alloy 709.

Table 4.1 summarizes the thickness of the oxide layers developed on the three alloys as function of
exposure time.

Table 4.1: Measured Oxide Thicknesses for Alloys Investigated. [um].

310 316 709

200 hours 0.49 11.39 0.61
600 hours 0.76 19.64 0.66
1000 hours 3.00 17.94 0.66

Figure 4.10 shows the x-ray diffraction patterns of the oxide layers that form on 310SS. A brief
description of phases observed is as follows:

Untested 310SS: As expected, peaks from the base material austenite phase.

400 hours: Chromium rich spinel, Cr2—xFex0O3, and manganese-iron spinel, Mn2—xFexO4, and

chromium manganese spinel, CrMn204o0bserved. Contributions from the austenite base material

were observed since the oxide layer is very thin.
= 1000 hours: Chromium rich spinel, Cr2—xFex0O3, and manganese-iron spinel

Mn2—xFexO4.observed. Contributions from the austenite base material were also detected but the
intensity of the peaks was smaller than the 400 hour sample due to thicker oxide layer.
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Figure 4.10: XRD patterns for 310SS for bare, untested sample and after exposure to 400
hour, and 1000 hours.

Figure 4.11 shows the XRD patterns for 316SS. Peaks identified include:
Untested sample: As expected, peaks from the austenite phase base material.
400 hours: Primarily Cr, Mn, and Fe based oxide species were observed, including (Cr,Mn,Fe)O4,

Mn2NiO4, (Mn,Fe)O3. Base material austenite peaks were not observed due to the tick oxide layer.

1000 hours: Hematite and magnetite oxide phases are now observed including Fe20O3 and Fe304.
Other Cr-, Mn-, Fe-, and Ni-oxide phases observed incluing, (Cr,Mn,Fe)O4, Mn2NiO4, NiCr204,
Mn203.
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Figure 4.11: XRD patterns for 316SS for bare, untested sample and after exposure to 400
hour, and 1000 hours.
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Figure 4.12 shows the XRD peaks for alloy 709.

Untested alloy: Base material austenite phase.

400 hours: Cr-rich Crp—xFexO3 spinel peaks were observed alongside with contributions from the
austenite base material due the small thickness of the oxide layer.

1000 hours. Cr-rich spinel, Cr2—xFexO3, manganese-iron spinel, Mn2—xFexO4, and chromium
manganese spinel, CrMn204 were observed. Contributions from the austenite base material were
still detected.
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Figure 4.12: XRD patterns for alloy 709 for bare, untested sample and after exposure to 400
hour, and 1000 hours.

Microhardness testing was conducted on 1000 hour exposed samples to investigate the
possibility of carburization during SC-CO2 exposure at 650°C. Tests were performed using the
Vickers hardness test (Wilson Tukon 1202) with an applied load of 50g. Indents were laterally spaced
75 microns apart from one another and 25 microns vertically. An optical micrograph of a
microhardness measurement pattern is shown in Figure 4.13a. Average microhardness values for
untested samples were also measured and the hardness profiles are presented in Figure 4.13b. No
significant increase in hardness was observed indicating that carburization does not occur to any
significant degree given that carburization increases the hardness.
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Figure 4.13: (a) optical microscopy image of typical microhardness measurement pattern and (b)
pattern. Microhardness test results on 310, 316, and 709 and accompanying average hardness
values for untested samples.
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CHAPTER 5: CORROSION STABILITY OF SOLID STATE DIFFUSION BONDS IN SC-
CO, ENVIRONMENT

5.1. Introduction: Diffusion bonding (DB) is a high temperature, high pressure solid state metal
joining process that is attractive for the fabrication of heat exchangers for the SC-CO, Brayton cycle.
Diffusion bonding is defined as the process that make permanent joints by establishing interatomic
bonds between workpieces through the action of local or general heating or plastic deformation, or
both. The process obviates the need for liquation-base processes such as welding, which leave
behind a gradient a microstructure and properties from the fusion zone to the heat-affected zone
(HAZ) to the base material. In order for the diffusion bonding process to be effective, and the
materials involved must be amenable to interdiffsion of atoms of the two mating surfaces. Important
parameters in diffusion bonding include:

Pressure. The applied loads are great enough to cause slight micro- plastic deformation (1-2%) but not
cause macro-deformation of the material.

Temperature: The temperatures applied are generally 50-80% of the absolute melting temperature of
the materials being bonded.

Time: The time for the bonding process can range up to 60 minutes and greater.

Surface Finish: The surface finish of the material is very important because it influences how the
materials being bonded interact with each other on an atomic scale. The surface roughness
determines the extent of initial surface contact, the size of the voids and ultimately influences
the efficacy of the bonding. The presence of oxides and other debris can lead to a poorbonding.

Environment: The bonds are most often fabricated in a vacuum (i.e, at low base pressures).

Interlayer Materials: Interlayer materials are often used when bonding dissimilar materials in order
to enhance contact and reduce residual stresses or thermal expansion mismatch developed at the
dissimilar material interfaces.

Figure 5.1 schematically illustrates the microstructural evolution of the diffusion bond. In the
first stages of diffusion bonding, initial asperities of the materials come into contact with one
another. Plastic deformation of the asperities occurs and the contact areas consequently
increase. Large, irregularly shaped voids are then removed and the grain boundaries migrate. Lastly,
isolated voids are removed by diffusion and the grain boundaries coalesce and volume diffusion

OCcCurs.
Initial Asperity Contact (A) First Stage—Deformation and
Interfacial Boundary Formation
(B) Second Stage—Grain Boundary (C) Third Stage—Volume Diffusion
Migration and Pore Elimination Pore Elimination
Figure 5.1: Mechanism of of diffusion bonding.
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Printed Circuit Heat Exchangers (PCHE) are being considered for heat exchangers for the SC-CO,
Brayton cycle because PCHE maximizes the available surface area for effective heat transfer.
Because of the small channel sizes of PCHE, diffusion bonding is emerging as an ideal
fabrication technique for this type of a heat exchanger. Figure 5.2 shows an example of PCHE,
where flow channels are etched chemically onto metal plates and the plates are then stacked and
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Figure 5.2: (a) Etched plates for PCHE and (b) bonded PCHE cross-section depicting flow
channels.

6.2. Experimental: The following material couple systems were investigated in this project for diffusion
bonding experiments: (i) mutual bonding between 310 stainless steel, (ii) mutual bonding between
316 stainless steel, and (c) mutual bonding between Haynes 230. The diffusion bond work was
performed at a private company Vacuum Process Engineering. The diffusion bonding
parameters used are as follows (more specific parameters could not be provided by the company due
to proprietary reasons): (i) Temperature: 900-1200°C, (ii) Pressure: 500-1000 psi, (iii) Physical
Deformation: 1-2%, and (iv) Time: 1-2 hours

Testing was conducted in the experimental facility described earlier in the report, at 20 MPa
pressure, 650°C RG SC-CO, for exposure durations of 200, 600, and 1000 hours. Samples were
prepared to ensure that edge effects were minimized which is particularly important for examining
the performance of the diffusion bonding.

In order to more fully understand the effect of high temperature SC-CO, corrosion on diffusion
bonds, detailed characterization was performed of the materials before bonding, after diffusion
bonding, and after corrosion testing. It should be noted that there are multiple sources of stress that
the diffusion bonds experience including:

Thermal and physical stress from diffusion bonding process,
Heat from autoclave environment (in effect, heat treating the materials)

Ingress of CO2 into substrate material which may affect the integrity of the bond, for example
through carburization.

Of most importance in this work was the ingress of SC-CO, into the material and how it affects the
bonds integrity by way of corrosion. Therefore, extensive characterization was must performed at
various stages to most effectively identify the effects of SC-CO, corrosion on the diffusion bond
line. The following samples were systematically evaluated:

As-received material
As-received diffusion bond
Along diffusion bond interface, near edge exposed to SC-CO,

Along diffusion bond interface, away from edge exposed to SC-CO,
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Bulk material (to identify the changes in bulk material due to thermal effects).
Diffusion bond exposed to SC-CO,

5.3. Evaluation Techniques: In order to assess the response of the diffusion bond to SC-CO,
environment, optical microscopy, SEM, EDS, and microhardness testing were performed. The
etchant used for 310 and 316 were Glyceregia (15 mL HCI, 10 mL glycerol, 5 mL HNO3), etched
for approximately 2-3 minutes by immersion. The etchant used on the Haynes 230 was Kallings
reagent (40 mL HCI, 40 mL HNO3, and 2g CuCl2) etched for approximately 2 minutes by
immersion. Optical microscopy was used to evaluate the quality of etching. Figure 5.3 depicts
microstructure after etching along the bond interface near the surface of the diffusion bonded 310
stainless steel sample exposed to RG SC-CO..

(b)

Figure 5.3: (a) near edge microhardness and (b) microstructure for 310 stainless steel-310 stainless
steel couple after exposure to RG SC-CO,at 650°C after 200 hours exposure.

Microhardness testing was performed to evaluate the degree of carburization within the
samples to examine if the diffusion bond acts as a conduit for carbon ingress. Figure 5.3(a)
depicts typical microhardness indents made along the bond interface near the diffusion bond line,
while Figure 5.4 depicts typical microhardness results. Microhardness indents are made in rows
along the bond interface and parallel to the bond interface to compare differences. Results plotted
are indents specific to each row and averaged along each row, and compared to as-received DB and
non-DB as received material samples. SEM and EDS were primarily used to obtain high resolution
images of the region where potential carburization could have occurred and led to an increased concentration
of carbides.
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Figure 5.4: Vickers hardness testing results on 310 stainless steel-310 stainless steel couple sample
near the edge.

5.4. Results and Analysis: Figures 5.5 and 5.6 show etched 310SS samples to ascertain the behavior of
diffusion bonded samples in the SC-CO2 environment. Figure 5.5 shows an etched, as received,
untested 310SS diffusion bond (a) along diffusion bond (DB) interface near the edge exposed to
SC-CO2 and (b) along DB interface near the center of sample which is not exposed to SC-CO2.
Figure 5.5(c) and (d) low and high magnification optical images of etched, as received, non-diffusion
bonded, untested 310SS to compare the microstructure of the diffusion bonded material and as-
received, untested material. Figure 5.5(e) shows a non-DB, etched 310SS exposed to 650°C RG SC-
CO2 for 1000 hours.
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Figure 5.5: Etched optical microscopy images of as-received 310 stainless steel: (a) untested 310DB near
edge, (b) untested 310 DB near center of sample, (c) untested 310, non-DB low magnification, (d)
untested 310, non-DB high magnification, and (e) etched 3108S exposed for 1000 hours at 650°C RG SC-
CO,.

Figure 5.6 (a) and (b) depict similar images to Figure 5.5(a) and (b) except they have been
aged in the SC-CO, environment for 200 hours; Figure 5.6(c) and (d) show similar images except they
have been aged in the SC-CO, environment for 600 hours, and Figure 5.6 () and (f) show similar
images except they have been aged in the SC-CO; environment for 1000 hours. The bond region is
highlighted in red. In outlined area, the following observations are made about 310SS diffusion
bonded samples:

The initial bond quality is not as good and the grains do not appear to coalesce around the
bond interface, indicating that the two joined materials have not necessarily thoroughly bonded.
The grain size of the material dramatically increases as a result of the diffusion bonding process. This
is expected because the material is exposed to 1000-1200°C for a few hours during the diffusion
bonding process. This observation is consistent with previous studies.

As a consequence of the material not being perfectly bonded, after 200 hours of exposure to SC-
CO,, there is significant carburization along the bond line nearest to the edge exposed to SC-CO,
indicating that CO2 was able to ingress into the bond initially. After 600 hours of exposure to
SC-CO,, the carbides near the bond interface are not present; carburization occurs very slightly
along grain boundaries. The degree of carburization along grain boundaries is slightly greater on the
edge exposed to SC-CO,. The grains appear not nearly as separated as the initial bond
indicating that the grains may begin to coalesce. After 1000 hours of exposure to SC-CO,, the
carbide near the bond interface are present again but only near the edge exposed to SC-CO,. The
grain size appears to be smaller near the bond interface, indicating that the two materials have
joined effectively to form one material. The grain size of the material dramatically increases as a
result of the diffusion bonding process. This is expected because the material is exposed to 1000-
1200°C for a few hours during the diffusion bonding process. After 200 hours of exposure to
SC-CO,, there is slight carbide formation along bond line nearest the edge exposed to SC-CO,
indicating that SC-CO, may be able to ingress into the bond initially. This does not appear to be
present in the center of the sample,indicating the diffusion of CO2 into the material is limited to
near the edge exposed to SC-CO..

After 600 hours of exposure to SC-CO,, the carbides near the bond interface are not present
but carburization occurs along grain boundaries. The degree of carburization along grain boundaries
is greater on the edge near the sample exposed to SC-CO..

After 1000 hours of exposure to SC-CO,, carbides are observed to preferentially form along
grain boundaries and are most densely located near the edge exposed to SC-CO,; however,
clustered carbides are still observed near the center of the sample both near the diffusion bond
interface and in the bulk material.
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(a) 310 DB near edge exposed to 650°C RG S- (b) 310 DB near center exposed to 650" CRG S-
CO2 for200hours CO2 for200hours

m} T
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(¢) 310 DB near edge exposed to 650°C RG S- (d)310DB near centerexposedto 650 CRG S-
CO2 for600hours CO2 for600hours

() (d)

310DB near centerexposedto 650 °CRG S-CO2
for 1000 hours

(e) 310 DB near edge exposed to 650°C RG S-
CO2 for 1000 hours

(e) ()
Figure 5.6: Etched optical images of diffusion bonded 310SS exposed to RG SC-CO; at 650°C.
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Figures 5.7 and 5.8 show etched 316SS samples to evaluate the stability of diffusion bonded
samples in the SC-CO, environment. Figure 5.8 depicts an etched, as received, untested 316SS
diffusion bond (a) along DB interface near the edge exposed to S-CO2 and (b) along DB interface
near the center of sample which is not exposed to S-CO2. Figure 5.7(c) and (d) show low and high
magnification optical images of etched, as received, non-diffusion bonded, untested 316SS to
compare the microstructure between the diffusion bonded material and as-received, untested
material. Figure 5.7(e) shows a non-DB, etched 316SS exposed to 650°C RG SC-CO, for 1000
hours. Figure 5.8 (a) and (b) depict images similar to Figure 5.7 (a) and (b), except that
they have been aged in the SC-CO, environment for 200 hours; Figure 5.8(c) and (d) show similar
images but with the samples aged in the SC-CO, environment for 600 hours, and Figure 5.8(e) and
(f) show similar images with the samples aged in the SC-CO, environment for 1000 hours. The area
where the bond is located is highlighted in red. The initial bond quality is good. The grains appear
to coalesce around the bond.

€Y (b)

(©) (d)

Figure 5.7: Etched optical images of etched, as received 316SS;, DB and non-DB.: (a) Untested 316
DB nearedge, (b) Untested 316 DB near center of sample, (c) untested 316, non-DB, and (d) etched 316SS
exposed to 650°C RG S- CO2 for 1000 hours.
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o 316 DBuearcenter exposedto 650 CRG S-
(a) 316 DB near edge exposed to 650 C RG S- ?())2 for 200 hours P

CO2 for200hours

(¢) 316 DB near edge exposed to 650°C RG S- (d)316 DB nearcenter exposedto 650 CRG S-
CO2 for600hours CO2 for600hours

(e) 316 DB near edge exposed to 650°C RG S- 316DBnearcenterexposedto 650°CRG S-CO2
CO2 for 1000 hours for 1000 hours
Figure 5.8: Etched optical microscopy images of diffusion bonded 316 stainless steel after exposure to
SC-CO..
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Figures 5.9 and 5.10 depict etched Haynes 230 samples to ascertain the behavior of diffusion
bonded samples in the S-CO2 environment. Figure 5.9 depicts an etched, as received, untested
Haynes 230 diffusion bond (a) along DB interface near the edge exposed to SC-CO, and (b) along
DB interface near the center of sample which is not exposed to SC-CO,. Figure 5.9 ¢ and d
show low and high magnification optical images of etched, as received, non-diffusion bonded,
untested Haynes 230 to compare the microstructure between the diffusion bonded material and as
received, untested material. Figure 5.9e shows a non-DB, etched Haynes 230 sample exposed to
650°C RG SC-CO, for 600 hours.

Figure 5.10 a and b show similar images to Figure 5.9 a and b except they have been aged in
the S-CO2 environment for 200 hours; Figure 5.10 (c) and (d) show similar images except they
have been aged in the S-CO2 environment for 600 hours, and Figure 5.10 (e) and (f) show
similar images except they have been aged in the S-CO2 environment for 1000 hours. The area
where the bond is located is highlighted in red. The following observations are made about Haynes
230 diffusion bonded samples:

The initial bond quality is not as good as for the 316SS but better than the 310SS. The
grains appear to coalesce around the bond interface, indicating that the two joined materials have
combined to form one material. There is still secondary carbide formation along the bond interface
as the result of the diffusion bonding process. The grain size of the material increases as a result of
the diffusion bonding process yet not nearly to the degree as the grain growth observed in the
310SS and 316SS, but secondary carbide formation is observed. After 200 hours of exposure
to SC-CO; the secondary carbides were observed to be less present than in the as-received
material, but more than the as-received, untested Haynes 230. The carbides phases are still
observed bond interface.

After 600 hours of exposure to SC-CO, secondary carbides were observed to be less present
than in the as received material, but more than the as-received, untested Haynes 230. The
carbides present at the bond interface are still observed but much less readily than in the
bonded, as received diffusion bonds or the 200 hours tested bonds. This may be an artifact of the
etching process. There are still more secondary carbides present than in the as received, untested,
unbonded material.

The concentration of secondary carbides appears to be smaller in the 1000 hour sample as
compared to the 600 hours tested samples. It is possible that the exposure to 650°C is heat
treating the material and removing most of the secondary carbides that resulted from the
diffusion bonding process.

Secondary carbides are present at the surface of the unbonded, tested Haynes 230 at 650°C
for 600 hours, indicating that carbon ingress may be possible; however, this behavior was not
observed on the DB samples. Carburization tends to be initiated at grain boundaries on the surface
of the non-DB sample.
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(e)
Figure 5.9: Etched optical images of etched, as received Haynes 230; DB and non-DB: (a)
untested DB near edge, (b)untested DB in the center of the sample, (c) untested DB sample away from

DB, low magnification, (d) untested DB sample away from DB, high magnification,(e)etched after
exposure to SC-CO; at 650°C for 600 hours.
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(f)
Figure 5.10: Optical images of etched diffusion bonded Haynes 230 exposed to S-CO2 (a) DB near-
edge, 200 hours exposure at 650°C, (b) DB center of sample, 200 hours exposure at 650°C, (c) DB
near-edge, 600 hours exposure at 650°C, (d) DB center of sample, 400 hours exposure at 650°C,(e)

DB center of sample, 1000 hours exposure at 650°C, and (f) DB center of sample, 1000 hours
exposure at 650°C,
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6.4. Microhardness Testing: Microhardness measurements were conducted to evaluate the extent
of carburization (if any) within DB samples exposed to SC-CO,. Although, this may not be a fully
confirmatory test to establish if carburization has occurred (particularly at low carburized layer
thickness), it has been used as a sensitive indicator of microstructural changes. Extensive
carburization will likely to result in an increase in hardness. Figure 5.11(a), 5.12(a), and 5.14(a)
show the minimum, maximum, and average Vickers hardness values made on 310, 316, and 230
samples, respectively. Figure 5.11(b), 5.12(b), and 5.14(b) show the average Vickers hardness
values made on sets of rows on 310, 316, and 230 samples, respectively to evaluate if the
diffusion bond interface acts as a conduit for carburization. Hardness measurements were made
near the bond interface on the edge to SC-CO; and away from the edge exposed to SC-CO,, on
samples exposed to SC-CO, for 1000 hours, as-received DB samples, and as-received, non- DB,
untested samples to understand if diffusion bond process facilitates carburization.

310 DB Averaged Microhardness Measurements 310 DB Averaged Microhardness. Measurements
g 200
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1000 Edge 1000 Certer DB Bare Bar CEIIE

WAl W Max ®Average = On bond region =3 indentsnearbond  mAway from bond

(a) (b)

Figure 5.11: Averaged microhardness measurements for diffusion bonded 310SS, (a) minimum,
maximum, and averaged microhardness measurements, (b) averaged microhardness measurements
along rows.

As shown in Figure 5.11, the overall hardness of the material decreases after the diffusion
bonding process. There is a slight increase in hardness after exposure to SC-CO,, but there is no
overall trend indicating that the bond acts as a significant conduit for carburization. No statistically
significant conclusions can be made based on hardness measurements for 310SS in regards to effect
of carburization on diffusion bond, indicating that no significant carburization occurred.

316 DB Averaged Microhardness 316 DB Averaged Microhardness
Measurements Measurements
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1000 Falge On bond region 3 indents near bond Away from bond
mMin W Max ®Avorage #1000 Edge = 1000 Center ®E

Figure 5.12: Averaged microhardness measurements for diffusion bonded 316SS, (a) untested DB
near edge, (b) untested DB near center of sample.
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As depicted in Figure 5.12, the overall hardness of the 316SS decreases after the diffusion
bonding process. 316SS DB samples exhibited the most significant evidence for carburization. There
is a slight increase in hardness on the surface exposed to SC-CO,, but there is no overall trend
indicating that the bond acts as a significant conduit for carburization; if carburization were to
occur it would occur within the first 10 um. No statistically significant conclusions could be made
from hardness measurements for 316SS, in regards to carburization effecting the bond after 1000
hours of SC-CO;exposure.

As depicted in Figure 5.14, the overall hardness of the Hhaynes decreases after the diffusion
bonding process. Haynes 230 DB samples exhibited the most variability in the microhardness
measurements. This is the result of the WgC solid solution carbide strengtheners present in the
matrix. A large microhardness value is attributable to indents placed on carbide rich regions.
There is no statistically significant hardness measurements made on Haynes 230, indicating that
no significant carburization occurred after 1000 hours of SC-COexposure.

Figure 5.13: Optical image of Vickers hardness testing indents on 316 DB sample near edge exposed
to 650°C RG SC-CO; for 1000 hours.
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Figure 5.14: Averaged microhardness measurements for diffusion bonded Haynes 230, (a) untested
DBnearedge and (b) untested DBnear centerofsample.

5.5. Summary: Solid state diffusion bonding has been identified as a technique for manufacturing
printed circuit heat exchangers that have considerable potential applications for use in theSC-CO,
Brayton cycle. Diffusion bonding was performed on three alloys 310SS, 316SS, and Haynes 230 to
create similarly bonded joints (i.e. 310 bonded to 310, 316 bonded to 316, and 230 bonded to 230)
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by a commercial company. The changes in microstructure due to high temperature used for diffusion
bonding, and initial bond quality and its subsequent degradation in the SC-CO, environment was
evaluated using microhardness testing, and SEM/EDS. The diffusion bonding process itself was
found to promote grain growth in 310 and 316, while generating a large amount of secondary carbides
in Haynes 230. Diffusion bonds in 310SS and Haynes 230 exhibited good resistance to corrosion
attack in SC-CO, environment and did not show evidence of bond facilitated degradation of the
material whereas 316SS was observed to form intergranular carbides closest to the edge of the
sample exposed to SC-CO,, indicating that the diffusion bond interface may facilitate material
degradation.
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CHAPTER 6: WEAR AND SPALLATION OF OXIDE LAYERS ON STRUCTURAL
ALLOYS FORMED IN HIGH TEMPERATURE SC-CO, ENVIRONMENT

6.1. Introduction: The mechanical fragility of the protective oxide layer that forms during corrosion in
SC-CO., is of considerable significance in the Brayton cycle application give the high flow rates of CO,in
this application. The removal of protective oxide layer can lead to enhanced corrosion, and more
importantly the detachment of hard oxide particulates can lead to three-body wear in turbomachinery and
other components. This facet of the project has therefore focused on evaluating wear performance of
various oxide layers formed on various structural materials in SC-CO, Brayton cycle, using a pin-on-disk
wear testing apparatus.

6.2. Experimental Technique: In an attempt to simulate erosion-corrosion effects on materials exposed to
SC-CO,, pin-on-disk wear tests were conducted in accordance with ASTM Standard G99-05 “Standard Test
Method for Wear Testing with a Pin-on-Disk Apparatus. In this test, the disc (i.e., the test sample) is
affixed to a horizontal platform which rotates in the horizontal plane. A pin, with a spherical tip, is
impressed against the disk with a specified load. The test is conducted for a specific time with a specific
rotational speed (i.e., revolutions per-minute, rpm) to describe a circular wear track on the sample surface.
The wear track was then evaluated for wear magnitude and mechanisms using an SEM and the
dimensions of the wear track were measured using an optical profilometer. The SEM and profilometry
analysis were couples with image analysis codes to evaluate further refine dimensional measurements and
evaluate spallation. A well-defined wear track with sharp boundaries is indicative of an oxide that would
be resistant to spallation and wide wear track would be indicative of an oxide layer with poor wear
resistance. The two effects are somewhat exclusive, in that an oxide layer exhibiting a large wear track
may exhibit relatively low spallation if the it possesses a cohesive microstructure. The pin material is a
variable, however in this project, 3mm alumina balls (aluminum oxide Al203: synthetic ruby ball from
the company Small Parts, Inc., Florida) were used as a pin material based on the high hardness and
chemical inertness of this material. Figure 6.1 shows the pin-on-disc wear tester used in this study.

Pin-on-Disk Wear Tester

=

Figure 6.1: Photograph of the pin-on-disc testing apparatus used in this project.

As an example, the SEM image of a wear track on oxide layer developed on alloy Haynes 282 after
exposure to RG SC-CO2 at 750°C for 600 hours, along with our image processing approach is shown in
Figure 6.2.
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Figure 6.2. (a) Low and high magnification SEM micrographs and (b) accompanying processed images
of wear track on Haynes 282 after exposure to RG SC-CO; at 750°C for 600 hours subjected to two hours
of pin on disc wear testing at 60g load.

Additional measurements and analysis using profilometry and SEM imaging was used to calculate the
wear track depth and uniformity. The wear track depth was measured using profilometry scans. Figure
6.3a shows a typical profilometry scan and of the wear track on the oxide layer formed on Haynes 282,
while Figure 6.3b depicts the depth profile of the wear track as measured by the profilometer. Figure 6.3c
shows a curve-fit to the depth profile assuming an elliptical Hertzian contact by the ruby ball on the oxide
layer. Multiple profilometry scans were taken in order to provide statistical evidence of average depth
profiles. Image processing was also be used to calculate the statistical variability of the width of the wear
track which may be regarded as a measure of spallation. The variability of the wear track was determined
by calculating the area of the actual wear track and comparing it to the area of the idealized wear track. A
value of unity indicates that the actual wear track mimics the behavior of an idealized wear track;
deviations from this behavior (smaller or larger area) indicate variability of the wear track due to spallation
or fragmentation of the oxide layer. Calculations are presented as a ratio of the actual wear track area to the
idealized wear track is simply given by,

Area of Oxide Layer

Tariahilitv =
Varighility Area of Idealized WearTrack
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Figure 6.3: Profilometry scan of wear track on Haynes 282 after exposure to RG SC-CO2 at 750°C for 600

hours subjected to two hours of pin on disc wear testing at 60g load, (b) corresponding extracted depth
profile, and (c) curve fit of the depth profile.

The image processing method is given below and makes extensive use of the Image Processing Toolbox
included in MATLAB v2015a. Figures 6.4 and 6.5 show each step of the image processing methodology
used in the wear track analysis. Figure 6.4 depicts the original image pixel intensity filter using the

MATLAB utility “imagesc.” The utility is used to highlight contrast using the full color range instead of grey
scale.

(a) (b)

Figure 6.4: (a) High magnification SEM image and (b) processed image of a wear track formed on
Haynes 282 after exposure to RG SC-CO at 750°C for 600 hours after being subjected to two hours of pin
on disc wear testing at 60g load.

Figure 6.5b depicts the enhancement of contrast using MATLAB’s *adapthisteq’ utility. The *adapthisteq’
utility uses “contrast-limited adaptive histogram equalization.” The purpose of the utility is to enhance the
contrast of the image to more readily isolate the wear track from the background.

Figure 6.5c depicts the use of MATLAB’s median filter 'medfilt2’ utility used to smooth out and remove
noise from the image to further isolate the wear track from the background image.

Figure 6.5.d depicts where the modified grayscale image is turned into a binary image using MATLAB’s
‘im2bw’ utility that makes use of a global threshold calculation. By this point the wear track edge should
be sufficiently defined such that further operations on the grayscale image are unnecessary and the edges
retained in the binary image are sufficient for further processing.
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Figure 6.5. Image processing methodology used to isolate wear tracks for thickness measurements in
MATLAB.

Figure 6.6 depicts the procedure for image processing of the wear track as follows; Figure 6.6a shows
the use of morphological operators to remove unwanted artifacts from the binary image. Figure 6.6b
shows the inversion of the image (i.e. 1’s are turned to 0’s and vice versa). Figure 6.6¢ depicts the final
clean-up of the image using the MATLAB utility "imfill, holes’ to remove any regions in the image that
have pixels that do not touch the background. A scale bar is also placed. Figure 6.6d depicts the
superposition of the ideal wear track measured from profilometry measurements and the associated
deviation from the idealized behavior.

200 400 E0D B00 1000 1200 o e = o e L
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Figure 6.6: Image processing methodology used to isolate wear track width measurements in MATLAB:
(a) morphological operator applied, (b) inverted image, (c) image is cleaned up and scale bar is placed,
and (d) idealized wear track and deviation is superimposed on the processed image

6.3. Results and Analysis for ferritic steels: Wear testing was performed on two ferritic alloys, T92
steel and a model Fe12%Cr alloy exposed to 450°C RG SC-CO, for 600, 800, and 1000 hours. Samples
were subjected to a 60g load for 2 hours at a constant 150 rpm. The wear phenomena observed in the
wear track included: (a) compacting of oxide layer, (b) pushing/ploughing of oxide layer, (c)
fragmentation of the oxide layer, and (d) formation of wear related debris. The outer magnetite layer
formed on ferritic steels is particularly susceptible to these effects.

Figure 6.7 show low magnification SEMSs micrographs of wear tracks on T92 steel and Fe12%Cr alloy
exposed to 450°C RG SC-CO2 for 600 hours. T92 exhibits a more well-defined uniform wear track and
less debris generation than Fe-12%Cr alloy. The Fel2%Cr wear track is much less uniform, appears to
fragment more readily off of the substrate, and generates much more debris than compared to the T92 wear
track. Oxide cracking is apparent on sections of the wear track for T92 and Fel2Cr. The region of non-
uniformity on the Fel2%Cr is postulated to be the result of nodular oxide growth observed on many Fe-
Cr binary alloys. The T92 600 hour exposed sample appears to be relatively coherent and comparatively
devoid of voids and cracks when compared to the 800 hour test sample.

(a) (b)
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Figure 6.7: SEM plan view micrographs of wear tracks formed on T92 steel and Fe-12%Cr alloy after
exposure to RG SC-CO2 at 450°C for 600 hours subjected to two hours of pin on disc wear testing at 60
grams load: (a) an (c) T92 steel and (b) and (d) Fe-12%Cr alloy.

Figure 6.8 shows the results of the wear track uniformity for the ferritic alloys. Almost all test
conditions result area ratios less than unity the exception being T92 exposed to S-CO2 for 800 hours. The
previous high magnification images of the plan view wear tracks illustrate this in that a fair amount of oxide
tearing and cracking within the inner portion of the wear track. The T92 800 hour sample exhibits the most
uniform wear of the ferritic alloy conditions tested. The 1000 hour Fel2Cr sample exhibits the lowest ratio
of the alloys; this is due to the nodular oxide growth present where chromia extrudes from the surface of the
sample and more readily protects the sample from wear as compared to magnetite. The 800 hour Fe12Cr
sample exhibits intermediate behavior in that the wear depth is substantially reduced in comparison to the 600
hour sample but the wear track width and material removed are similar in magnitude to the 600 hour
sample.

Figure 6.9 provides an overall summary of wear testing of ferritic steels as depicted in a radar plot. The
radar plot depicts the normalized results of the wear track thickness, wear depth, material removed, and
wear track uniformity. Larger values (and a greater overall area) indicate poor performance. Highlighted
in Figure 6.9, Fe12%Cr at 600 hours performs worst in terms of the wear track width, wear depth, and
the overall material removed and Fel2Cr at 1000 hours performs worst in terms of the wear track
uniformity metric due to the nodular growth of chromia which effectively protects the alloy substrate
better. In comparison, the T92 600 hour sample performs best of the T92 samples, followed by the 1000
hour sample and the 800 hour sample performs worst. The 600 hour and 1000 hour sample perform
similarly; oxide cracking was observed in the 800 hour sample and is believed to be the primary reason
for the poor wear resistance of the oxide.
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Figure 6.8: Calculated wear track uniformity area ratio for T92 steel and Fe-12%Cr alloy tested in RG
SC-CO2 environment at 450°C.
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Figure 6.9: Overall assessment of oxide wear behavior for T92 ferritic steel and Fe-12%Cr alloy.

6.3. Results and Analysis for austenitic alloys: Three austenitic alloys, 316 and 310 stainless steel, and
alloy 709 exposed to 650°C RG SC-CO2 for 400 and 1000 hours were tested in the pin-on-disk wear
testing apparatus. Samples were subjected to a 60g load for 2 hours at 150 rpm. Wear track analysis for
various exposures was performed but only results from 1000 hours exposure is presented in Figure 6.10.
316SS exhibited the highest wear of the three alloys tested. While 310SS exhibited the smallest wear
track it also suffered from oxide cracking during testing but alloy 709 exhibited a slightly larger and less
uniform wear track.
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From the discussion of oxide layer analysis for 310SS, 316SS, and alloy 709 presented earlier in the
report the composition of the oxide layers on 310SS and alloy 709 were chromia-rich spinels while the
composition of the outer regions of oxide layer on 316SS was composed on iron-rich magnetite which is
porous and more prone to wear and erosion. Overwhelmingly, the alloy 709 and 310SS performed very

(€) M

Figure 6.10: Low and hig magnification images of wear tracks formed after exposure to SC-CO, at 650°C
for 1000 hours: (a) and (b) 316 stainless steel, (c) and (d) 310 stainless steel, and (e) and (f) alloy 709.

Figure 6.11 shows the calculated volume removed from each sample and test condition. 316SS
exhibited much greater wear rates on the 400 hour sample in comparison to the 1000 hour sample. The
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400 hour sample exhibited large amounts of micro-tears of the oxide layer, ostensibly due to a fragile
outer magnetite layer. Chromia nodules were observed on the surface of the 1000 hour sample which
provides greater wear resistance than magnetite. The wear rates for 310SS and alloy 709 were very
similar for both time intervals. However, the morphology of the wear tracks differed between the two
alloys. For example, the1000 hour-test 709 sample exhibited primarily oxide compression and small
amounts of tears. Little oxide related debris was formed. Alloy 310SS exhibited similar behavior but not
nearly to the magnitude exhibited on the alloy 709. Figure 6.12 shows the results of the wear track
uniformity for the austenitic alloys. Most of the austenitic alloys exhibited uniform wear tracks with the
exception of 316SS exposed to S-CO2 for 1000 hours. As mentioned earlier, this is the result of chromia
phase extruding out of the surface of the alloy, and providing wear protection.
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Figure 6.11: Calculated material removed during wear tests for austenitic alloys.
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Figure 6.12: Calculated wear track area ratio for assessing uniformity of wear tracks for austenitic
alloys, as a measure of spallation.
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Figure 6.13 depicts the overall summary of austenitic wear testing as depicted in a radar plot. The radar
plot depicts the normalized results of the wear track thickness, wear depth, material removed, and wear
track uniformity. Larger values (and a greater overall area) indicate poor performance. Overwhelmingly
316SS performed worst for most metrics. 310SS at 1000 hours performed best, followed closely by 709 at
1000 hours, 709 at 600 hours, and 310SS at 600 hours. The 1000 hour test alloys generally performed
better than the 600 hour test samples due to the development of a more cohesive and wear and erosion
resistant oxide layer.
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Figure 6.13: Overall assessment of wear and erosion resistance of oxides formed on austenitic alloys.

6.3. Results and Analysis for Ni-based alloys: Wear testing was performed on Haynes 282, Inconel
740,and binary alloy Ni-22Cr after exposure to 750°C RG SC-CO2 for 600 and 1000 hours. Similar to
previous alloys, these Ni-based alloy samples were also subjected to a 60g load for 2 hours at a constant 150
rpm. SEM images of the wear tracks formed on these alloys after 600 hours exposure is shown in Figure
6.14. The surface oxide layers for all Ni-base alloys was a very thin (< 1um) chromia rich spinel. As
chromia is a very hard material (Mohs hardness 8 to 8.5), the expected wear rate is very low.
Examination of the wear tracks shows the oxide layer formed on Haynes 282 to be more wear resistant
but also more prone to spallation than Inconel 740, while the oxide layer on Ni-22%Cr shows the most
spallation

Figure 6.15 shows the calculated wear volume for the alloys (the wear performance of 347 stainless
steel is tested under similar conditions is also shown for comparison) . For the 600 hour samples, 347SS
exhibits the poorest wear resistance in that any oxide removed by the wear testing apparatus is removed
by catastrophic ploughing and spallation of the oxide. The binary alloy, Ni-22Cr, exhibits a more well-
defined wear track in the low magnification micrograph but spallation and tearing of the oxide is readily
apparent at high magnifications. Of the alloys wear tested, Haynes 282 and Inconel 740 exhibit the best
wear resistance. Haynes 282 appears to exhibit slightly better wear resistance because the thickness of the
wear track is smaller than that of Inconel 740. In terms of the calculated material removed, Haynes 282
and Inconel 740 perform very similarly; Ni-22Cr exhibits a higher wear rate.
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Figure 6.14: Low and high magnification images of wear tracks formed after exposure to SC-CO; at
750°C for 600 hours: (a) and (b) Haynes282, (c) and (d) Inconel 740, and (e) and (f) binary alloy Ni-
22%Cr.
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Figure 6.15: Calculated wear volume from nickel-based alloys tested.

Figure 6.16 shows the results of the wear track uniformity for the nickel base alloys. The nickel-base
alloys exhibit greater uniformity in comparison to the ferritic alloys. In many of the samples there is
evidence of influence of wear outside of the wear track (as opposed to debris from spalled oxide) and this
is believed to be the result of a microscopically non-uniform oxide. This is most readily apparent in the
wear track of the Ni-22Cr. In general, alloys Haynes 282 and Inconel 740 performed best in terms of the
wear track variability measurement.

Ni Base Wear Track Area Ratio
750C RG SCO, 60g load 2 hours

® AreaRatio
1.2 Total
1 0.92 0.94 0-7
0.85 0.86
0.8
2
p=}
=
= 0.6
£
e
0.4
0.2
0
600 1000 600 1000 600
282 282 740 740 NiCr

Figure 6.16. Calculated wear track uniformity area ratio for nickel base alloys.
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Figure 6.17 depicts the overall summary of wear testing of Ni-based alloys as depicted in a radar plot.
The overall best performing alloy was the Haynes 282 exposed for 600 hours. In general terms the
Haynes 282 outperformed the Inconel 740 samples. Overall, in comparison to the austenitic stainless
steels and ferritic alloys, the nickel base alloys perform much better due to the formation of a uniform,
hard, dense chromia layer.
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Figure 6.17: Overall assessment of wear performance of oxide layers formed on nickel-based alloys.
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CHAPTER 7: STRESS CORROSION CRACKING IN HIGH TEMPERATURE SC-CO,
ENVIRONMENT — A BRIEF SURVEY
7.1. Introduction: As shown in figure 7.1, stress corrosion cracking (SCC) can occur if there is a

simultaneous presence of tensile stresses, a corrosive environment, and susceptible material/microstructure.
Austenitic stainless steels are particularly prone to SCC.

Mechanical

Operational tensile stresses
residual tensile stress

microstructure

Figure 7.1: Schematic illustration depicting the need for confluence of tensile stresses, corrosive
environment, material/microstructural susceptibility for SCC to occur.

7.2. Experimental: The SCC work in this project was not focused on pinpointing the mechanisms of SCC in
SC-CO2 but rather to make an initial assessment of propensity for SCC in this environment. 316 austenitic
stainless steel and Haynes 230 were investigated for SCC testing in this project, and U-bend samples of
these materials were used for this study. Figure 7.2a schematically shows the dimensions of the SCC
samples and Figure 7.2bshows a photograph of a SCC sample that was fabricated in accordance with
ASTM Standard G30-97, “Standard Practice for making and Using U-Bend Stress-Corrosion Test
Specimens.” Flat, unbent samples were water-jet cut from sheet material to dimensions of 3” x 0.75” x
0.625” and bent around a 0.625” diameter mandrel. 316 stainless steel screws were used to hold the bent
samples in place and alumina washers were used to electrically isolate the U-bend samples from these
screws to avoid galvanic corrosion. As in the case of test flat samples discussed in the previous sections,
the U-bend samples were placed in the SC-CO, autoclaves and testing was performed at 650°C for
various exposure durations up to 1000 hours. Additionally, similarly prepared samples were exposed in
ambient air (as a non-carbon bearing oxidizing environment) at the same temperature for the same
durations.
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Figure 7.2: SCC sample used in this project, (a) schematic diagram of the plate material from which the
U-bend samples prepared, (b) photograph of the actual SCC sample (prepared according to ASTM
Standard G30-97).
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7.3. Results and Analysis: Figure 7.3 shows planview SEM micrographs of the untested and tested samples
exposedto both air and SC-CO2 for 200 hours on the apex of the U-bend sample. Unfortunately, slight
cracking was observed in the samples on both Haynes 230 and 316 stainless steel. Cracking appeared to
initiate along brittle WgC carbides for Haynes 230 whereas cracking initiated randomly on the 316SS.
After testing in both air and SC-CO2, cracking was not observed on316SS as it was obscured by the
formation of an oxide layer. For Haynes 230, cracking did not discernibly progress as a result of testing.
Figure 7.4 depicts cross sectional SEM micrographs of the untested and tested samples exposed to both air
and S-CO2 for 600 hours. No discernible cracking was observed in these cross-sectional images. The
oxide layer remained intact on the 316 stainless steel samples exposed to SC-CO2 for 600 hours and was
very similar to the oxide layer developed on test flat samples (discussed earlier), indicating that the applied
stress of the U-bend did not facilitate SCC or change the oxidation behavior. The oxide layer on the
Haynes 230 samples is too thin and was not apparent on the samples. No significant propagation of pre-
existing cracks in either was observed during the tests.
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Figure 7.3: Low magnification SEM plan view micrographs of the surface of apex of U-bend samples
exposed to 650°C air or SC-CO2 for 200 hours, (a) as-received, untested 316SS, (b) as-received, untested
Haynes 230, (c) 316SS tested in SC-CO2, (d) Haynes 230 tested in SC-CO2, (e) 316SS tested inair, (f)
Haynes 230 tested inair.
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Figure 7.4: Low magnification SEM cross-sectional view micrographs of the surface of apex of U-bend
samples exposed to 650°C air or SC-CO2 for 600 hours, (a) as-received, untested 316SS, (b) as-received,
untested Haynes 230, (c) 316SS tested in SC-CO2, (d) Haynes 230 tested in SC-CO2, (e) 316SS tested in
air, (f) Haynes 230 tested inair.

7.4. Summary: Preliminary tests were conducted to evaluate the propensity for stress corrosion cracking
(SCC) in SC-CO, environments using U-bend tests of 316 stainless steel and Haynes 230 alloy. A
comparison was made between SCC samples tested in air (as a non-carbon bearing environment) and in
SC-CO, environments. No detectable cracking was observed in the samples exposed to SC-CO,
environment. However, the testing procedure had many limitations and points to the need for performing
thin sample tensile tests after SC-CO, corrosion testing or still better, in situ tensile testing in SC-CO,
environment.
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CHAPTER 8: EXPERIMENTS-SUPPORTED MODELING OF CORROSION OF
FERRITIC STEELS IN HIGH TEMPERATURE SC-CO, ENVIRONMENT

8.1. Alloys Tested

This section of the report focuses on the work performed on corrosion performance of ferritic
steels which are being deemed as candidate materials for the lower temperature end of S-CO, Brayton
cycle (up to about 450 °C) because they lack high temperature strength of stainless steel and Ni-based
alloys, but at the same time are more cost-effective because they do not contain Ni. Furthermore,
although ferritic and ferritic-martensitic steels have lower high temperature strength and corrosion
resistance than austenitic alloys, they exhibit lower swelling under radiation compared to austenitic
alloys. They are therefore attractive candidate structural materials for nuclear reactors. The ferritic-
martensitic steels investigated in this study have therefore been studied by previous researchers quite
widely for nuclear reactor applications. Although the S-CO2 Brayton cycle application does not
involve radiation, the incentive to use already code certified materials makes these alloys viable
candidates for SC-CO2 Brayton cycle for nuclear reactors.

In this research, corrosion behavior of ferritic steels T22, T92, and T122 along with pure Fe and
Fel2Cr binary alloy were evaluated at 450°C and 20MPa research grade (RG) CO, were evaluated.
Oxidation of ferritic/martensitic steels at 450 °C and 20 MPa research grade SC-CO, were performed
for exposure durations of up to 1000 hours, with samples being removed at intervals of 200 hours for
analysis. Table 8.1 summarizes the composition of these alloys.

Table 8.1: Materials tested at 450 °C and 200 bar research grade SC-CO, in this research.

Nominal Composition (wt. %)

Tested Alloys
C Al Si v | cr Fe Ni Mo w
122 0.1 - 0.5 - | 225 | Bal - 1 -
Ferritic T92 011 | 002 | 01 |02 894 | Bal. | 021 | 05 1.91
Steels
Ti122 | 012 | 001 | 027 |02 | 107 | Bal. | 041 | 035 1.9
Model | Fel2Cr - - - - 12 | Bal - - -
Alloys Fe _ - - _ _ 1000 _ _ _

8.2. Oxide Morphology
8.2.1. Oxidation of Pure Fe in SC-CO,

The surface of the samples after exposures at 200 and 400 hours showed considerable spallation
of the oxide. Figure 8.1 shows surface image of the sample after 200 hour exposure and
corresponding EDS analysis. These EDS results must be deemed qualitative given the limitations of
EDS method for detection of light elements such as oxygen and carbon. Carbon contamination at the
surface also cannot be ruled out.
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% Atom C o Si Fe
Pure Fe(3)_ptl 4.33 50.71 44.96
Pure Fe(3) pt2 4.39 56.08 0.53 39.00
Pure Fe(3)_pt3 4.42 52.41 1.06 4211

Pure Fe(3)

Different types of surface morphologies of the oxide corrosion product were detected for the 400
hour exposed samples, and are documented in figure 8.2. Figure 8.2a features a cracked region
indicating susceptibility to spallation. Figure 8.2b shows a lamellar morphology. In addition,
whisker-type morphological formation as small in size-scale as 1 um was also observed as shown in
figure 8.2c&d. This whisker and lamellar formation could play an important role in the surface
reactions with CO, due to increased surface area leading to accelerated weight gain. This whisker
morphology was not associated with cracks, leading to the speculation that the formation of lamellar

or whisker type morphology require uninterrupted Fe outward diffusion.

Fiure.l: SEM-EDS point analyses performed on various regions of surface oxide layer.
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Figure 8.2: SEM micrographs of 400h exposed pure Fe sample featuring (a) cracking, (b) lamellar
morphology, and (c, d) whisker type morphology.

Cross-sectional examination of oxide layer by SEM indicated the formation of a duplex oxide
formation. Figure 8.3 presents the cross-sectional SEM observations in 200h exposed sample, where a
continuous oxide scale separation from base Fe, and a continuous interface within the the oxide was
observed.
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Figure 8.3: Cross-sectional SEM micrographs of 200h exposed pure Fe samples showing spallation
of the oxide layer and (left) a continuous interface inside the oxide and internal attack of Fe are
observed (right).
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For the 1000h exposed sample, scale separation of base Fe and oxide was still present as
expected. For more accurate iron oxide stoichiometry determination, 1000h exposed sample was
subjected to the EPMA-WDS analyses. The sample was first mirror polished and plasma cleaned for
40min prior to this analysis. The results shown in figure 8.4 indicate all the oxide to be of Fe;O4
stoichiometry.
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Figure 8.4: EPMA-WDS analyses performed on the cross-section of 1000h exposed iron sample
featuring iron and oxygen distribution from the oxide surface to the base Fe.

XRD analyses of oxide surface formed on the pure-Fe after its 1000h exposure, (figure 8.4) shows
magnetite and base iron peaks. No patterns of hematite phase were observed. This result is in
agreement with the result by EMPA-WDS where ratio of atomic percentages of O and Fe indicated
the presence of magnetite.
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Figure 8.5: XRD analysis for the 1000 hour exposed samples showing magnetite and base Fe
patterns.

8.2.2 Oxidation of T22 in SC-CO,

As a preliminary assessment of the oxidation behavior of T22 in SC-CO,, plain view SEM
observations were performed and presented in figure 8.6 for 200, 400, and 1000h exposed samples.
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9)2KX SEM micrograph of 1000h exposed sample h) 2KX SEM micrograph of 1000h exposed
featuring in the edge of the sample with lamellar sample featuring in the middle of the sample
oxide growth and surface cracks with compositional differences
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Figure 8.6: SEM plain views of T22 exposed for 200h (a-d), 400hr(e-f), and 1000h (g-I) showing
oxide surface morphology.

The figures (8.6 a-d) were taken with the 200h exposed sample for which increased attack at the
edges were visible with the partial spalling of the oxide flakes. The observation on the mid-section of
the sample, in addition, revealed blister-like oxide formation with surface cracks. For 400h exposed
sample, plan view images taken on the mid-section of the sample showed a moderately uniform oxide
formation with small amount of approximately 1 wm whiskers. The oxide on the1000h exposed
sample (see figures (8.6 g-1)) was found to be formed irregularly having whisker and lamellar
structures, compositional irregularities, surface cracks, and blister formations. Further analyses on the
plain oxide surfaces were performed. Figure (8.7) shows surface EDS elemental mapping and point
analyses on the locations of interests. The surface appears to predominantly consist of Fe-oxide with
some Si enrichment.

122-G- 1000w (1)
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Figure 8.7: SEM-EDS analyses on the locations of interest for 1000hr exposed T22.
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Figure 8.8 shows the EDS elemental analysis of the oxide layer in cross-section of a samples
exposed for 1000hours. The oxide layer formed is duplex in nature with outer Fe-rich and an inner

Cr-rich oxide layers.
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Figure 8.8: SEM micrographs taken on the cross-sectioned 1000hr exposed T22 sample featuring
inner and outer oxide thickness measurements.

It was further observed that the ratio of thicknesses of inner and outer layer varied within the
sample. As shown in figure 8.8 the ratio of the thickness of inner and outer layers range between 0.64
and 0.48, respectively. To improve accuracy further analysis of thickness was performed using EDS
line scans. SEM observations indicated a generally porous oxide scale which would allow CO,
transport into the inner oxide and oxide/metal interface. A continuous stable, interface between the
outer and inner oxide layers is assumed to be the original metal surface before testing. With this
assumption, it became clear that the oxidation occurs in both directions, outward and inward. This
assumption is based on the fact that the Cr does not necessarily diffuse out with respect to iron
outward diffusion. The inward oxygen diffusion is also very low with respect to iron diffusion leading
the assumption that the inner oxidation must occur with the local presence of CO; as dictated by the
available space model to be discussed later. Figure 8.9 shows the result of EDS line scan where
overall Cr content, blue line, is approximately as same as in the base alloy and in the inner oxide
layer.
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Figure 8.9: SEM-EDS line scan across the oxide cross-section of 1000h exposed T22 showing
compositional variations as a function of near-surface depth.
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In order to determine the oxide stoichiometries, XRD analyses were performed on the 1000h
exposed sample. The results shown in figure 8.9, indicate magnetite and spinel type oxide structures.
Specifically, the oxide phases determined were magnetite and chrome spinel of the form C Fe(3.504
for which value of x as obtained from literature database was 0.1. However, this is not quantitatively
conclusive since the diffraction signal emanates from a large body of Cr-Fe-O oxide in which the
distribution of those atoms will no doubt vary. A more quantitative (as an averaged value) assessment
can be made by EPMA-WDS analyses and through a mass balance. In terms of inner and outer oxide
stoichiometries, an approach based on the global mass balance between the oxide layers were thus
employed. The result of this approach will be provided later in context of the results for 9-12Cr alloys.
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Figure 8.9: XRD analysis of 1000 hour exposed T22 sample indicating the formation of Fe-oxide
magnetite and Cr-rich spinel oxide phase.

EPMA analysis was performed on the 1000 hour exposed T22 sample. A cross-sectioned, mirror
polished, and plasma cleaned sample was used and EPMA analysis with 1um spot size and 0.5 pm
intervals was performed. The results are presented in figure 8.10. Analysis of these results revealed
that Cr, while enriched in the spinel layer does not diffuse outward notably. This enrichment could
either be due to the relative decrease in Fe content or Cr diffusion from the unaffected base-steel. In
the case of Cr diffusion from the base steel, there should be a depletion zone for Cr, which however is
not the case. In regards to the outer Fe-rich oxide layer, two stoichiometries, hematite and magnetite,
were observed. The hematite was detected based on a small increase in O content. However, both
Fe,03 and Fe;0,4 were found to be non-stoichiometric but data from the very surface of oxide closely
matched with the Fe,O; while underneath the oxide phase was the Fe;O4. In addition, this study
showed evidence of Si outward diffusion and an increase in Mo content inside the spinel was
observed (figure 8.10b). Also, there seems to be a simultaneous increase in both Cr and Mo content
inside the base material most likely due to the presence of Cr-Mo carbides. Finally, the EPMA
analysis also sheds light on the composition of the spinel compound — the value of x in the compound
CriFe3.904 was determined to be approximately 0.2 (with data given in figure 8.10c) .
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b) EPMA-WDS elemental analyses performed on the 1000h exposed T22 featuring minor alloying
elements Mo-Ni-W-Si and outer diffusion of Si
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Element Oxygen Fe Cr x in (Fe,Cr)xO4
. . i}
Stoichiometric Values from Assumed 2 67 0.19 2 86
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c) Stoichiometric Calculations based on the atomic % of Fe,Cr and O readings inside the spinel layer
for T22

Figure 8.10: EPMA-WDS analyses performed on the oxide cross-section of 1000h exposed T22
featuring compositional change from the base steel and through the oxide layer.

8.2.3. Oxidation of 9-12Cr Steels in SC-CO,

T92 (~9%Cr) and T122 (~12%Cr) were subjected to corrosion tests at 450 °C and 20MPa CO,. A
model binary alloy, Fe-12Cr, was also tested in order to establish a base line for the corrosion
performance of these third generation ferritic-martensitic steels. Initial analysis of the samples was
performed by SEM-EDS. Figures (8.11-13) show SEM micrographs at various magnifications for this
analysis for Fe-12%Cr alloy.

a)2KX SEM micrograph of b)5KX SEM micrograph of ¢)2.32KX SEM micrograph of
200h exposed Fel 2Cr 200h exposed Fel 2Cr 200h exposed Fel2Cr
T et e = -

d)SKX SEM micrograph of
400h exposed Fel 2Cr

¢)200X SEM micrograph of
1000h exposed Fel 2Cr

NIKX SEM micrograph of
1000h exposed Fel 2Cr

Figure 8.11: SEM plan view micrographs of Fe-12Cr alloy exposed for up to 1000h featuring nodular
oxide formation on the surface.
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Figure 8.12 shows oxide formation on the surface of T122 steel after exposure up to 1000h. In
contrast to oxidation behavior of Fe-12Cr alloy, the oxide formation is more uniform. There were
some small irregularities (2-10 um) found on the samples surfaces. However, the overall plan view
observations indicated no inconsistencies in terms of oxide species on the surface. This was later

confirmed by SEM-EDS analysis.
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a)500X SEM micrograph of

b)3KX SEM micrograph of

€)500X SEM micrograph of

200h exposed T122 200h exposed T122 600h exposed T122

d)3KX SEM micrograph of
600h exposed T122

f)500X SEM micrograph of
1000h exposed T122

9)3KX SEM micrograph of
1000h exposed T122

Figure 8.12: SEM plain view micrographs of T122 steel after exposures for up to 1000h featuring a

more uniform oxide layer formation.

Figure (8.13) shows plan view images of T92 steel after exposures for up to 1000 hours. Similar to
T122 steel the oxide layer is quite uniform and dense even after 200 hours exposure and this
uniformity persists all the way up to 1000 hours.
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e)2KX SEM micrograph of
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f)5KX SEM micrograph of
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Figure 8.13: SEM plain view micrographs of T92 steel exposed for up to 1000h featuring uniform
oxide layer formation on the surface.

The SEM-EDS analyses performed on the Fel2Cr samples after corrosion tests showed that the
nodules are Fe-rich oxides, most likely Fe;O4, and the rest is very thin protective oxide Cr-rich oxide.
The quantitative analyses on the nodules and protective portion of the surface oxide are presented in

the figure (8.14).
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Fe12Cr-200hrs(1)

Y P

25 0m

Fel2Cr-200hrs(3)

Atom % C 0 Cr Fe
Fel2Cr-
200h_pt1 4.17 1112 | 11.83 | 72.88
Fel2Cr-
200h_pt2 7.80 3173 2.75 57.72

Figure 8.14: SEM-EDS analyses performed on the surface of the 200h exposed Fe-12Cr alloy.

The oxide nodule does not necessarily include Cr. The Cr signal most likely came from an
underlying duplex oxide layer or form the base alloy. Regarding the carbon signals, both elemental
distribution mapping (figure 8.14) and semi-quantitative data indicate that the carbon intake is higher
in the nodular regions with respect to the thin surface oxide (carbon analyses is not reliable by SEM-
EDS analysis). This could be an indication that oxidation and carbon uptake are interlinked.
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T122-600hrs(2)
12253 M| 25075

Atom % C-K| O-K | Al-K | Si-K | P-K | Cr-K | Fe-K | Ni-K | Zr-L | Mo-L | W-L
T122-600h_ptl | 6.32 | 41.72 0.22 | 0.56 | 0.98 | 50.19 | 0.00 0.01 | 0.00
T122-600h_p¢2 | 5.07 | 41.50 | 0.19 | 0.29 | 1.12 | 1.01 | 50.79 | 0.01 0.00 | 0.02
T122-600h_pt3 | 6.20 | 39.90 0.28 | 1.61 | 1.06 | 50.94 | 0.00 0.00 | 0.00
T122-600h_pt4 | 6.15 | 42.11 | 0.13 | 0.23 1.03 | 49.65| 0.00 | 0.63 | 0.03 | 0.03

Figure 8.15: SEM-EDS analyses performed of the surface of the 600h exposed T122 steel.

The SEM-EDS analyses performed on the surface of 600h exposed T122 sample is shown in
figure 8.15, where uniform oxide formation can be seen using elemental mapping. In addition, point
analyses performed in the same region indicates that the oxide surface is mainly composed of iron-
oxide. The relative signals of major alloying elements such as Cr, Mo, W found to be suppressed in
multiple points of analysis. Si, P, and Zr signal at one of the points is an artifact of the analysis. Again
a carbon content is reported and should be deemed qualitative.

SEM-EDS analyses performed on the surface of 200h exposed T92 steel is shown in the figure
8.16. As it was the case for T122 steel, relative signals of alloying elements are largely absent
indicating the presence of Fe-rich oxide at the surface. However, there are some inconsistencies in
atomic oxygen and iron quantity suggesting different stoichiometric iron oxide formation. However,
this initial conclusion needs to be further confirmed since EDS is not an effective tool for quantitative
analyses of oxygen. Again carbon content is reported noting that its detection by EDS is purely
qualitative.
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Atom % Fe

ptl 5.29 32.57 0.06 0.2 1.0 0.4 60.6
pt2 4.01 4737 0.11 0.2 0.7 0.4 472
pt3 6.04 33.96 0.3 0.9 0.6 58.3

Figure 8.16: SEM-EDS analyses performed on the surface of the 200h exposed T92 steel.

Further analysis of the oxide and corrosion product layer was performed by mounting the tested
samples in cross-section. SEM micrographs of oxide layer on Fel2Cr binary alloy is shown in in the

following figure (8.17 a-g).
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micrograph of 200h exposed SEM micrograph of 200h micrograph of 200h exposed
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e)1.2KX Cross-Sectional SEM | f)5KX Cross-Sectional SEM 0)8.7&7.1KX Cross—éectional
micrograph of 1000h exposed | micrograph of 1000h exposed SEM micrographs of 1000h

Fel2Cr Fel2Cr exposed Fel2Cr
Figure 8.17: Cross-sectional SEM observations on oxide layer formed on Fe-12Cr alloy exposed for
1000h.

In figure 8.17 a-c) features initial stages (200 hours) of oxide formation as well as very thin
protective oxide of Fel2Cr. For longer exposure durations (up to 1000h), in the regions adjacent to
the base steel a very thin (approx. 200nm) oxide layer was observed which is most likely chromia
while other regions exhibited a duplex oxide scale formation (figure 8.17f)).

EDS line scans were also performed in order to observe behavior of individual elements in the
protective and duplex oxide regions. Figure 8.18 shows the SEM-EDS line-scan analyses performed
on the regions with protective and duplex oxide scale formation. EDS line scan on the protective
oxide region (figure 8.18-a) suggested a Cr depletion zone underneath a very thin surface oxide. The
surface oxide was observed to be correspondingly very Cr rich. However, the EDS line scan
performed across the regular oxide scale indicated duplex inner oxide layer that was Cr-rich. Thus the
outer oxide layer was Fe-rich while the inner oxide layer was Cr-rich that the outer layer formed by
the outward diffusion of Fe. The observations in figure 8.18¢ and Cr content in the sub-oxide layer
(figure 8.18b), suggest that the inner layer was in the base steel.
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b) Cross-Sectional SEM-EDS analyses on the duplex oxide regions of 1000h exposed Fel12Cr steel.

Figure 8.18: SEM-EDS line scan compositional analysis taken across the cross-section of the oxide
layer for 1000h exposed T22 steel.

Results of cross-sectional analysis (by SEM, SEM-EDS, XRD, EPMA-WDS) of oxide corrosion
product layers 9-12Cr alloys, T92 and T122, are shown in figure (8.19). Figure 8.19 presents the
SEM micrographs and EDS analysis of 200 and 1000h exposed T122samples. Figure 8.19a was taken
on the two opposite surfaces of 200h exposed T122 where the oxide formation exhibits some
difference in terms of oxide thicknesses. The main reason of this approximately 0.5 micrometer
thickness variance, could be because the thicker surface interacts with the CO, first. EDS elemental
mapping shown in figure 8.19b for 200h exposed sample shows duplex oxide formation, as expected.
With longer exposure, the variance in oxide thicknesses of two opposite surface appears to decrease
figure 8.19c, possibly due to the system achieving equilibrium in which the oxygen potentials are
same on all the surfaces. The EDS line scan shown in figure figure 8.19c illustrates the duplex oxide
formation where inner (spinel) layer is Cr-rich whereas outer layer (magnetite) is Fe rich.
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a)10KX Cross-Sectional SEM micrographs of b) Cross-Sectional SEM-EDS elemental
200h exposed T122 featuring both sides of the mappings of 200h exposed T122 featuring
sample duplex oxidation

T122-1000hss(2)

e HELT R A g v gl ¥y b

€)10KX Cross-Sectional SEM micrograph of d) Cross-Sectional SEM-EDS line scan of 1000h
1000h exposed T122 featuring both sides of the exposed T122 featuring duplex oxidation
sample

Figure 8.19: SEM and SEM-EDS analyses of 200 and 1000h exposed T122 featuring duplex oxide
layer formation.

The figure 8.20 presents the SEM micrographs taken with 3kV and 10kV accelerating voltage on
600h exposed T92 steel along with EDS elemental analysis. The image taken with 3kV electron beam
(figure (8.20a)) features the oxide surface in detail such that voids in the outer Fe-rich layer can be
seen in addition to the interfaces between the oxide layers and even some oxide grains. Images taken

with 15kV electron beam (figure 8.20b) presents compositional changes across base-alloy and the
oxide.
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d) Cross-Sectional SEM-EDS line scan of 6000h exposed T92 featuring duplex oxidation

Figure 8.20: SEM and SEM-EDS analyses of 600h exposed T92 steel showing duplex oxide layer
formation.

In addition, this image presents an additional interface within the outer oxide layer leading to the
possibility of an outermost hematite layer (hematite can form as a result of reduction of magnetite).
However, both EDS elemental mappings and line scan did not confirm any Fe,O; layer. Yet, further
analyses were also performed since EDS is a semi-quantitative instrument. Regarding the oxide
thickness variances on opposite surfaces, T92 steel showed results similar to pure Fe, and T122. The
figure (8.21) presents the SEM micrographs taken on the opposite surfaces of 600 and 800h exposed
samples. Significant differences in thicknesses were observed. This difference in thickness decreased
with the increased exposure time.
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Figure 8.21: 5KX SEM micrographs of opposite surfaces of T92 samples (left is after 600h and right
is after 800h exposure) featuring oxide thickness variances in opposite sides of the samples.

XRD analyses of T92 and T122 steels were also performed and presented in the following figures
(8.22-23). For the case of T122, grazing incident small angle scattering of x-rays technique as well as
full 2tetha scans were employed. In order to present the relative locations, the XRD pattern by 2 and
4-degree incident beams are presented in the top section of the figure (8.22) where no spinel structure
is evident based on Bragg angle. However, as the incident beam angle increased (in return the depth
of penetration increases), the spinel phase appears. The magnetite peaks start to increase as the
incident beam angle increases indicating that the magnetite layer is underneath an uppermost hematite
layer. Regarding the spinel phase formations, both XRD patterns of T92 (Fig. 8.22) and T122
indicated CrFes) O, type formation with x=1.2. However, the more accurate value of x was

determined later by means of EPMA-WDS analyses and mass balance calculations.
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Figure 8.22: Grazing incident x-ray (top) and full range scan (bottom) results showing oxide phases

that form on T122 steel surface.
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Figure 8.23: XRD full range scan results featuring showing oxide structures on T92 steel surface.

In order to acquire more quantitative data and determine the spinel stoichiometries formed on the
inner oxide layer formed on T92 and T122 steel, EPMA-WDS analysis was employed, using 1000
hour exposed samples. The elemental distribution across the base steel to the oxide surface and the
stoichiometric yields for each oxide layers, are given in the figures (8.24-25), respectively for T92 and
T122. The WDS elemental profile on the T92-1000h exposed sample (figure (8.24a)) revealed that
the inner Cr level is approximate as same as the original base metal content and, in addition, no Cr
was detected in the outer oxide layer led the assumption that no Cr diffuses out and the inner oxide
layer forms within the base metal.
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a) EPMA-WDS elemental analyses performed on the 1000h exposed T92 featuring major elements O-
Fe-Cr
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b) EPMA-WDS elemental analyses performed on the 1000h exposed T92 featuring minor alloying
elements Mo-Ni-W-Si

X in
Element Oxygen Fe Cr (Fe,Crjx04

Stoichiometric Values from 4

Focused Beam Assumed Value 2.23 0.57 2.80
Stoichiometric Values from 4

Readings Inside the Spinel Assumed Value 2:51 0.60 3.12

Averages 4 2.37 0.59 2.96

9 Assumed Value ' ' '
Stdevs - 0.20 0.03 0.23
Err - 0.14 0.02 0.16

¢) Stoichiometric Calculations based on the atomic % of Fe,Cr and O readings inside the spinel layer

Figure 8.24: EPMA-WDS analyses performed on the oxide cross-section of 2000h exposed T92
featuring compositional change through base steel to the oxide surface and spinel stoichiometry.

Referring to figure (8.24b), it was found that W, Mo, and Ni did not diffuse out and the
concentrations of W and Mo in the inner oxide layer were approximately same as in the base steel. Ni
content was found to accumulate at the oxide/metal interface. Si was detected in the outer magnetite
layer indicating outer Si diffusion along with Fe. Regarding the stoichiometric assumptions, spinel
with CriFe(;3.004 was previously detected by means of XRD. With the quantitative analysis of Cr, Fe
and O data by means of WDS, the x value was further determined using obtained data in the inner
spinel layer (data presented with figure 8.24-c). The total contents of Cr and Fe were approximated to
be a quarter of the oxygen content. Therefore, the x value in Cr.Fe;.,)O4 was found 0.59 and
approximated as 0.6. In terms of outer oxide layer, Fe/O ratio indicated the outermost layer to be
hematite with a magnetite layer underneath.

The EPMA-WDS for the 1000h exposed T122 is shown in figure 8.25 with major alloying
elements and oxygen (figure 8.25a)) and minor elements (figure 8.25b), and the data obtained on the
spinel layer (figure 8.25c). As for T92 and other Fe-Cr ferritic steel, the Cr content in the inner spinel
layer was found to be the same as the base alloy with no Cr outward diffusion. The outer layer was
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again found to consist of an outermost hematite layer with a magnetite layer underneath.
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a) EPMA-WDS elemental analyses performed on the 1000h exposed T122 featuring major elements
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b) EPMA-WDS elemental analyses performed on the 1000h exposed T122 featuring minor alloying
elements Mo-Ni-W-Si
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Element Oxygen Fe Cr x in (Fe,Cr)xO4

Stoichiometric Values from 4

Focused Beam Assumed Value 2.09 0.78 2.80
Stoichiometric Values from 4

Readings Inside the Spinel Assumed Value 2.43 0.67 3.12
4

Averages Assumed Value 2.26 0.73 2.96

Stdevs - 0.24 0.08 0.23

Err - 0.17 0.06 0.16

¢) Stoichiometric Calculations based on the atomic % of Fe,Cr and O readings inside the spinel layer

Figure 8.25: EPMA-WDS analyses performed on the oxide cross-section of 1000h exposed T122
featuring compositional change across the base steel and the oxide layer and the spinel stoichiometry.

Regarding distribution of the minor elements in base steel and oxide layers, no outward diffusion
of elements except Si was detected. This was observed for the T92 steel. In addition, an inward Ni
migration was also observed for T122 steel. The stoichiometry of the inner spinel layer was identified
to be CryFes.O4 with x value determined to be 0.73 and approximated as 0.7.

8.2.4. Oxide Thickness Measurements by Means of SEM-EDS Observations

For all alloys containing Cr, an inner oxide Cr-rich oxide layer and an outer Fe-rich oxide layer(s)
were observed. Even though pure Fe displayed inner oxidation, there were no significant
compositional changes detected that would be indicative of a clear interface. Oxide layer thickness
measurements were then performed using SEM-EDS line scan through which compositional changes
were observed. The thickness measurements were performed with some assumptions which were also
supported by the detailed visual inspection of the cross-section image by SEM. It was assumed that
the magnetite layer begins where approximately no Cr present (less than approximately half of the
initial content since the incoming characteristic x-ray signal volume is not perfectly controlled and
always includes signals from rear and front of the intended location). Internal oxidation is marked by
the region between where the Fe composition increases and where Cr composition begins to decrease
(about half-way up of down these gradients, respectively) and where oxygen values decrease to below
detection limits. Spinel layer is assumed to begin when the atomic oxygen content reaches
approximately 20-25%. The gas/metal interface where outer magnetite layer ends, is marked by visual
observations on the SEM-EDS micrographs where the bright oxide contrast ends and the Cu plating
begins. As an example, these regions are shown for T92 steel from 600 hours exposure tests (Fig.
8.26)

Using data from figure 8.26, the total oxide layer thickness was determined to be 4.4 um
composed of 2.37 um outer magnetite layer, 2.03 um spinel layer, and 0.68 pm internal oxidation
layer. With these assumptions, all the thickness measurements were performed at, at least 5-7
different locations. To maintain consistency, regions with crack-blister formation or oxide spallation
were avoided. A sample data for the thickness measurements on 400h exposed T92 steel is presented
in Table (8.1)
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Figure 8.26: Various oxide layer regimes as measured by SEM EDS analysis for 600h tested T92
steel.

Table 8.1: Sample oxide thickness measurements using SEM-EDS for 400hour exposure T92 steel.

792-5 EDS | EDS | EDS | EDS | EDS | EDS | EDS | Average | SDEV | St.Err
400hrs Tum | 2pum | 3uym | duym | Suym | 6um | 7 um um um um
Spinel 230 | 255 | 238 | 263 | 275 | 249 | 2.68 2.54 0.16 0.06
Magnetite | 307 | 272 | 289 | 288 | 2.88 | 262 | 3.09 2.88 0.17 0.06
Total 538 | 527 | 527 | 551 | 563 | 511 | 577 5.42 0.23 0.09
(except
internal)
Internal 058 | 051 | 068 | 0.66 | 092 | 0.66 | 0.82 0.69 0.14 0.05
Oxidation
Spnl/Mgnt | 0.75 | 094 | 082 | 091 | 095 | 095 | 0.87 0.89 0.08 0.03
Ratio

Figures 8.27 presents the total oxide thicknesses formed during testing at 450 °C in 20 MPa CO,.
The oxide thickness development of T92 steel, showed a slight dip after 600 hours exposure however
no spallation was observed in this sample. Generally, the overall trend, excluding 600h, presented in
the figure 8.27 indicates a parabolic growth for all Cr-containing steels. Based on data for oxide
thickness measurements, T122 steel exhibits the best corrosion resistance. T22 steel exhibits a slight
decrease in oxide thickness which is assumed to be due to spallation.
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Figure 8.27: Oxide thickness development on ferritic-martensitic steels tested at 450 °C in 20Mpa
CO, for up to 1000h.

As discussed earlier, the inner layer growth is governed by the available space model discussed
earlier. However, recently Martinelli L et. al., reviewed the formation mechanism of inner spinel
oxide formation using a global mass balance approach through outer Fe cation diffusion in a three-
part publication titled as “Oxidation mechanism of an Fe-9Cr—1Mo steel by liquid Pb-Bi eutectic
alloy at 470°C”. This approach was adapted in this study to further develop a theory for oxide growth
mechanisms. Using mass balance between inner and outer oxide layers the stoichiometric value of Cr
is determined as:

h .
1+ Magnetite
hSpinel

cBase
Fe
<1+E§ase>
Cr

x=3 (8.1)

where CE25¢.. denotes the molar concentration of labeled species in the base steel, and h denotes the

individual thicknesses of oxide layers. X is the stoichiometric value of Cr in CriFe;.004 spinel
compound which determined by XRD analyses.

For the materials tested in this study, the individual oxide layer thicknesses were measured and
the spinel-to-magnetite ratios were recorded. Figure 8.28 presents these ratios and their averaged
values through 1000h of exposure. The important observation from this figure is that the spinel-to-
magnetite ratios (Sp/Mg), increased as the initial Cr content of the base alloy and this ratio remains
reasonably constant as a function of exposure time.
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Figure 8.28: Measured Sp/Mg ratios of ferritic-martensitic steels tested at 450 °C and 20Mpa CO; as
a function of exposure time.

The average values of ratios were found as 0.42, 0.78, 0.83, 0.88 with respect to T22(2Cr),
T92(9Cr) Fel2Cr, and T122(12Cr). For these steels with varying Cr and Fe molar concentrations, the
x value in the spinel stoichiometry of CrFesOs4 were determined using the equation (8.1) to be
approximately 0.15, 0.6, 0.78, 0.7 for T22, T92, Fe12Cr, and T122 respectively.

The global mass balance, for which the molar volume of magnetite Ve, o, and VCere(3_x)0 4(cm3/m01)
are similar, indicates the following:

1
hConsumed = CFI_ZasevF o {(3 - X)hSpinel + 3hMagnetite} (8-2)
e €304

where the consumed metal thickness can be represented in terms of measured spinel and magnetite
thicknesses. With the further assumption that hconsymea = Rspiner the following relation, just in
terms alloy composition, is approximated as follows:

cMagnetite

— Fe
l‘lSpinel — _Base ,-Spinel hMagnetite (8-3)
CFe _CFe

with above equations (8.3), the spinel thickness calculated and compared with measured values by
SEM-EDS. Figure 8.29 presents all three of these measurements/calculations with for each
experimental data available.

Corrosion of Structural Materials for Advanced Supercritical Carbon-Dioxide Brayton Cycle
DE-NE0000677 Final Report (NEUP Ref: 13-4900)

123



— @ T122 hSp-Measured — @ T92 hSp-Measured
- @ T122 hconsumed (cal.) r ‘ oz hconsumn.td(cal.] +
+ T92 hsp calc (if hs=hcons.)
— -+ T122 hsp cal. (if hs=hcons.) = t *
- ; - * §
" " i
- @ - @
g oL I
L v 1 1 4 1 | | TR (NN WO NN TR NN T
=
e
o
w2 — @ Fel2Cr. hSp-Measured — ® T22 hSp-Measured
= | # Fel2Cr. hconsumed (cal.) | @ T22 hconsumed (cal.)
|+ Fel2Cr. hcalculated (if hsp=hcons) | T T2 hcalculated (if hsp=hcons.)
" , § _
N R
L g L . @
3 L. 4
L _— []
[} [} &
L - @
0 | I TR AT RN | | I I S NN T RN T |
200 400 600 800 1000 200 400 600 800 1000
Time [h]

Figure 8.29: Spinel oxide layer thickness measurements and calculations of each duplex oxide
forming steels investigated in this study.

The close agreement between values obtained from equation (8.3) and experimental values
obtained by SEM-EDS measurements indicates that oxidation is indeed occurring through the
available space model. The figure 8.29 indicates that for T122 and Fel2Cr, the agreement is very
close, however, T92 steel displayed some deviations from expected values, particularly for 800h and
1000h exposure an effect that may be attributed to some cracking. However, the other three data
point showed perfect match indicating oxidation occurs through available space for T92 as well. As
for the comparison of the values obtained for T22, no match for all the available data points were
found indicating no global mass balance between the inner and outer oxide layers. In terms of the
validity of the global mass balance between the layers, other approaches employed will be discussed
in the next chapter.

8.2.5 Weight Gain Measurements of Ferritic-Martensitic Alloys in S-CO,

Figure 8.30 shows the weight gain measurements for the steels as a function of exposure time.
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Figure 8.30: Weight gain measurements for ferritic-martensitic alloys investigated in this study.

In order to understand the oxidation behavior of T22, T92, and T122 steels with increasing Cr
content, a separate plot is presented in the right side of the figure 8.30 where decreasing weight gain
with respect to increased Cr content can be seen. The T22 steel which contains the least amount of Cr
exhibited the highest weight gain while the T122 alloy which has the highest Cr content exhibited the
least gain. The Fel2Cr binary alloy, exhibited the least weight gain even compared to T122 steel
which contains about the same amount of Cr. The reason for this could be the nodular oxide
formation observed on the Fel2Cr surfaces. A very thin (as low as 200 nm) protective chromia layer
was observed to form adjacent to these nodules. Also, the standard deviation of the weight gain
measurements of Fel2Cr was higher and tended to decrease with the increased exposure time
indicating both decrease trend in the protective portion of the surface and variation in the formation of
nodules sample to sample. One important observation is that the weight gain of pure Fe in S-CO, is
lower than all engineering alloys tested. These results may be regarded as an artifact and likely caused
by oxide spallation observed in pure Fe.

8.2.6. Summary of the Chapter

In this chapter, experimental observations of oxidation behavior of ferritic-martensitic steels of
interest in 450 ° C 20Mpa CO, along with theoretical approaches to predict oxidation were presented.
The oxide layers developed were characterized in detail using SEM-EDS analysis, XRD, and EPMA-
WDS techniques. All Cr containing alloys exhibited a duplex oxide layer structure with an outer Fe-
rich magnetite oxide layer and an inner Cr-rich spinel oxide layer. The ratio of thickness of the spinel-
and-magnetite remained constant over the range of exposure times over which the tests were
performed. This ratio also increased with Cr content of the alloy. Very good agreement was observed
between the experimentally measured values and those predicted using the mass balances and the
available space model.

8.3. Modeling of Duplex Oxide Growth on Ferritic-Martensitic Steels using Available Space
Model

As demonstrated the previous chapter, the oxide growth on ferritic-martensitic steels are duplex in
nature made up of the outer Fe-oxide (mostly magnetite) layer and in inner Cr-rich spinel oxide layer.
Nano channels play an important role in the development of these layers by providing a path for the
environmental oxidant species to the base steel substrate. The outer layer forms by outward Fe-cation
diffusion and surface reactions. Previous literature has shown that in many oxidizing environments
such a duplex oxide layer formation is supported mass balance calculations, between the outer and
inner layers. Furthermore, it has been shown that this global mass balance persists throughout the
oxidation process once an equilibrium is established with the rate limiting step being the diffusion of
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iron cations from the spinel layer to the outer layer.
8.3.1 Extrapolation of Iron Diffusion Coefficients in Magnetite and Spinel

Since there is a fixed global mass balance between the layers, spinel oxide layer thickness can be
estimated as a function of magnetite layer thickness according to the following equation:

CMagnetite
— Fe
l'lSpinel — _Base (-Spinel hMagnetite (8-4)
Cre  —Cre

The magnetite layer growth is controlled by iron diffusion through the oxide scale first through the
spinel layer and then the magnetite layer. Therefore, the iron diffusion coefficients in spinel and
magnetite are required for the modeling of oxide growth.

Iron diffusion coefficient in magnetite in the temperature range 900 and 1400 °C has been
discussed by Ricoult B. M. and Dieckmann R.. In addition, Atkinson A. et al., have shown successful
extrapolation of the relationship to lower temperatures. Therefore, the extrapolation results by
Atkinson A. et al., of the relationship provided by Ricoult B. M. and Dieckmann R. for the iron
diffusion in magnetite will be used for modeling our results at 450°C.

2
/3
M Aa 4B 2/
DpE(T) = % + 33023 (8.5)
12<1+21<Vao2 )

In above relationship, A = DyK;, and B = D;K; where D [cm?s~1] denotes the diffusion coefficients
for vacancy and interstitial according to sub-labels V and I, respectively and K with the same sub-
labels denotes the equilibrium constants for formation of vacancy and interstitial sites.

In terms of temperature dependence, Dy, D;, Ky and K are expressed as:

—14000 _ -8760

Dy = 0.177n exp (W) +1.16 x 1073(1 — 1) exp ( i ) (8.6)
where T(K) is temperature in Kelvin degree and ) is provided with the following relation:
n= ! 11900 (8.7)
1+3x1073 exp( 00 )
D 1.22x106exp(_;g;}0) -
1= [eisextoe exp(20] ®8)
_ _7 27100
Ky = 2.04 x 10 7exp (222 o ) (8.9)
K, = 1.93 x 103 exp (%11(;““) +3.01 x 10° exp (%) (8.10)

Po
where agz = P—OZ and sz = lbar.
03

Regarding the nature of duplex oxide formation, one can see that the iron flux in magnetite is
strongly related to the iron flux in spinel and therefore iron diffusion in spinel. This dependence can
be discussed in the context of experimental measurements of iron diffusion coefficient in spinel
performed by Topfer J. et al. Using radioactive isotopes, Topfer J. et al. have determined the cation
diffusion coefficients in (CrxFe(.x)3.504 for x=0.1, 0.2, 0.33, 0.4, and 0.5. From our experimental
studies of spinel formation for T22, T92, T122, and Fel2Cr presented in the previous chapter, x=0.2
value was determined to be is an exact match for the oxidation results of T92 alloy. However, it is
possible to extrapolate the experimental data for various x values (x in spinel stoichiometry) by using
the experimental data by Topfer J. et al. The following table presents this data of partial tracer
diffusion coefficients at 1200 °C.
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Table 8.2: Partial tracer diffusion coefficients obtained at 1200 °C for various spinel stoichiometry

[Topfer et al].
Experimental Data by Topfer J. et al.
xin (CroFeq.y);04 0 0.1 0.2 0.33 0.4 0.5
3x 0 0.3 0.6 0.99 1.2 15
log [V]° 0.699 0.644 0.649 0.544 0.467 0.487
log [T]° -8.495 -9.38 -9.65 -10.5 -10.65 -10.49
log [Dg’] [V] -5.44 -4.94 -5.67 -5.77 -5.31 -
log [Dg.’] [T] -14 -14.9 -14.58 -15.56 -15.65 -
log [D°] [V] -8.06 -1.71 -8.14 -8.38 -8.41 -
log [Dc°] [T] -16.9 -17.16 -17.76 -18.5 -18.78 -

Where Dp,°s are the partial tracer diffusion coefficients normalized to a,, = 1. The oxygen

dependence of Dy, can be determined by the following equation:

o 2/s
Dpe=Drepy) * Dpepy = D a

o -
o190, + Drepno, (8.11)

Fe[1%o,

By using the equation (8.11), the iron diffusion coefficient in various spinel stoichiometry can be
plotted as a function of oxygen activity.

Experimental Data for LogDg.[V-1]° with Varying X at 1200°C

R X Value
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Figure 8.31: Partial iron diffusion coefficients for various spinel stoichiometry at 1200 °C.

It is further noted that the deviations from the stoichiometry, 8, will be ignored despite its oxygen
activity dependence since its value is very small (approx. 107) and tends to further decline in lower
oxygen activities. Regarding partial diffusion coefficients as a function of x (i.e., in CrFe;.004) a
linear relation is observed from the data presented in Table 8.2 and plotted in figure 8.31. This linear
fit approximates well the diffusion through interstitials. Despite the lower confidence of the fit for
diffusion through vacancies, this stoichiometric dependence along with the oxygen activity
dependence have been used t0 establish the partial diffusion relationships as a function of both spinel
stoichiometry and oxygen activity.

As presented in figure 8.32, the extrapolation is valid for the diffusion via interstitials rather than
the diffusion via vacancies. The extrapolated values for x=0.7 spinel is located between the
experimental values for x=0.6 and x=0.99. Despite over estimation for diffusion via vacancies (due to
lower confidence of fit), the difference can be ignored. One other observation is that for decreasing
values of x, the diffusion coefficient of iron in spinel approaches the diffusion coefficient of iron in
magnetite (i.e. as spinel composition in theory converges to magnetite composition).
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Figure 8.32: Calculated and experimentally determined partial iron diffusion coefficients via
interstitials and vacancies at 1200 °C.

From equation 8.6 and the experimental values by Topfer J. et al, it is obvious that there are
diffusion mechanisms through vacancies and through interstitials since A = D,Ky and B = D,K;.
However, what is more important is that the linear relationship exists between diffusion coefficients
of iron in magnetite and spinel for both interstitial and vacancy approaches. This relationship has been
shown to be promising in modeling of Fe-Cr steel corrosion with the assumption that the relationship
has no temperature dependence. In other words, the relationship is assumed to be conserved in the
case of extrapolation of iron diffusion in magnetite to lower temperatures such as 450 °C by equation
8.6. The relation is given as:

(V 1200 C) pM9
"9(v,1200 C) Dre

‘;’;(1 1200€) /Mg

. 1) to ¥9(1,1200 C) De

s
Dy (M= (I,T) (8.12)
D}E(v,1200C) D3P(1,1200 C)
pY9(vaz200¢) bV and Dp9(1,1200 C)
vacancies and interstitials in spinel with respect to magnetite respectively based on the experimental
results by Topfer J. et al., at 1200 °C. According to this relation (equation (8.12)), the iron diffusion in

x=0.6 spinel, based on the experimental data points, is the following;

"DpE (T) = 0.7Dp (V,T) + 0.71a§°*Dpd (1, T)" [81] (8.13)

where = blad are the ratio of iron diffusion coefficient through

For the purposes of modeling oxidation for T92 this relation may be employed since the
calculated and experimental spinel stoichiometries matches with the experimental data given by
Topfer J. et al. For the other alloys, T22 and T122, and Fel2Cr different stoichiometric spinel
structures are present and there are no experimental values for our knowledge literature. Thus,
previously presented fit obtained from tracer diffusion experiments by Topfer J et al., will be used. In
addition, comparisons will be made for the experimental relations and the relations obtained from the
fit. Using the fit presented in figure (8.31), the following relationships have been obtained for T22,
T92, and T122 with x=0.2, 0.6, 0.7 respectively. Note that since the x values for Fe12Cr and T92 are
the same (from P-B relations), the relationships are also identical.

S 0.2 — M
PE=0D(T) = 0.9DRE(V, T) + 0.59a53%¢2DE(1, T) (8.14)
D *=9(T) = 0.71DLE(V, T) + 0.22a355¢ 2D 8(1, T) (8.15)
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D=7 (T) = 0.81DRE(V, T) + 0.18a3°1* 2D #(1, T) (8.16)

In order to obtain the above relationships, the following fits were used while noting the oxygen
activity dependence for the interstitial part. The linear relations for each case (x=0.2, 0.6, and 0.7) is

present in figure 8.33-36.

LogPO2(atm) @ 1200C for Cr0.7Fe2.304 and Fe304[in the case of x=0]
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Figure 8.33: Linear relationships of vacancy and interstitial diffusion coefficients for x=0.7 at 1200

°C.
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Figure 8.34: Linear relationships of vacancy and interstitial diffusion coefficients for x=0.6 at

1200°C.
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LogPO2(atm) @ 1200C for Cr0.2Fe2.304 and Fe304[in the case of x=0]
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Figure 8.35: Linear relationships of vacancy and interstitial diffusion coefficients for x=0.2 at
1200°C.

Once the relationships are obtained, the iron diffusion coefficients in spinel with x=0.6 form the
experimental values by Topfer J. et al., were compared with the result obtained from the equation 8.15
for x=0.6 spinel. The results given in figure (8.32) present a perfect match for the diffusion via
interstitials. However, as the fit in figure 8.31 demonstrated lack of confidence for the vacancy part,
diffusion via vacancies are deemed as overestimations.
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Figure 8.36: Extrapolated diffusion coefficients of iron in spinel with various stoichiometry based on
calculated iron diffusion in magnetite (equation (4.1.1.)) at 1200 °C.

8.3.2. Modeling of Oxide Growth

Since the diffusion coefficients of iron in spinel and magnetite are available for the target
temperature for each alloy with different spinel stoichiometry, the modeling of oxide growth based
global mass balance can be performed since the growth of outer magnetite layer follows a parabolic
kinetic based on Wagner's theory of thick oxide growth (x? = ZRpt = kpt). As presented in the first
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chapter, the chemical potential for the magnetite formation reaches a constant (0) value when the
3Fe+20,=Fe;0, reaction reaches it equilibrium state. In this regard, the following relationship can be
deduced:

due=—; (RTdInPy, ) (8.17)

For the magnetite formation, the iron flux can be written as follows:

— _DFeCFe auFe 8 18
]Fe RT  dxpy ( . )

Based on equations (4.2.1) and (4.2.2), the flux can be represented as:

_ 2D Cp 920,

Jee = 370, Ovmg (8.19)
where
Dy Cro = XyDyCy + X1 DiC; = DpECr, (T) (8.20)
and as the scale grows the flowing assumptions can be made:
Xmg=hpg(4.2.5)
with
B CreSTE = S Jyg(Raag)=S Tre(hag) (8.21)
where n is the iron content (mol) and S is the surface area (cm?)
and thus, the growth with respect to time and oxygen activity is as follows:
By _ 2 DeT) D20, (822)

dt 3 ag, Oxmg

_*Mg

where xyg =y and y o and oxygen activity is independent of time. Therefore, the assumption is
Mg
a da . . . . .
a;‘i = Z—;Z. With all the above assumptions, the following relationship emerges:
Mg

dXMg _ 2 D[B:[eg(T) 1 da()z

dt 3 302 hMg dy (823)
with respect to |, hyy, Qg and J, dt , the equation (4.2.8) yields as:
g
Ext Mg
2 _2 30, Dge (M
ity =5t [yt "2 da, (8.24)

note that above aglzt represents the oxygen activity at which the magnetite starts to form. Therefore

aglzt is the azgz/s in figure 8.37.

In regards to the global mass balance between spinel and magnetite layer and magnetite growth
relationship (equation (8.24) the modeling can be p with adopting some other assumptions. To
illustrate this, a schematic illustration of oxide layer growth is presented in Fig. 8.37 is presented
featuring the scale growth according to available space mode. The assumptions are as follows:
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Since the experimental setup was not capable of tracking the oxygen activities (or its partial pressure)
in the system, the surface oxygen activity, an™, is assumed to be as same as the oxygen activities
required for the formation of Fe,O; through reduction of Fe;Oy,

ao,™ is the oxygen activity between Fe;0, and metallic base steel. This will be approximated as the
oxygen activity required for the oxidation of Fe to Fe;0s.

Figure 8.37: Schematic illustration of scale growth according to available space

Oxygen activities are independent of time.
No accumulation of elements at the boundaries or loss at the scale.

The iron flux in spinel is equal to the iron flux in magnetite at all the times as such:

]F :EDFeCFe dao,
e
3 ag, Oxmg
Sp ~Sp
Sp _ _2 DppCre 990,

Fe ™ (3—x) ap, dxsp

where (3 — x)Fe + xCr + 20, = Fe(3_4)(n,0, and (3 — x)duFe +2p02 =0

Regarding modeling with above assumptions, the magnetite growth can be simulated by using both

the iron flux in magnetite and the iron flux in spinel. However, there is one unknown value for both

cases which is the oxygen activity between two oxide layer, algz/ 5 Therefore, two flux relation can be

employed for the calculation of algz/ 5. The following relations are thus presented in regards to the
magnetite growth through iron flux in spinel, (Fe(3_x)C104):
2

dupe=— G (RTdInPy, ) (8.25)
__ DFPCeY duge
Jsp = — . (8.26)
_ _2 DGy dao,
]SP_(s—x) ag, Oxsp (8.27)
dn Mg dx
%= CreS— = Jmg(hmg)S (8.28)

Since the assumption is based on equal fluxes of iron in spinel and magnetite, the following relation is
adopted:
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]Mg(hMg)S: ]Mg(XMg)S = ]Sp(hsp)s (8.29)
thus:

Sp ~Sp
dxmg 2 DgpCg, 920,

dt  (3-x) CpMegaoz axsp (8.30)

where xg, =y and y=iﬂ and oxygen activity is independent of time. Therefore, the assumption is
Sp

6ao dao .
—=2 = —2 Therefore, the above relation becomes:
0xsp dy

Mgdhug_ 2 D 1 dag
Cpe —i=———feffe— 2 (8.31)
e dt (3 X) ao, hSp dy

CMagnetite
Fe

Base_ ~Spinel
Cre —Cpe

(4.2.16) yields as:

where Agpine; = Rpagnetite and thus with respect to th dhyg and |, dt , the equation
9

Ext Sp

aFe da, 8.32)

S S|
2 ch(c{?:SE-c ") f
g (3-x) cMe? '

Fe

hjg =

According to equation (4.2.17) and (4.2.9), there are two available calculations for magnetite growth.
With respect the boundaries presented in the figure (4.7) the following balance equations can be
presented:

2 cs"(cBase—cS") agy " DS? 2 a6y DNET)
G—x) cFe f] 20 daoz 3t l\o,lzg/sp—aoz daoz (833)
2/q
Aa
Mg _ %o, /3
where D, (T) ——+ (the first and second parts present D (V, T) and

12(1+2K a2/3)
DpJ(1,T) respectively) and Dt = bV - Dpd (V, T) + bl - a@l - Dp2 (1, T).

Therefore, the final equation is the following:

sp/mg2/3
2 cPcBe_cP) { AbV [1+2K aI;/ g l 4B [ Sp/Mgal=2/3 _alntal—Z/B]}

3-x) Mg2 16Ky 1“t2/3 3a1-2 102 ()
CF 1+2Kyag
e
Ext2/3
A 1+2Kva0 4B Sp/Mg—2/3 t_2/3
=t{-2 In 2| +2]a —age™”| (8.34)
{24KV [1+2Kvagl;/Mg / 3 [T02 2

Sp/Mg

The above model (presented as the equation (4.2.19)) has only one unknown, ap, with two

p/g

equations. Once a,, is available, the global oxide growth simulation can be performed by using

either of the iron ﬂuxes with subsequent use of the global mass relation for various temperatures and
alloys with different spinel structures.
8.3.3 Validity of Available Space for Ferritic Steels of Interest

There are three manifestation of available space model in terms of global mass balance. First comes

Base _h

with the assumption that h¢opsymea=hg, since the inner growth becomes possible with outward

diffusion of iron cations. With this assumption the flowing relation is given:

M it
hSp B cFeagne ite (8 35)
hyg — cBase_cppine! '
h Magnetite
if the comparison of the ratio —= from the SEM-EDS measurements with the ratio —£&——— from
h cBase_. sme

Mg Fe
the alloy composition is small or none, it can be stated that the oxidation occurs via available space
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mechanism.

Table 8.3: Calculated and measured hsy/hwg ratios for alloys of interest.

Ratios from SEM-EDS | Ratios Calculated from the
Alloys Measurements Alloy Specifications
T22 (2Cr) 0.42 0.91
792 (9Cr) 0.78 0.95
T122 (12Cr) 0.88 0.96
Fel2Cr Binary 0.83 0.96

As presented in the above table, the difference of ratios from calculation and SEM-EDS
measurements seems to be within 8 to 12% difference for all the alloys except T22 for which
approximately 54% difference exist.

The second approach to validiting of model is based on the Pilling-Bedworth ratio and the relation
between magnetite volume and nano-cavity volume on which spinel forms. The Pilling-Bedworth
relation is given as:

_ vaide — MOxideXdMetal
P — BRatio = = Meta (8.36)
VMetal MpetalXnXdoxide

where Voxide-Metal 18 the volume of the scale (cm3): doxide-Metal 18 the density notation (g/cmS); Moxide-Metal
is the atomic or molecular weight notation (g/mol); n is the number of metal atoms per one molecule
of the oxide.

Considering the vacancy accumulation approach, the spinel volume can be presented as:

_ yFe
VSpimel - VConsumed + VNano—Vacancies (837)

where Vspime is presented with the volume of metallic atoms (VEe cumeq) diffused out used to form
spinel-like oxides along with the volume of cationic vacancies (Vygno—vacancies) created inside. In
terms of P-B ratio, the spinel volume can be also presented as:

VSpimel =P- BSpinel ' Vggnsumed (8.38)
Using both equation (4.3.3 & 4.3.4), the spinel volume can be represented as the volume of nano
vacancies created upon outward iron diffusion as follows:

P_BSpinel
Vspimel = P—Bspinel—1 " VNano-Vacancies (8-39)

where P — Bgpine; 1s the Pilling-Bedworth ratio for CriFe;.,O4 type spinel formation. Since the
magnetite growth is a function of total nano vacancies created, the volume of Fe in
magnetite, V¢ gnetite> 1S approximately same as the volume of nano vacancies in the base steel:

Fe ~
VMagnetite = VNano—Vacancies (8-40)

with the Pilling-Bedworth approach, the magnetite volume is then approximated as:
VMagnetie =P- BMagnetite ' VNano—Vacancies (8-41)
therefore, the following relation in terms of thickness ratio of spinel to magnetite can be established:

Vspinel __ hsp _ P—Bgpine1XP—Bumagnetite (8 42)

vMagnetite hMg l)_BSpinel_1

Where, the P — Bgpine; 1S a strong function of the x stoichiometric value in CriFe;.,04. Assuming
that of x=0 to x=3 and using the equation (8.42), the P — Bgp;n¢; can be calculated as function of x for
which dg, assumed as in between 5.18 (g/cm’®) and 6.1 (g/cm®) [118]. For the calculations of equation
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(4.3.8), P — Buyagnetite 1s further found to be 2.1 with respect to dyy (5.1-5.2) [119] taken as 5.18
(g/cm’). Figure 8.38 is presented as the result of these calculations with respect to the ratios calculated

Spinel 3—x
CFe

assuming is also a function of x as

Magnetite

As presented, the ratios calculated based on aforementioned theory are indicative of x=0.15, 0.6, and
0.7 (Fig. (8.39)). However, further comparison of P — B, assumptions with experimentally (SEM-
EDS) obtained hgp/hyg yields with some differences of x values especially for T22. The experimental
consideration for T122, for instance, yielded a hsp/hmg value 7% different than the hgy/hyg with
P — Bpatio assumptions while x values were found to be the same (0.7). Note that the internal
oxidation as a part of spinel was not considered in which case hgy/hymg Wwill increase. However, this
difference for T22 was found to be approximately 63% in terms ratio comparisons with a different x
value (0.15 vs 0.23) which is a clear indication that the available space model is not valid for for T22
steel (2Cr alloy). Same, approx. 7%, differences were also found for T92 and Fel12Cr alloys with no
significant difference in x values.

Available Space Confirmation
1.1

1.05

» G e e e -

0.9 —=—T92 and Fel2Cr

0.85 T122

) \ ....... P-B Ratios

0.75

hsp/hmg (Expected)

0.7
0 01 02 03 04 05 06 07 08 09 1 11 12 13 14 15 16 17 18 19 2

X in Spinel Stoichiometry

Figure 8.38: Expected hgpy/hyg ratio with P — Bp,.;, assumptions for the steels investigated.

1.2

115 ——hsp/hmg Concnt. Ratios (hsp=hT122)
~=~hsp/hmg from P-B Ratio
Expected with 7% diff (hsp/hmg expr.)

Expected with 7% diff (P-B Ratios)

Teoric value based on available space
indicates X to be 0.7 found asa
combibnation of P-B ratios and global

1.05

Experimental value found via SEM-EDS xxide thickness
measurements. 7% diffrence is present.

Note: Internal oxidation is not idered whic cani
the hsp/hmg ratios (note: 6% gives the perfect match)

0.95

N

hsp/hmg Ratios

0.85

0.8

0.7
0 0.1 0.2 0.3 0.4 0.5 0.6 0.7 0.8 0.9 1 11 1.2 13 1.4 15 16 17 1.8 19 2
X value in Spine Stoic. (Fe(3-x)Crx04)

Figure 8.39: Expected hgy/hmg With P — Bgraei assumptions and with global mass balance for T122.
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——hsp/hmg [if hT22=hsp]

1.1 Teoric value based on available space . .
i indicates X as 0.15 which is found as a hsp/hmg from P-B ratios
i combibnation of P-B ratiosand globalmass
1 : _~ balance.

0.9

0.8
(1)
£
<
£ 07
o
w
<

0.6

0.5 Experimental value based on available Space

indicates X as 0.23 . The difference between exp.
and teoric values (approx. %63) indicates that

0.4 the oxidation is not viaavailable space.

03

0.2

0 005 01 015 02 025 03 035 04 045 05 055 06 065 0.7 075 0.8 085 09 095 1
Spinel Stoichiometry (x in Fe(3-x)Crx04)

Figure 8.40: Expected hgy/hyg With P — Bpgeio assumptions and with global mass balance for T22.

The above figures 8.39 and 8.40 feature the resulted difference between P — Bggyti, assumptions
and with global mass balance for T22 and T122. Note that for T22 not only are the ratios different but
the x values are also different. As a last validity test, the x values from the calculations and the
measurements from the EPMA analyses were compared. The calculated x values are based on both
alloy specifications and the hgy/hyg values obtained from SEM-EDS measurements. The equation
indicating x in spinel stoichiometry is as following:

h .
1+ Magnetite
hSpinel

c?:se
()
By employing this above equation, the x values for all the alloys of interest were calculated. The

results were then compared with the results from EPMA. The results were only different for alloy
T22.

With respect to all the measurements and calculations performed regarding validity of available space
for the alloys of interest, table (8.4) is presented below,

X=3 (8.43)

Table 8.4: Measurements and calculations performed to test the validity of available space model.

Ratios from Ratios Rations X X Values
SEM-EDS Calculated from P-B Value | Calculated X Values
Alloys Measurement from the Ratio s from with form EPMA
p Alloy Calculatio P-B Equation Analyses
Specifications ns Ratios (4.1.3.9)
T22 (2Cr) 0.42 0.91 0.92 0.15 0.23 0.19
T92 (9Cr) 0.78 0.95 0.95 0.6 0.61 0.59
T122 (12Cr) 0.88 0.96 0.95 0.7 0.7 0.73
Fel2Cr Not
Binary 0.83 0.96 0.96 0.6 0.78 Performed
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Regarding the calculated (from P-B and alloy composition.) and measured ratios (from SEM-
EDS) of 9-12Cr alloys, it can be said that the differences are not necessarily an indication of a
deviation from the model especially noting that internal oxidations were not taken into account. In the
case of assumption that internal oxidation is a part of spinel, the difference between measurement and
calculations would approach zero. However, the assessment of internal oxidation based on EDS
measurements with some assumptions were not perfect. For this reason, the spinel measurements were
performed as independent of internal oxidation. Further, considering the x values of spinel
stoichiometry for 9-12Cr alloys from P-Bs, global mass balance calculations (equation (4.1.3.9)), and
EPMA results there are no significant differences present. With respect to hsp/hyg ratio and x findings,
it can be concluded that the oxidation for 9-12Cr steels in this study oxidized via available space and a
global mass balance exists. However, with the same considerations, available space model seems to
not apply perfectly for the oxidation of T22 in S-CO, at 450 °C especially regarding the mass balance.
Therefore, the simulation of T22 by just comparing above presented values, in table (4.1.3.2), will
possibly fail. However, considering the mechanism of oxide formation on T22, the void-induced
oxide mechanism (available space) still takes place since the oxide formed is duplex in oxide is
composed of an outer magnetite and an inner spinel layer, which in this case seems to be not stable.

8.3.4. Simulation of Oxide Growth on Ferritic Alloys Tested in S-CO, at 450 °C and 200 bar.

The alloys of interest in our tests have been tested in research grade S-CO, at450 °C and 200 bar
with coupons as being removed every 200h for thickness measurements and other analyses. The
nature of the oxidation has been assessed as parabolic as described by the Wagner's law and duplex.
The available space model then provided a basis for global mass balance. With respect to mass
balance approach, the validity of model has been tested for all the ferritic alloys within the scope of
this thesis and it was concluded that all the ferritic steels but T22 seems to present a valid global mass
balance.

By referring the following equation once more:

Sp/Ma2/3
2 CP(chase_cP) { AbV [1+2K a‘;/ g l 4B [asp/Mgal—2/3 _alntal—Z/B]}

(B3-x) CFMg 16Ky 142Ky a1nt2/3 3a1-2 |“02 02
e
2/3
A 1+2Kyagy 4B[ Sp/Mg 23 _exi-2/3
- t{uxvln L+2Kvasp/Mg2/3 T3 |20, —4aop, ] (8.44)
02
the following equation can be written:
S I Sp/Mg _E
= f[T Dyé DEP(x), allt, agr/ M8 ao’;t] (8.45)

where the total oxide thickness, H, is a function of iron diffusion in magnetite and spinel and the

oxygen activities at boundaries of the oxide scale. As previously assumed, a’"t and aE’“ are fixed

values for all the cases determined as [121]:

28930
T(K)

+5.84 + 2.592 - log T(K) (8.47)

logag) (Fe/Fe30,4) =

+8.460 (8.46)

24660
T(K)

where a’"t and aE“ at 450 °C are 1.46:10" and 2.85-10"* respectively. The value of D%?g at 450 °C
Ext

logag:' (Fe304/Fe;03) =

determmed is also a function determmed by a”‘t and a5’ and assumed to be same for all the alloys.

However, DFe (x) is a function of D 9 depending upon the spinel stoichiometry and has been shown
to be different for the steels tested. Wlth the calculation of DpF (x), Dpe’, al* and aB** at 450 °C,

the aSp/ 9 values were determined by employing the equation 8.34 for each alloy with a specific

p/ 9 values for each steel were determined, individual scale

spinel stoichiometry. Once the a,
thicknesses of hyg evaluated using the one part of the equation 8.34 and of hg, by using equation

(8.4). Consequently, the oxidation rates, ki [cm’s"], for each alloy were determined for the
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comparison with the experimentally obtained values. The values obtained are presented in the table

(8.5)
Table 8.5: Specific values obtained for the oxidation in S-CO, at 450 °C and 200 bar for various
steels.
it Ext Sp/Mg kyfor H? =k, - t [cm?s™]
Alloys ag, ag, a, :

Experimental Model
T22 4.67-10% 7.61-10™ 6.36:10™"
T92 ) » 6.2810% 1.71:10°7 53610
1.46:10° 2.85:10° - - -

T122 5.79-10° 1.15-10° 5.80-10°
Fel2Cr 6.31-10% 1.36-10™" 5.37-10™"

It can be seen from the table 8.5 that the model underestimates the oxidation with respect to
experimental oxidation rates. The calculated values of oxygen activity at 450 °C, the aé’:/ M9 are
consistent with previous findings in the 470 to 620 °C temperature range. Thus, the underestimated
simulation results are thought to be due to Dif (x) and D%f values used. These values, represent
diffusion through bulk lattice and one can argue, that grain boundaries which are high diffusion
pathways leading Dgj, > Dy, (usually four to six orders of magnitude larger) may be responsible for
this effect. With this consideration, it is clear that if Dy, is used, the model will also fail by over
estimating the kinetics. Even though the grain boundaries provide the high diffusion pathways, the
global diffusion occurs through both lattice and grain boundaries. Thus, an effective diffusion for a
system exist including both D, and Dg,;,. The following relation by Hart provides the effective
diffusion coefficient:

Dets = g Dgp + (1 — 8)Dpyik (8.48)

where g present the fraction of atomic sites in a grain boundary as:
g =22(4.1.456)

where 6 and d are grain boundary width, in general assumed to be a constant § = 0.5 nm, and the
size of the grain respectively. The quantity q is a factor depending on grain shape such as 1 for
parallel and 3 for cubic grains. Considering the parallel structure of magnetite and 50 nm spinel
grains sizes, g becomes equal to 0.01, thus Dorf = 0.01 - Dgp, + (0.99) Dpyyyi. Regarding the grain
boundary diffusion of iron in magnetite, D;, = 600Dy, has been provided in literature.

By assuming these values, the effective diffusion coefficient for the system becomes as Desf = 6.99 -
DBulk'
For the calculation of Dsrin a system involving both diffusion via vacancies and interstitials the

following relation is assumed:

Degr ¢ (Aesr + Begr) (8.49)

and thus:
Deff X 6 99 : (Dv + Dl)

Mg
Fe off
independent of oxidation kinetics, the kj, values for each alloy were then calculated as explained

previously regarding the new D,fr. The new Kk, calculation results are presented in the following
table with the previous cases.

(8.50)

Sp/Mg

Subsequently, leg(x) eff and D values were evaluated and since the ap """ values are
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Table 8.6: k,, values obtained for the oxidation of ferritic alloys in S-CO, at 450 °C and 200 bar via
experimental observations and simulations by Dg,,;c and De .

k,for H? = Kk, - t [cm’s™]
Alloys Experimental Modeling with Modeling with
Dpuik Desr
122 7.61:10" 6.36:10™ 44510
792 1.71-10 5.36-10™ 3.75:10"
TI22 1.15:10™" 5.80-10™ 4.01-10%
Fel2Cr 1.36:10™ 5.37-10% 37510

As shown in table 8.6, it is clear that the simulation using D.sf also fails to predict the actual
kinetics observed. Therefore, either the spinel grain size or D¢, = 600Dy, assumptions are not
perfect for the steel systems being studied. Nonetheless, the calculated oxygen activities provide
information indicating how the diffusion occurs such as via vacancies or interstitials or both. In this
regard, figure 8.41 is presented for T92 with agf/ M9 — 6.28-10722. Regarding the location of
logay, s in this figure, it is clear that the growth of magnetite is due to diffusion via vacancies while
the spinel growth region occurs by a combination of diffusion via interstitials and vacancies. Once the
iron cations are at the spinel/magnetite boundary, their diffusion throughout the outer magnetite scale

occurs only diffusion via vacancies. For this case, the following equation can be written for magnetite
formation rate as follows:

=0
M A 1+2Kyaft?/’ 4B[_Sp/M 2/_; 2/3
o p/Mg™~ Ext~
KVE = ¢ In 2| +28]a —a ] (8.51)
P 2/3 0 .
24Ky 1+2Kvaf)‘;/Mg / 3 [0 2
Ext2/3
M A 1+2Kyag
kpt =t s In TR (8.52)
v [1e2Kvag®

where k;‘;’g is the rate constants for the magnetite scale formation in case of Dg,;; use. By comparing
this equation with the experimentally obtained kgg , the following relation can be written.

log a02

4 4 A -5
-42 -40 -38 -36 -34 -32:  -30 -28 -26 -24 -22; i-20 -18 -16 -14 -12 -10

Spinel Growth Region
I

: Outer Magnetite

o : : Growth Region

N : ;-9

~ g
~ z =
T : > 411 Ky
T H ! £
S H I 9,
< i 7 ; [
< N ; -
S y oo
g (- . o
P i g s

. . - epe i N . . . . . .
Diffusion via interstitials <! 7 Diffusion via vacancies
‘:\ = -17
-19
—log[D-Fe] in Fe304 log[D-Fe] in Spinel (Fe2.4Cr0.604)

Figure 8.41: The dominant regimes of diffusion mechanisms for the oxide scale formation on T92;
note that all other alloys exhibit the same behavior regarding magnetite and spinel growth regimes.
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Exp Ext2/3
Mg AL’ff 1+2Kva02
k,%(exp) =t In 8.53
p (exp) 24Ky 1+2Kvaf)‘; /Mg2/3 ( )

where Af]’f;’ determines the effective diffusion via vacancies. Therefore, the following the following

relation can be written:

Mg Exp
kp l(::l’) _ Aerr _ D =f-Dy (8.54)
Kp A

Where, f is the constant defining the relationship between D,fr and Dpgyy. f is the same for both
diffusions via vacancies and via interstitials as presented below.

Exp Exp
Rert _ Perr _ ¢ (8.55)
A B

The assumption presented in this equation has been first tested by assuming the f values obtained
from magnetite kinetics are same as for the spinel kinetics. The figure 8.42 presents the spinel
simulation for which the growth is based on diffusion via both interstitials and vacancies as presented
in figure (8.41).

T92 Spinel Growth Simulation with Respect to Experimental Data

Experimental [-Kp] - = Simulation wtith Deff [Aeff/A=Beff/B] Experimental

3.5

2.5

1.5

Spinel Thickness [um]
N

0.5

0 200 400 600 800 1000
Time [h]
Figure 8.42: The simulation of spinel oxide growth on T92 with respect to experimental data points.

For the above spinel growth simulation, first the magnetite growth was simulated by using the
iron flux in spinel layer for which diffusion via both interstitials and vacancies occur (figure (8.41)).
Then using the experimentally obtained hgy/hyg ratio, the spinel growth was deduced. The above plot

presents the spinel growth by experimental k, and by simulated k, values with respect to
Exp Exp

A B
experimental data points. With respect to presented results, % = % seem to be a reasonable

assumption. Therofore, the ratio fwere evaluated for all the alloys using experimentally obtained
magnetite growth rates, and then global oxide growth for each alloy were performed. The following
table and figures are presented with the all the results of simulations with different diffusion
coefficients.
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Table 8.7: k,, values obtained for the oxidation of ferritic steels via experimental observations and
simulations using D, and Deyf and Df}f}’ values.

kpfor H z = k,-t [em’s™]
; ; Simulati
Alloys Stmu(atwn Simulation with lm::l-;l o
Experimental with D f
E
Dgyik e D7
122 7.61:10™ 6.36:10™ 4.4510™" 25110 4.65
792 1.71-10% 5.36:10™ 3.75:10" 1.85-107% 3.42
T122 1.15-10% 5.80-10™ 4.01-10" 1.25-10% 2.01
Fel2Cr 1.36-107% 5.37-107 3.75:10" 1.85-10% 2.58
T92 Total Oxide Thickness Simulations vs. Experimental
14
Simulation Deff Experimental Experimental [Kp] Simulation with Dbulk ===Simulation with Deff(exp)
12
10
E
g 8
:

0 200 400 600 800 1000 1200
Time [hr]

Figure 8.43: The simulation of oxide growth on T92 with respect to experimental data points.

The simulation with Df;f /f’ precisely predicts overall oxide thickness formed on T92.
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T122 Oxide Thickness Simulations vs Experiemnental
14

X Experimental Thick. ==Exp. Prab.Kp Simulation with Dbulk ==Simulation with Deff[exp] Simulation with D[eff]

12

10

Thickness [um]

0 100 200 300 400 500 600 700 800 900 1000

Time

Figure 8.44: The simulation of oxide growth on T122 with respect to experimental data points.

. . . Ex . . . . . .
The simulation with Def;’ precisely predicts overall oxide thickness formed on T122 in comparison
with the experiential observations.
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Figure 8.45: The simulation of oxide growth on Fel2Cr binary alloy with respect to experimental
data points.

Regarding the simulation of Fel2Cr, simulation with foﬁ seems to work. However, the

inconsistencies in magnetite growth especially after 600h exposure appear to affect the estimation of

Exp
D

eff leading to over estimated results. Nonetheless, over all prediction is reasonable.
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T22 Oxide Thickness Simulations vs Experimental
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Figure 8.46: The simulation of oxide growth on T22 with respect to experimental data points.

Regarding the evaluation of the model, the simulation fails for both in the case of Dy s and Dy

use for all the tested alloys. However, the calculated values of a(S)f/ M9 indicates that in the outer

magnetite scale iron diffusion mechanism is via vacancies. Thus, the effective diffusion coefficients
were deduced by comparing the magnetite growth rates from experimental results and from

simulation with Dg,;,.. The use of DeEfxf seems to enable the model to predict the global oxide

thickness for all the alloys tested but not so well for the T22. The reason behind the failure of model
for T22 is the failure of global mass balance as explained in the previous section.

8.3.5. Summary of the Chapter

In this chapter, the work was performed for the modeling and simulation of duplex oxide layer
formation on ferritic steels. First, the basic approach for the extrapolation of diffusion coefficients in
spinel and magnetite were introduced and the results of interest were presented. A model based on
global mass balance was introduced. Validity of the model was tested for each alloy with three
different approaches and results were presented indicating that the prediction of the model based on
available space works well for T92, T122 and model Fe-12%Cr steels, but is not be suitable for T22
steel. The modeling results were then presented with the use of lattice diffusion coefficients and as
expected the results were found to be underestimations with respect to actual kinetics. The concept of
effective diffusion coefficients was subsequently discussed and some effective diffusion coefficient
values from previous studies were applied and found to lead to an overestimation of kinetics. Thus,

the concept of Dfﬁ’ approximation was introduced. The simulations presented were found to be
almost perfect with the use of Df ;C}? for T92, T122 and Fe-12%Cr steels.

8.4. Carburization of Ferritic-Martensitic Steels in S-CO,

8.4.1. Introduction: Unlike many high temperature oxidative environments where an oxide layer
develops on the surface and leads to consumption of structural materials’ thickness, carburization of
the underlying steel is also a distinct concern in high temperature CO, environments. Generally,
carburization is a secondary result of oxidation through available space in which internal voids and
nano-channels created during oxidation provide a pathway for the environment to reach the base steel.
With this access the CO, gas can enter these cavities and further reduction of CO, to CO can occur
through reactions with the surrounding metallic atoms leading in turn to an increase in local partial
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pressure of CO. The result of this increased CO partial pressure is the increased carbon activity upon
further reduction of CO thus creating these localized carburizing environments. This free carbon can
then diffuse into the base steel and in the presence of carbide forming elements such as Cr in the steel,
lead to the formation of carbide phases in the base steel. In practical applications, carburization should
be a source of concern because it is likely to have an embrittling effect on materials and depending on
its extent can lead to catastrophic brittle failure. In this study, carburization effects in T22, Fel12Cr,
T92 and T122 steels were evaluated using optical microscopy, SEM-EDS analysis, hardness tests.
EPMA-WDS and GDOES techniques were also applied for T92 steel, while GDMS technique was
used for T22 and T122 steel. These experimental results are coupled with diffusion analysis using
Fick’s law.

8.4.2 Carburization Results of Pure Fe in S-CO,

The carburization phenomenon of pure Fe becomes possible with the formation of Fe;C if only
the local carbon activity becomes greater than 1 at temperature below 763 °C . The local carbon
activity increase can occur due to the formation of inner voids which can provide access of local
oxidizing gas environment. However, the oxidation of pure Fe to Fe;O4 by S-CO, is somewhat
different. Its formation is not by inner gas permeation or in other words it is not via available space
for which CO, transport to inner layer is required. Since the transport of CO, to inner Fe;O4 layer is
not the case, local CO accumulation and its further reduction leading increased carbon activity is not
expected. Therefore, the carburization of pure Fe via oxidation by SC-CO, is not necessarily expected.
In order to verify this, 400h tested pure Fe was etched with 1% nital solution and examined by optical
microscopy. Figures 8.47 and 8.48 presents this optical micrograph where no carburization is visible.
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Figure 8.47: 10x magnified optical micrograph of etched (1% Nital) pure Fe sample exposed to S-
CO, for 400h featuring showing only the ferrite grains and grain boundaries.

Figure 8.48: 100x magnified optical micrograph of etched (1% Nital) pure Fe sample exposed to S-
CO, for 400h featuring only the ferrite grains, grain boundaries, and surface oxide layer.

As expected, no carburization was observed in pure-Fe and no further examination of the oxidized
pure-Fe was performed.
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8.4.3 Carburization Results of Fe12Cr Alloy

Carburization is expected to occur for the Fel2Cr alloy due to oxidation in SC-CO, since the oxide
formation occurs via available space as presented in the earlier chapters. However, the formation was
shown to be different compared to engineering steels T22, T92, and T122 to be discussed later. The
surface examination of Fel12Cr binary alloy showed the surface to be generally covered with very thin
protective chromia layer with some thicker duplex scale formation. The assumption of carburization
in Fel2Cr was therefore dependent on the oxide scale formation such that while the inner CO,
diffusion forms the duplex thick scale, the protective scale formation is due to the very surface
reaction between CO, and Cr.

20um

Figure 8.49: (a-b) Carburization below thin chromia layer and below thick Fe-rich oxide scale via
oxidation of binary Fe-20Cr after 120h exposure to 20CO,-Ar mixture at 650 °C [85]; (c)
carburization below thick-duplex oxide on 12Cr ferritic-martensitic steels after oxidation at 550 °C
and 1 atm CO, [71].

Thus, carburization is expected underneath the thick-duplex scale, but not underneath the protective
and thin chromia layer. These initial assumptions are also supported by the literature findings where
Roulliard F. and Furukawa T have shown that the carburization occurs only under the thick duplex
oxide layer in case of nodular oxide formation of 12Cr ferritic-martensitic steel by 550 °C and 1 atm
CO; while Gheno T. et. al., have shown that the carburization underneath the thin chromia layer was
much smaller than the carburization underneath the thick Fe-rich oxide layer. These findings are also
presented in the figure 8.49 featuring all the possible degrees of carburization through oxidation by
CO..

Figure 8.50: Optical micrographs of etched Fel2Cr (un-tested) featuring ferrite grains with no
uniformity in size at the edges and large oriented grains in the middle.

Based on these previous studies, carburization of Fel2Cr via oxidation by S-CO, was tested by
means of Vickers microhardness tests and etching of the cross-sectioned samples with 5% nital
solution. Cross-sectional optical micrographs of the etched samples are shown in figure 8.50
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featuring relatively small but uneven grain size distribution at the edges and relatively large oriented
grains in the middle.

Micro hardness tests were conducted on 600, 800 and 1000 hour exposed samples with a Wilson
Tukon 1202 microhardness tester. A sample measurement (performed on T122-1000h exposed
sample) is provided in the figure 8.51 featuring the approach employed to determine the carburization
depth. Vickers hardness tests were conducted using 50g load for 20 seconds. Indents were spaced
laterally and vertically 20 microns apart one another. Test were performed at least from three distinct
locations and averaged. As a base-line, similar tests were also performed on the as-received untested
samples of Fel2Cr steel. The tests results are presented in the figure 8.52 where some degree of
hardness increase can be observed. However, due to uneven grain size distribution near the oxide
scale and non-uniform oxide formation (thick-duplex vs thin chromia), the results were not considered
conclusive in regards to making an assessment of the depth of carburization.

D1: 207.7792 um

Figure 8.51: Optical micrograph of hardness tested sample (T122-1000h) featuring a sample
measurement approach where indents were spaced laterally and vertically 20 microns apart one
another.
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Figure 8.52: Microhardness test results of 600, 800, and 1000h exposed Fel2Cr alloy. The hardness
values for the untested Fe12Cr sample given with respect to averaged hardness of un-affected region
and hardness of as received Fel2Cr.
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Regarding the nodular oxide formation on the Fel12Cr samples surfaces, the expected carburization, as
previously alluded, is much more under the nodular regions where the oxide layers are thickest. This
is shown in EDS elemental maps in figure 8.53, where regions of thicker nodular oxide formation
showed carbon enrichment compared to thinner regions which constituted the protective scale.

FeazTr o1

Figure 8.53: SEM-EDS elemental mappings performed on the plan views surface of Fel2Cr after
200h oxidation in S-CO, showing carbon enrichment in the region of thick nodular Fe-rich oxide.
Carbon detection by EDS is deemed qualitative.

8.4.4. Carburization of T22, T92, and T122 ferritic steels

As of an essential tool for evaluating carburization, etching was used for the initial assessment of
carburization. Various samples of T22, T92 and T122 were etched using primarily 1-10 % nital
solution. After etching sample surfaces were examined by SEM-EDS. For the T22 steel exposed for
400 hours (etched with 1% nital solution), carburization was not uniform similar to non-uniformity in
the oxide scales. Figure 8.54 presents the optical micrographs featuring all different etched surfaces of
T22 400h tested sample. These optical observations revealed that the degree of carbon diffusion depth
varies as for the oxide thicknesses indicating the interlink between the two phenomenon.
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Figure 8.54: Optical micrograph taken with the etched sample of 400h exposed T22 featuring
carburization (relatively darker areas) which varies throughout the sample surface.

In the third chapter, the differences of oxide thicknesses on opposite surfaces of samples were
explained due to the fact that distribution of fresh CO, in the autoclave differs. In addition, local the
oxide thicknesses were also shown to be significantly different around the sample possibly due to
local CO partial pressure increase. With respect to previously referred carbon activity and CO partial
pressure relations, the carburization expected to be significantly higher with oxide scale formation in
some local regions.
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Figure 8.55: SEM micrograph taken with the etched sample of 400h exposed T22 featuring ~4 uzm
duplex oxide formation and individual carbide particles which are =200 nm.

Further SEM observations, presented in the figure 8.55 revealed individual carbides which are
approximately 200 nm. However, as-received T22 contains 0.1 wt.% carbon which is much more than
the solubility limit of C in ferrite. Therefore, no assessment regarding whether these were formed as a
result of carburization or they were presented in the base beforehand was possible. Only possible
explanation is that the increased C content inside the base material increases the carbide distribution
density. Therefore, as for the time of exposure to S-CO, increases, the darker regions were expected
to increase. This effect was successfully deminstrated for T92 and T122 but not that effectively for
T22. The result of etching observation after 200 hours exposure is presented in the figure 8.56 where
the level of carburization (determined as =120 um) is not perfectly clear.

¢ ¥ é(,&&.» ? R‘;:{Ji
Flgure 8.56: SEM micrograph taken with the etched sample of 200h exposed T22 featurlng
carburization depth of 120 zm.

Etching of T22 steel samples exposed for 1000h did not reveal any sharp contrast between a
potentially carburized region and the base steel. This could be due to lack of etching or the other
possibility is that the sample is carburized through its entire thickness. Therefore, GDMS analysis
was performed on this sample and the results are presented in the figure 8.57. The GDMS results did
not reveal any distinct carbon depth profile, but it does not again rule out the possibility of though
thickness carburization.
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Figure 8.57: GDMS carbon profile showing carbon depth for the 1000h exposed T22 steel.

The carbon profile of T122 steel also performed by GDMS is shown in figure 8.58 along with the
GDMS analysis for T22 steel. The carbon profile for T122 steel (to be discussed in detail) clearly
indicates carburization. When viewed in conjunction with the profile for T122, the T22 steel does
show evidence of carbon enrichment suggesting through-thickness carburization however the
carburization results for T22 were still inconclusive. All GDMS analysis was performed by Evans
Analytical Group.
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Figure 8.58: GDMS carbon profile showing carbon concentration as a function of depth for 7122
steel after exposure for 1000h (the profile for T22 steel is also seen as blue line).

Fig. (8.59) shows a low magnification image of T122 steel exposed for 1000 hours (etched with nital
solution), where carburization was observed uniformly around the sample.
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Figure 8.59: Low magnification images of T122 steel exposed for 1000 hours showing an
approximately 120 zm carburization depth around the sample.

Further SEM observations, presented in the figure (8.60) revealed individual carbides and their
relative distribution in the grains and the grain boundaries, with grain boundaries being preferred sites
for carbide phase formation. In addition, SEM-EDS elemental maps and line scans further performed
revealed Cr-carbide enriched grain boundaries (Figure 8.61). Of particular importance is that carbon
diffusion may have led to carbide phase formation of M23C6 to M7C3 type carbides, most likely
those of Cr.

Figure 8.60: SEM micrograph taken with the etched sample of 1000h exposed T122 steel featuring ~7
um duplex oxide formation and approximately 200 nm carbide particles located mainly at the grain
boundaries in the region underneath the oxide layer (i.e. the carburized layer).
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Figure 8.61: SEM-EDS analyses performed on the etched sample of 1000h exposed T122 steel where
Cr and C enrichment along the grain boundaries are visible.

Microhardness measurements were performed on the cross-sectioned T122 steel samples exposed for
1000 hours and the results are shown in Fig. 8.62 along with the GDMS profiles shown earlier.
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Figure 8.61: GDMS carbon and Vickers hardness profile featuring diffusion profile of C detected on
T122 sample after 1000h exposure to S-CO, given with respect to optical micrograph of etched
sample.

The results from GDMS analysis, microhardness test, and optical observations for T122 steel
(exposed for 1000 hours) are consistent and clearly indicate the formation of an approximately 120
um carburization depth after 1000h exposure to CO, at 450 °C and 20 Mpa. The GDMS and hardness
results appear to follow a diffusion-like profile.

8.4.5. Carburization results of T92 ferritic steel

T92 steel samples after S-CO, exposures of up to 1000 hours (with 5 time intervals) were
examined using optical microscopy to reveal the case depth of carburization. Additionally,
microhardness measurements were performed along the depth of the carburized layer. As for T22 and
T122 steels, SEM-EDS observations were also performed. EPMA-WDS, EPMA-WDS, and GDOES
analyses were performed for the 1000 hour sample for a quantitative assessment of carbon intake.
The obtained carbon profile inside the base steel of 1000h exposed T92 steel were compared with the
profile observed with the Vickers hardness data. Polished samples in cross-section of T92 steels
exposed to various intervals up to 1000 hours were etched and examined using optical microscopy
and depth of carburization was measured and the results are shown figure 8.62. For 200h exposed
sample, the overall carburization seems to occur up to approximately 90 um, while this depth
increases to 180 and 200 um for exposure times of 600h and 1000h, respectively, indicating a
parabolic growth behavior. A comparison of oxide scale growth and depth of carburization are
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presented in figure 8.63 which indicates that carburization depth and oxide layer growth are
interlinked.

b-) 10x optical micrograph etched surface of 600h S-
CO:; tested T92 featuring approximately 180 tm
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Figure 8.62: Optical observations of carburization depth on the etched surfaces of T92 steel exposed
to CO;, at 450 °C and 20 MPa for (a) 200h, (b) 600h, and (c) 1000h.
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Figure 8.63: Comparison of carburization layer depth oxide layer growth for T92 steel exposed to
CO, at 450 °C and 20 MPa.
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Figure (8.64a) shows SEM images of over-etched (with nital) samples of the carburized region
(~90 pm depth) that reveal individual carbide phase particles of approximately 200 nm in the
microstructure. While the etching process no doubt removes some of the carbides, increased density
of carbide distribution at the grain boundaries is observed. Figure (8.64b) presents the results of
SEM-EDS elemental maps and point analyses with acquired wt.% data featuring carbide in dense and
lighter areas in terms of carbide forming element enrichments. Points number 2, 4, 5 features over
etched sites where base iron is removed revealing carbides. Therefore, both elemental mappings and
point analyses indicate carbon and carbide forming element in quantity with respect to base metal
content. On the other hand, points 1, 3, 6, represent local sites where carbides may have been removed
upon etching.
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Figure 8.64a: SEM micrographs of carburized of T92 steel after 200h exposure to S-CO, featuring
approximately 90 zm depth of attack with 200 nm individual carbide particles. Samples were
intentionally over-etched to reveal carbide phases.
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T92-6-ETCHED-(3)

Weight % C o Mg Vv Cr Fe Mo w

T92-6-ETCHED- 0.11 | 0.19 8.62 88.75 2.34
(3)_ptl

T92-6-ETCHED- 1.43 | 2.87 0.84 | 2029 | 67.75 | 1.19 | 5.63
(3)_pt2

T92-6-ETCHED- 0.17 | 0.16 8.70 88.51 2.46
(3)_pt3

T92-6-ETCHED- 0.68 0.99 | 20.04 72.85 | 0.90 | 4.53
(3)_ptd4

T92-6-ETCHED- 0.54 1.05 | 21.13 72.77 | 0.72 | 3.79
(3)_pt5

T92-6-ETCHED- 0.26 9.08 88.24 2.42
(3)_pt6

Figure 8.64b: SEM-EDS point analyses of T92-200hrs SC-CO, exposed sample with resulted data
given in wt.%. The samples were intentionally over etched to reveal the carbide phases (some
removal of carbide particles from their sites is therefore observed, as expected).

In addition to optical and SEM imaging of carburized layers, microhardness tests were performed as a
function of depth below surface for T92 steel samples from 200h and 1000h tests.

results of these measurements are shown in figure (8.65).
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a-) Vickers hardness measurements performed on T92 after 600h exposure to S-CO,

Vickers Hardness of T92-1 -600hr Averaged
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b-) Averaged Vickers hardness trend in the base of T92-600h sample

Figure 8.65: Microhardness measurements () with hardness measurements at three locations and (b)
averaged hardness value for T92 after 600h exposure.

In the figure (8.65a) three measurements performed on three distinct locations on T92 after 600h
exposed to S-CO, are shown. As it can be seen, in the first 10-20 pum, Hv values depart from the
general trend. One explanation is that this is caused by plastic deformation which is not adequately
supported by the oxide-metal scale under the applied force/pressure. Figure 8.66 shows the hardness
profiles of T92 for 200, 600, and 1000h exposures.
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Figure 8.66: Hardness profiles of T92 after S-CO, exposures of 200, 600, and 1000h.
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The hardness profiles presented in the figure 8.66 indicate approximate carburization depths of
90, 175 and 200 pm for exposure times of 200, 600, and 1000h. These observations are consistent
with optical observations of carburized regions. = Based on the diffusion-based hardness and
carburization profiles presented, the hardness data was further used in order to present diffusion
modeling of carburization. This approach is based on the diffusion theory and has been also explored
in literature [125]. Due to thermodynamic considerations, it is assumed that carbon forms carbides
with alloying elements whenever carbon presence increases in the sample. Also, considering the
solubility of carbon in alpha ferrite, this assumption is supported since all the excess carbon are
already present as carbides throughout the sample.

In an attempt to correlate hardness changes with carbon profile, we have considered the data from
work of Rouillard, F., and T. Furukawa for 250 bar 350h and 250 bar 1000h where maximum carbon
concentration is fixed inside the base metal (Figure 8.67).

Inner spinel oxide layer Metallic substrate
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Initial C concentration
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Figure 8.67: GDOES profiles of T91 after CO, exposure at 550 °C for various times and pressures
where green line (250 bar-350h) and purple line (250 bar-1000h) present the same maximum carbon
concentration underneath the oxide scale (data from Rouillard, F., and T. Furukawa).

Fick" second law of diffusion with an assumption that the diffusion is independent of carbon
concentration for the carbon profile is as follows:

C(x,t) =Cs— (Cs—Co) (erf [ZL\/E ) (8.56)

where Cs and Co denote the carbon concentration of surface (in this case fixed point inside the base
metal after carburization) and original alloy carbon content, respectively, while C(x, t) represents the
carbon concentration as a function of location of time elapsed (t) inside the base metal at distance x.
D is the diffusion coefficient of carbon in the base metal.

Thus, at the unaffected zone where no case hardening exists,

C(x,t) =Co (8.57)
Under the condition,
(erf | =)=1 (8.58)
2VDtl)” :
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the equation (8.58) must be satisfied for a constant value, K, even though the actual solution can be
arrived at infinity.

X
=K (8.59)

Thus, the equation (8.59) can be used to extrapolate the depth of attack if both x and D are known.

However, the preliminary hardness results indicate that the diffusion coefficient of carbon in alpha—
ferrite (D=4.58¢-13 m’s™ at 450 °C) does not match with the experimental hardness profile and optical
observations of carburization depth. Therefore, using the diffusion coefficient in alpha ferrite is not a
good approach with the above provided approximation with the equation (8.59). In addition, the
constant K depends upon the experimental observations and would be different for each experimental
case. An alternative approach could be to consider carbon concentration mid-way through the
carburization depth presented as shown below:

C(x,t) » (@) =Cs— (Cs—Co) (erf [z%/ﬁ ) (8.60)
The above equation is only satisfied with the following equality:
X 1
x ~
where 2—\/&] = 0.477.
Therefore,
x = 2x0.477/Dt (8.62)

where above relation, if x is known, gives the experimental diffusion coefficient of carbon in the base
metal.

An analogous diffusion based fit for hardness profile was performed as follows:

HV(X, t) — HvSuface(max) _ (HvSuface(max) _ HvUnaffected zone) (erf [zjﬁ]) (8.63)

The hardness profile as a function of depth is correlated with carbon profile in Figure 8.68.
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Figure 8.68: Hardness fit where red circles present the actual Vickers hardness values of T92-1000h
exposed sample, yellow dashed line present the fit with R-square of 0.86, and intersect of black-line
and arrow represent the optical observation of carburization depth.
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As presented in the figure 8.69, the extrapolation of the fit to lower values still works with perfect-
match to carburization measurements by optical observations. Since the above presented fit perfectly
matches with the optical observations revealing the carburization depth. This leads to an average
value of 1.07e-14 m’s™ as of carbon diffusion coefficient in T92 steel. Figure 8.70 presents carbon
diffusion for extrapolated exposure times.
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Figure 8.69: Extrapolation of hardness fit to lower exposure times given with the same intersects of
black-line which still perfectly satisfies the optical observations.
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Figure 8.70: Extrapolation carburization depth for longer exposure times using experimental and
models from this study.

Carbon enrichment through the carburization depth was measured with EPMA-WDS analysis
technique. Test performed on the cross-sectioned T92 sample after 400h exposure to S-CO,. Prior to
measurement, a mirror polished sample plasma cleaned for 40 minutes in order to eliminate all the
surface hydrocarbons capable of altering the results. In order to prevent the carbon build-up point
analysis approach was employed instead of continuous line-scans. The analysis points were laterally
and vertically organized so that the relative spacing from oxide/gas environments was 1 pm for first 7
data points and 5 and 10 um microns for the rest. Figure 8.71 depicts the carbon profile for first 30
pm where a declining (diffusion-like) profile can be observed.
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Figure 8.71: First 30 um carbon profile of T92 steel exposed for 400h by EPMA-WDS analysis.

To get a prediction of carbide phases present in the carburized layer (e.g., M;Cq, M;C; and
M;C,), a part of Cr-C section of Fe-Cr-C ternary diagram at 450 °C is presented in the figure 8.72
featuring required carbon weight concentrations for the formation of various carbide phases.
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Figure 8.72: Section of Fe-Cr-C ternary diagram at 450 °C featuring required C wt. % for formation
of M»3Cs, M;C3 and M3C, types Cr-carbide formations.

With the previous assumptions and calculated Fe-Cr-C ternary diagram, Figure 8.73 is presented
featuring carbon concentration decline with corresponding carbide formation for T92 steel after 400h
exposure to SC-CO,.
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Figure 8.73: Carbide transition underneath the duplex oxide scale of T92 steel after 400h exposure
showing depth regimes of carbide formation. The dashed line with rectangle points are from EPMA-
WDS measurements and yellow line is obtained best fit representing diffusion profile of C in T92-
400h sample.

As per the above illustration, only Cr;C; type carbide formation is expected to occur for up to 100 um
and between 100-140 um both Cr;C; and Cry;Cq are expected form in T92 steel for 400h exposure. To
examine carburization further, GDOES analysis technique was performed for T92 steel sample after
100hr exposure. Analyses was performed outside by HORIBA Scientific. In order to determine the
carbon profile both inside the duplex oxide and beneath it, samples were sputtered up to a deoth of
160 um. The obtained carbon and oxygen profiles is shown in the figure 8.74.
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Figure 8.74: Carbon and oxygen profile of T92steels as determined by GDOES technique for T92
steel after exposure to CO, at 450 °C and 20 MPa for 1000h.

The concentration profiles shown in figure 8.74 features three distinct regions. In the first region
closest to the surface, the relatively high oxygen signal is observed signifying the presence of the
outer Fe-rich oxide layer. In the first 1 or 2 um from surface, a spike in both O and C signals exist
most likely indicating outer hematite and magnetite regions. Approximately half-way through the
duplex oxide layer up to magnetite-spinel interface, the carbon profile is at its lowest value. This is
expected because the presence of carbon in the outer magnetite layer is not likely because carbon
from surface reactions is not expected to diffuse through. The increase in carbon signal inside the
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spinel layer (last 4 um of the specified 8um, figure (5.32)) until the metal/oxide interface is due to
local voids created inside the spinel layer where CO build-up can lead to carbon formation. Assuming
limited diffusion of carbon from spinel layer to base steel, the carbon flux is limited leading a concave
carbon profile. The spikes of C-O signals inside the base of T92 are simply ignored since no internal
changes such as internal oxidation, irregular distribution of alloying elements or impurities are
expected.

Regarding the relative maximum and minimum carbon intensities shown in GDOES result, max
occurs at a value of approximately 0.32 inside the sample while the minimum value obtained is
around 0.18 at 160 um deep inside the base steel (occurs at (Cs+Co)/2) is a reasonable assumption. In
general, the trend in carbon diffusion into the base steel is clearly observed consistent with the results
obtained from other techniques.

8.4.6: Kinetics of Carburization for T22, T92, and T92 Steels

Figure 8.75 provides the depth of carburization for the three steels and in general the carburization
thicknesses appears to increase as the concentration of carbide forming elements (e.g., Cr) decreases
in the base steel.

— e W A

b-) Optical micrograph etched surface of 1000h S-
CO, tested T122 featuring approximately 122 gm
depth of attack

a-) Optical micrograph etched surfaces of c-) Optical micrograph etched surface of 1000h S-
400h S-CO; tested T22 featuring CO;, tested T92 featuring approximately 200 zm depth
approximately 224 xm depth of attack of attack

Figure 8.75: Depth of carburized layer for (a) T22 (2Cr), (b) T122 (12Cr), and (c) T92(9Cr) ferritic
martensitic steels.

For steady state carburization the parabolic trend is given as:

x% = k§"bt (8.64)
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The constant kpcarb values of T92 are presented in the table (5.1) with a reference case of C diffusion
in alpha-ferrite.

Table 8.8: Experimentally determined carburization constants along with values for reference of
carbon diffusion in a-iron.

Carburization Rates [m’s™]

Alloys via
Experimental Observations
a-Ferrite (by provided by Arrhenius-like relation [8] 4.59e-13
T22 (2Cr) 3.48e-14
792 (9Cr) 1.07e-14
T122 (12Cr) 4.13e-15

As presented in the Table 8.8 the observed carburization rates tend to decrease as the Cr concentration
of the base steel increases. With respect to carbon diffusion in alpha-iron, these decreases vary by one
or two orders of magnitude. This is because the carbon diffusing into the steel gets tied up as carbides
(preventing further diffusion) and consequently greater the carbide forming allying elements in the
base steel, lower the carburized layer thickness. The excess carbon then diffuses over this zone until
the case carburization depth x. at which elements with present a, can react to form new carbides.
Therefore, as the carbide forming element content increases (T22<<T92<T122), the case diffusion
depth of carburization decreases as has been experimentally observed in this study.

To understand why the carbon diffusion is less in alloy steels than in alpha-iron, equation (5.1.4.2) is

presented (for which permeability of carbon with respect to chrome is significantly higherNC(S)DC >
N D) [211:

eNSD
vN(C':,)

k;',"t' = (8.65)
Above Néi) is the original chrome concentration of alloy forming NC, type carbide for which v is the
stoichiometric coefficient; ¢ is the diffusional blocking factor can be assumed as one [21]; D and D,

are the diffusion coefficient of carbon and chrome in the alloy respectively; NC(S) is the mole fraction
of solute carbon.

8.4.7. Summary of the Chapter

In this chapter, the carburization effects in ferritic-martensitic steels exposed to S-CO,
environment at 450 °C and 20 MPa, are presented. The results clearly indicate that carburization and
oxidation are interlinked phenomena. One of the key mechanisms for carburization is the permeation
of CO, through voids and nano-channels created by the diffusion, where CO, decomposes to CO
which then forms carbon by reaction with free metal. This mechanism is predicated by the available
space model. The free carbon then initiates carburization in the inner scale. In support of this theory,
the results indicate that pure Fe exhibits no carburization because there is no available space. For the
T22, T122, and T92 steels the observations of carburization was well supported by microhardness
measurements. In fact, the carbon diffusion profiles matched very well with the microhardness
profiles. GDMS measurements indicated that for low Cr T22 steel through-thickness carburization
was observed, while for the 12%Cr T122 steel a relatively shallow diffusion profile of carbon was
observed. The kinetics of carburization, was rigorously studied for T92 steel using optical
microscopy, SEM-EDS, and microhardness measurements at various test intervals. More quantitative
approach regarding carburization was also conducted using EPMA-WDS technique. The first 30 um
of profile by EPMA-WDS compared well with the literature findings using GDOES technique. These
experimental studies allowed for calculation of diffusion coefficient of carbon in T92 steel which
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allowed for longer term predictions of carburization depth. Finally, the kinetics of carburization for
alpha ferrite was investigated and compared to the engineering alloys. The data clearly indicates that
the depth of carburization correlates inversely with the concentration of Cr in the steel.

8.5. Conclusions and Summary
8.5.1. Conclusions

Three ferritic-martensitic steels, T22 (~2%Cr), T92 (~9%Cr), and T122 (~12%Cr) were tested in
research grade supercritical CO;(99.999%) at 450 °C and 20 MPa, with the broader goal of evaluating
the use of this class of steels in supercritical CO, Brayton cycle. Additionally, pure Fe and Fe-12%Cr
binary alloys were also tested for achieving a more fundamental baseline understanding. Tests were
performed for exposure durations up to 1000h with samples being removed at 200 hours intervals for
analysis. Post-test characterization was performed using a range of techniques including weight
change measurements, optical microscopy, microhardness tests, scanning electron microscopy-energy
dispersive spectroscopy (SEM-EDS), x-ray diffraction (XRD), glow discharge mass spectroscopy
(GDMS), glow discharge optical emission spectroscopy (GDOES), and electron probe micro
analyzing-wave length dispersive spectroscopy (EPMA-WDS). The research broadly encompasses
four areas, namely, experimental evaluation of oxidation, application of the “available space model”
to the experimental oxidation results, experimental evaluation of carburization, and theoretical
treatment of carburization based on experimental data.

8.5.2 Oxidation in Supercritical CO; Environment

Pure Fe formed Fe;0, (magnetite) layer on the surface which exhibited notable spallation and severe
internal oxidation was observed in the base Fe. The oxide surface was of whisker-like morphology
which dramatically increased the surface area and could have led to high oxidation rates. The Fel2Cr
binary alloy exhibited nodular oxide composed of an outer magnetite and an inner spinel layers.
Adjacent to the nodules, surface was covered with very thin protective chromia layer. Additionally,
the formation frequency of these nodules was observed to increase as time to S-CO2 exposure
increase. This is also supported with the observations on standard deviation of weight gain featuring a
decrease trend. The T22 steel showed oxide spallation, and the surface also revealed a blister-like
morphology and cracking. Cross-sectional examination showed a duplex oxide formation consisting
of an outer magnetite layer and an inner Cr-rich spinel oxide layer of CryFe(;.404 stoichiometry. T92
and T122 steels however formed a uniform duplex oxide throughout the 1000h exposure. Neither
spallation nor break-away were detected by plan view or cross-sectional SEM imaging of the samples.
As in the case of T22 steel, both T92 and T122 steels also exhibited a predominantly duplex oxide
layer consisting of an outer magnetite layer and an inner Cr-rich spinel oxide layer of CryFe;.4)Os
stoichiometry. However, grazing incident XRD and EPMA analyses also showed the formation of
outermost Fe,O; (hematite) on these steel.

The basis of duplex oxide layer formation in the three steels is explained by the “available space
model” where outward diffusion of Fe cations leaves behind vacancies which coalesce to form voids
and nano-channels which provides pathways for CO2 to enter the system and react with Cr to form a
spinel oxide. No Cr diffusion to outer layer was detected by SEM-EDS and EPMD-WDS analysis, as
would be dictated by this model. Regarding the analytical basis of oxide simulation model, the
stoichiometric Cr content in the spinel layer were approximated form the EPMA-WDS results. The
value of x in CrFe;.40O4 spinel stoichiometry was determined to be 0.19, 0.59, 0.73, for T22, T92,
and T122 steel, respectively.

8.5.3. Oxide Layer Thicknesses and Weight Gain

Oxide layer thicknesses were measured using SEM-EDS line scans, and categorized as internal
oxide, spinel layer, and magnetite layer. Of the three ferritic-martensitic steels, T122 steel exhibited
the thinnest oxide layer on account of its high Cr content, while T22 developed the thickest oxide
layer. For the basis of simulation by available space model, the global mass balance between outer
and inner layers and tested against experimentally measured thickness.

The weight gain measurements showed the lowest gain for Fel2Cr due to the formation of a thin

Corrosion of Structural Materials for Advanced Supercritical Carbon-Dioxide Brayton Cycle 163
DE-NE0000677 Final Report (NEUP Ref: 13-4900)



protective chromia layer. Consistent with oxide thickness measurements, the weight gain for the three
martensitic steels was inversely related to the Cr content of the alloys. The least performing alloy
determined was T22. Regarding the engineering alloys T22, T92 and T122, the performance was
revealed to improve with increased Cr content of steel. The available space model interlinks the
growth of the magnetite and spinel oxide layers such that the layers grow while maintaining a
constant ratio. This was demonstrated experimentally for the three ferritic martensitic steels, and
furthermore the ratio of spinel to magnetite oxide layer thicknesses increased with increasing Cr
content in the steel.

8.5.4. Modeling and Simulation

Oxide growth modeling based on available space model (also referred to as void-induced duplex
oxide growth) was performed by using some assumptions simplifying the conditions at the
multilayered oxide scale boundaries. These include:

The oxygen activity at the oxide/gas interface are the oxygen activities required the formation of
Fe,0; through reduction of Fe;0,4

The oxygen activity in between spinel layer and metallic base steel is approximated as the oxygen
activity required for the oxidation of Fe to Fe;04

Formation of Fe,O; as an outermost layer ignored

Oxygen activities are independent of time

No mass accumulation at the boundaries or loss at the oxide scale due to spallation
The Fe flux in the spinel is equal to the Fe flux in magnetite at all the times

In regards to the last assumption stated above, the Fe diffusion coefficient in spinel in previous
literature was only approximate. Therefore, diffusion coefficient of iron in spinel was deduced as a
function of iron diffusion coefficient in magnetite for all the tested alloys forming inner spinel layer
with different stoichiometries. A model based on these assumptions and global mass balance between
the layers was then developed. The robustness of the model was initially tested for the alloys by
essentially taking into account Cr stoichiometry in the spinel layer of various steels to validate
whether a mass balance between the layer exists or not. T22 steel did not hold up to this test in regards
to global mass balance in between of layers, and therefore model did not perfectly predict the
observed kinetics.

First, modeling was performed using lattice-bulk diffusion approach. This approach was
underestimated the actual kinetics observed. Grain boundary diffusion and thus the effective diffusion
coefficients were subsequently introduced to account for the higher rates of oxidation. This combined
with some literature data were then successfully used for modeling oxide layer growth, with model
predictions being in excellent agreement with experimentally determined data, for T92 and T122
steels.

8.5.5. Carburization

Significant carburization was observed in all steels studied (not in pure Fe). The results clearly
indicate that carburization and oxidation are interlinked phenomena. One of the key mechanisms for
carburization is the permeation of CO, through voids and nano-channels created by the diffusion,
where CO, decomposes to CO which then forms carbon by reaction with free metal. This mechanism
is predicated on the available space model. The free carbon then initiates carburization in the inner
scale. In support of this theory, the results indicate that pure Fe exhibited no carburization because
there is no available space. For the carburization of Fel2Cr, notable carburization was observed
under the duplex oxide nodular regions but not where only the thin protective chromia film existed.
This observation supports the hypothesis that available space model is operational during
carburization.

In general, optical microscopy, SEM-EDS, microhardness tests, GDMS, GDOES, and EPMA-
WDS techniques were applied to evaluate carburization in T122 and T92 steels. The results of all
these characterization techniques were self-consistent and indicative of parabolic diffusion of carbon
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into the base steel. The carbon diffusion coefficient in T92 was calculated experimentally. The T122
steel also showed a similar parabolic trend in carbon diffusion. A rate equation available in literature
was used for understanding carbide precipitation as a function of depth. The carbon diffusion profiles
and depths, suggest the formation of M,;Cs and M;C; carbide phase particles. For T22, T92, T122
ferritic-martensitic steels, the depth of carburization increases as the carbide forming alloying
elements (i.e., Cr) in the steel decreases.

Carburization occurs concurrently with oxidation in S-CO2 environment and it has been shown in
this study that the depth of carburization is substantially greater than the oxide layer thickness.
Typically, carburization while hardening the material also leads to embrittlement. This loss of
ductility can cause catastrophic failure. Therefore, the ductility of the samples must be evaluated with
tensile tests before application into Brayton cycle components. Additionally, future work should
focus on predicting carbon enrichment in the steels during the life time of the cycle and on
establishing that even with the associated loss in ductility mechanical integrity of components can be
preserved in the pressurized environment of the S-CO2 Brayton cycle.
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